P.O. Box 52025
Phoenix, AZ 85072-2025

(602) 236-5900
Case 11-30

DATE: January 18, 2012

TO: MAG Specifications and Details Committee Members

FROM: Peter Kandaris, SRP Representative

RE: Revisions to Section 702 — Base Materials

Purpose: Update standard identified by Outside ROW WG

Revisions: The purpose of the changes is to simplify base material requirements with

physical properties shown in a single table. Delete information that is redundant
to Section 701 (re-defining general aggregate requirements) and remove
language that is vague and cannot be enforced through objective tests.

Major changes are summarized below:

(a) Delete references to specific aggregate materials such as decomposed granite, slag,
etc., as these should be covered by Section 701 requirements.

(b) Add functional descriptions for ABC and Select Material.

(c) Consolidate all material requirements into Table 702-1. This includes PI, fractured
face and LA abrasion testing.

(d) Fractured face for ABC was changed from 50% to 30% to match ADOT
requirements. Fractured Face was left at existing 50% - moved from 701.2.1

(e) Change from 1-1/4" sieve to 1" sieve in Table 702-1 as plants do not have the
capability to separate at 1-1/4". Modify the gradation requirement for the 1” sieve to
meet the same gradation as before.

() Include a referee test for aggregates that exceed a Pl of 5. A white paper was
prepared by the Materials Working Group to give the rational for using an R-value of
70 if the Pl is too high (to be provided to the committee at the next meeting).
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SECTION 702 - REVISED 1/18/12

BASE MATERIALS
702.1 GENERAL:

Base materials shall be as defined in Section 701, consisting of appropriately sized coarse and fine aggregates, other
inert materials, and/or aggregates that have been treated for plasticity index mitigation, as approved by the Engineer.

When base material without further qualification is specified, the Contractor shall supply Aggregate Base Course as
defined in Table 702-1. When a particular classification of base material is specified, the Contractor may substitute
any higher classification of base material for the specified classification.

The Contractor shall provide the Engineer, in writing, material information and the source location at least 10 days
prior to use of the material unless the material is currently accepted for use, as determined by the Engineer.

702.1.1 Aggregate Base Course shall be used primarily in roadway applications or where otherwise specified by
project special provisions.

702.1.2 Select Material shall be primarily used, but not limited to applicable structure and pipe backfill installations,
shoulders, turnouts, driveways, and tapers or where otherwise specified by project special provisions.

702.2 PHYSICAL PROPERTIES:

702.2.1 Base material shall meet the physical properties listed in Table 702-1.

Table 702-1

Sieve Analysis
Test Methods AASHTO T-27, T-11

Sieve Size Accumulative Percentage Passing Sieve, by Weight
Select Material Aggregate Base Course
Type A Type B
3in. 100 - - - -
1-1/2 in. - - 100 100
lin. - - - - 90 - 100
No. 4 30-75 30-70 38-65
No. 8 20-60 20-60 25-60
No. 30 10-40 10-40 10-40
No. 200 0-12 0-12 3-12

Plasticity Index
Test Methods AASHTO T-89 Method A, T-90, T146 Method A

Maximum allowable value | 5 | 5 | 5

Fractured Face, One Face
Test Method ARIZ 212, Percent by Weight of the Material Retained on a #4 Sieve

Minimum required value | 50 | 50 | 50

Resistance to Degradation and Abrasion by the Los Angeles Abrasion Machine
Test Method AASHTO T-96, Percent Loss by Weight

Maximum allowable value 10 10 10
at 100 revolutions

Maximum allowable value 40 40 40
at 500 revolutions

702.2.2: Base material that does not meet Table 702-1 properties may be approved at the Engineer’s discretion if the
R-Value is at least 70 when determined by test method AASHTO T-190.

End of Section




SECTION 702 - REVISED 1/18/12

BASE MATERIALS
702.1 GENERAL:

Base materials shall be as defined in Section 701, consisting of appropriately sized coarse and fine aggregates, other
inert materials, and/or aggregates that have been treated for plasticity index mitigation, as approved by the Engineer.

When base material without further qualification is specified, the Contractor shall supply Aggregate Base Course as
defined in Table 702-1. When a particular classification of base material is specified, the Contractor may substitute
any higher classification of base material for the specified classification.

The Contractor shall retify-provide the Engineer, in writing, material information and the source location at least 10
days prior to use of the material unless the material is currently acceptabled for use, as determined by the Engineer.

702.1.1 Aggregate Base Course shall be used primarily in roadway applications or where otherwise specified by
project special provisions.

702.1.2 Select Material shall be primarily used, but not limited to applicable structure and pipe backfill installations,
shoulders, turnouts, driveways, and tapers or where otherwise specified by project special provisions.

702.2 PHYSICAL PROPERTIES:

702.2.1 Base material shall meet the physical properties listed in Table 702-1.

Table 702-12

Sieve Analysis
Test Methods AASHTO T-27, T-11

Sieve Size Accumulative Percentage Passing Sieve, by Weight
Select Material Aggregate Base Course
Type A Type B
3in. 100 - - - -
1-1/2 in. - - 100 100
lin. - - - - 90 - 100
No. 4 30-75 30-70 38-65
No. 8 20-60 20-60 25-60
No. 30 10-40 10-40 10-40
No. 200 0-12 0-12 3-12

Plasticity Index
Test Methods AASHTO T-89 Method A, T-90, T146 Method A

Maximum allowable value | 5 | 5 | 5

Fractured Face, One Face
Test Method ARIZ 212, Onre-FacePercent by Weight of the Material Retained on a #4 Sieve

Minimum required value | 3050 | 3050 | 3050

Resistance to Degradation and Abrasion by the Los Angeles Abrasion Machine
Test Method AASHTO T-96, Percent Loss by Weight

Maximum allowable value 10 10 10
at 100 revolutions

Maximum allowable value 40 40 40
at 500 revolutions

702.2.2: Base material that does not meet Table 702-1 properties may be approved at the Engineer’s discretion if the
R-Value is at least 70 when determined by test method AASHTO T-190.

End of Section




Case 11-30 (1/18/12 rev)

SECTION 702
BASE MATERIALS
702.1 GENERAL:
D . - Base materials shall be as defined in Section 701, consisting of appropriately sized coarse and fine aggregates, other inert
Matesialoforuce-ac-agaregate-baceshall be-clascified-in-the-orderoipreforencenciollows: — materials, and/or aggregates that have been treated for plasticity index mitigation, as approved by the Engineer.
A—Crushed Aggregate
B—Precesvad Mameal Mlaterial— Delete. Materials to be used for aggregates are classified in Section 701. Include
specific aggregate base limitations and allow for PI stabilized base material.
D —Precomposad-Granto—— Aggregate Base Course as defined in Table 702-1

—

When base material without further qualification is specified. the Contractor shall supply emushed-agaregate. When a particular “crushed aggregate” is not a defined material. Use ABC as it is a defined product.
classification of base material is specified. the Contractor may substitute any higher classification of base material for the specified

lassification. I . Lo o,
classification mat_?ﬂal information andréc?dséource location, in writing, at least Simplify language. No justification is needed for requiring advanced notification.
; . : € 2 .V
das : E : E SR T : Contractor shall gise the Engineer 10 days prior to use — S N . - . .
S o i g S S o T i O Sl . 7?02\./%S.ilonsAggregate Base Course shall be used primarily in roadway applications or where otherwise specified by project special
Heeassary-tast unless the material is currently accepted for use, as determined by the Engineer. P '
4 . 702.1.2  Select Material shall be primarily used, but not limited to, applicable structure and pipe backfill installations, shoulder,
702.2 ERESHEDAGGREGATE: : . . . - . L
PRl PROPERTIES: turnouts, driveways, and tapers, or where otherwise specified by the project special provisions.
C'iﬂii.'iaed aggﬁegaﬂ E'hi’" caneiet of crnclhiad eoole o caaclaad ?‘01'51 o ool m tharaotf oo -I'-'__E1ar3 1 S ontioa O] Delete’ redundant :
702.2.1 Base material shall meet the physical properties listed in Table 702-1.
Simplify. Table 702-1
L Put test Sieve Analysis
methods in Test Methods AASHTO T-27, T-11
_ - Table 702-1. Sieve Size Accumulative Percentage Passing Sieve, by Weight
: Select Material Aggregate Base Course
\ Table 702-1 Type A Type B
3in. 100 - - - -
\ CRUSHED AGGREGATE GRADATION / =] /'2 — — o0 50
\\ astir: - R s P“M Place all 7 Nloinit 075 3070 9??8_ %5%0
Sieve Sizes \ Select Material / Aggregate material /  No.8 20 - 60 20 - 60 25-60
(Square Openings) Base grade, PI, / No. 30 10 - 40 10 - 40 10-40
Type A Type B fractured face, 7/ No. 200 0-12 0-12 3-12
30 100 and abrasion Plasticity Index
112" 3 ~ with test Test Methods AASHTO T-89 Method A, T-90, T146 Method A
11/4" requirements Maximum allowable value | 5 [ 5 [ 5
30-75 30-70 in asingle Fractured Face, One Face
20-60 20-60 table. Test Method ARIZ 212, Percent by Weight of Material Retained on #4 Sieve
10-40 10-40 Minimum required value | — oU [ — 50 [ —o0
0-12 0-12 Resistance to Degradation and Abrasion by the Los Angeles Abrasion Machine
Test Method AASHTO T-96, Percent Loss by Weight
Maximum allowable value 10 10 10 From
at 100 revolutions 701.2
_ Maximum allowable value 40 40 40
at 500 revolutions

| — 702.2.2: Base material that does not meet Table 702-1 properties may be approved at the Engineer’s discretion if the
( — R-Value is at least 70 when determined by test method AASHTO T-190.

Use the R-value as a referee test if Pl is out. See the Working Group white paper analysis. ~ Leave at current — 50%
702-1 The fractured face count is indirectly referenced in 701.2.1 as 50. Use ARIZ 212 &
Sieve changed from 1-1/4” to 1 since plants do not have the ability to grade at 1-1/4 inches. Gradation adjusted for smaller sieve.
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Case 11-30 (1/18/12 rev)

SECTION 702

Delete. Covered in Section 701.

Move into Table 702-1

Deleted. Not realistic with PI limit of 5.

Meaningless — includes no enforceable standard.

This is a placement, not a material requirement. Table 702-1 does not provide for changing max particle size for various lift thickness.

Meaningless — “stable when saturated with water”” and “broken down during the process of rolling and tamping” are subjective.
Use LA abrasion testing as a measureable testing method in lieu of subjective requirements.

— Contradicts Table 702-1 requirements. Delete

— Covered by the test requirements in Table 702-1.

iﬁe‘saﬂiﬂg@ Qf ﬂaa‘aﬂlﬂl ﬁﬂei' ‘haﬁ o ‘I\Te_ 200 |1]aEli i'i e aaia lﬂ%

End of Section

702-2



SECTION 702

BASE MATERIALS

702.1 GENERAL:

! ! ws:_Base materials shall
consst of approprlatelv SIzed aqqreqaie as eflned in sectlon 701 or other approved inert materials of similar
characteristics, including recycled material, and materials that have been treated for plasticity index mitigation.
Base materials shall be clean and free from vegetable matter and other deleterious substances. The Contractor shall
notify the Engineer, in writing, at least 10 days prior to use of the material unless the material is currently acceptable
for use as determined by the Engineer.

{A)-Crushed-Aggregate:
(B) Processed Natural Material.

702.1.1 Aggregate base course material shall be used prlmarllv in roadwmppllcatl ons exeept- or where otherwise
specified by project special provisions. A d -

702.1.2 Select material shall be primarily used, but not limited to applicable structure and pipe backfill installations,
shoulders, turnouts, driveways, and tapers or where otherwise specified by project special provisions.—Select

__—{ comment [DR®]: Included in table?

/{Comment [DR7]: Included in table?

702-1




702.2-2.13-Grading- -The aggregate-base m

SO

—meet

the physical properties

Table 702-1—

Sieve Analysis

Test Methods AASHTO T-27, T-11

Maximum allowable value |

5

Sieve Size Accumulative Percentage Passing Sieve, by Weight
Select Material Adgregate Base Course
Type A TypeB
3in. 100 - -
1-1/2in. - - 100 100
lin. - - -- 90-100
No. 4 30-75 30-70 38 - 65
No. 8 20 - 60 20- 60 25-60
No. 30 10-40 10-40 10-40
No. 200 0-12 0-12 3-12
Plasticity Index
Test Methods AASHTO T-89 Method A, T-90, T146 Method A
5 | 5

Test Method ARIZ 212, FacePercent by Weight of the Material Retained on

Fractured Face One Face

a#4 Sieve

Minimum required value |

50

50

50 —

Resistance to Degradation and Abrasion by the Los Angeles Abrasion M
Test Method AASHTO T-96 Percent Loss by Weight

achine

at 500 revolutions

Maximum allowable value 10 10 10
at 100 revolutions
Maximum allowable value 40 40 40

702-2
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(Square Openings)
3
334"

1
No-4
No-8
No. 30
No-200

20-60
0-12

702-3

Comment [DR8]: Tableto be re-written by Mike
Whitman
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SECTION 701703

End of Section
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SECTION 310

PLACEMENT AND CONSTRUCTION OF AGGREGATE BASE COURSE
310.1 DESCRIPTION:

Aggregate base course shall comply with Subsection 702 unless the use of a different type of material is specificaly
authorized in the special provisions.

310.2 PLACEMENT AND CONSTRUCTION:

The compacted lift thickness shall not exceed 6 inches, unless approved by the Engineer. Based on the type of
material, type of equipment and compaction methods used, the Contractor may propose a greater lift thickness.

After distributing, the aggregate base course material shall first be watered and then graded to a uniform layer that will
net, after compacting, the required thickness. The grading operation shall be continued to such extent as may be
necessary to minimize segregation. The quantity of water applied shall be that amount which will assure proper
compaction resulting in the density required by Section 310.3.

After placement, the aggregate base course surface shall be true, even and uniform conforming to the grade and cross-
section specified. In no case shall the aggregate base course vary by more than %2 inch above or below required grade.

310.3 COMPACTION

The contractor is responsible for providing appropriate equipment and techniques to achieve the compaction results
required by this specification. The aggregate base course shall be compacted in lift thicknesses as allowed by Section
310.2.

The laboratory maximum dry density and optimum moisture content for the aggregate base course material shall be
determined in accordance with AASHTO T-99. Field ‘one-point’ maximum dry density and optimum moisture
procedures shall only be allowed upon approval of the Engineer.

The in-place density shall be determined in the field by nuclear density testing in accordance with AASHTO T-310 or
sandcone density testing in accordance with AASHTO T-191. In the event nuclear density testing is selected, a
minimum of one sandcone correlation shall be performed for each 10 nuclear density tests.

A rock correction, to compensate for rock content larger than the #4 or %4 inch sieves (as required by the laboratory
maximum dry density and optimum moisture procedure selected), shall be performed in accordance with AASHTO T-
224. Care should be taken to account for the specific gravity of the oversize particles particularly if recycled materials
are utilized for aggregate base course. The specific gravity shall be determined in accordance with AASHTO T-85, as
applicable.

For roadway construction, one field density test shall be performed per lift per 660 feet per lane. For other aggregate
base course applications, a minimum of 1 field density test shall be performed for each 800 square yards. Mere-ortess

Unless otherwise noted in the project plans or project specifications, the moisture content of the aggregate base course
at the time of compaction shall be the optimum moisture content +/- 3%.



The following percent compaction is required:

SECTION 310

(A) Below asphalt concrete pavement 100%
(B) Below Portland cement concrete pavement, curb & gutter, attached sidewalk, roadway

Shoulders, and other areas of the right-of-way subject to vehicular traffic 95%
(C) All other areas not subject to vehicular traffic 85%

Areas which fail initia testing for density and/or moisture content shall be reworked until passing tests for density
and/or moisture content are achieved. Lower moisture content percentages at the time of field density testing may be
alowed if significant time has passed since the time of compaction and the required density has been achieved.

310.4 THICKNESS AND/OR PLASTICITY INDEX DEFICIENCY:

When in the opinion of the Engineer there is reason to believe that a deficiency in thickness, or an excess of plasticity
exists, measurements or samples will be taken in the same pattern as that defined in Section 321. If the base has been
covered or it is otherwise impractical to correct the deficiency, the corrective measures in Table 310-1 shall be taken

by the Contractor at no additional cost to the Contracting Agency.

TABLE 310-1

THICKNESSAND PLASTICITY DEFICIENCY

Type Deficiency

I Less than ¥2inch of the required
thickness

1 Y2 inch or more but less than linch of
the required thickness

Il Thickness deficiency by greater than
linch

v A plasticity index of 6to 7 inclusive

Corrective M easure

No corrective measure required.

(1) The contractor may choose to add additional
material and rework the grade to meet the
specification requirements.

(2) The contractor may choose to increase the
thickness of asphalt concrete by the amount of the
aggregate base course thickness deficiency at no
additional cost to the Owner. Required grade shall be
met.

(1) The contractor will remove the aggregate base
course and regrade the subgrade to allow the required
aggregate base course layer thickness to be
constructed.

(2) If grades alow, the contractor may propose that
the thickness of asphalt concrete be increased by the
amount of the aggregate base course deficiency at no
additional cost to the Owner.

(1) An Engineering Anaysis (EA) may be prepared
by the contractor to evauate the expected
performance of the aggregate base course layer. The
EA may provide mitigation options for the Engineer
to consider. If the Engineer accepts the plasticity
index as a result of the EA, the material will be
accepted at full payment. If the Engineer rejects the
EA, the contractor will perform either option 2 or 3



SECTION 310

below.

(2) The contractor may choose to reprocess or treat
the existing material to bring it within specification
limits or remove deficient material from affected area
and replace with material complying with the
specifications.

(3) If grades alow, the contractor may increase the
thickness of asphalt concrete by Y“-inch a no
additional cost to the Owner.

\% A plasticity index of over 7 (1) The contractor may choose to reprocess or treat
the existing material to bring it within specification
limits or remove deficient material from affected area
and replace with material complying with the
specifications.

310.4 PAYMENT:

Payment for aggregate base course will be made on the basis of the contract unit price per ton unless an aternate basis
of payment is provided in the proposal.



SECTION 310

| UNTREATED PLACEMENT AND CONSTRUCTION OF AGGREGATE BASE_ COURSE

310.1 DESCRIPTION:

| Yntreated-basei-e-salect-or-aAggregate base course; shall comply with Subsection 702:2 unless
the use of adifferent type of material is specifically authorized in the special provisions.

| 310.2 PLACHNGPLACEMENT AND CONSTRUCTION:

The compacted lift thickness shall not exceed 6 mches unless approved bv the Engineer. Based on

Whrekkeanhaeﬁeewel%eempaetedrdependmapn the type of matenal type of equi pment and
compaction methods used, the Contractor mav propose a qreater lift th|ckne£s -6-inches-or-lessin

After distributing, the aggregate base course material shall first be watered and then immediately

gradedbladed toa unlform Iayer that will net, after compactingreting, the required thickness. H
. Aly ' The gradingblading operation shall be
continued to such extent as may be nece&ary to minimizeetrirate segregation. The quantity of
water applied shaII be that amount whlch WI|| assure proper compactlon resulting in thearelative
required by Section 310.3.

Upen—completionAfter placement, the aggregate base course surface shall be true, even and

uniform conforming to the grade and cross-section specified.

In no case shall the YntreatedaAggregate base course may-vary bynet more than %2 inch above or
below required grade.-ane-cross-section:

310.3 COMPACTION

The contractor is responsible for providing appropriate equipment and techniques to achieve the
compaction results required by this specification. The aggregate base course shall be compacted in
lift thicknesses as allowed by Section 310.2.

0 ed-The Iaboratorv maximum drv densrtv
and optlmum moisture content for t e aqqreqate base course matenal shall be determlned in
accordance with one A 9
DB9SAASHTO T-99. Field ‘one-poi nt maximum drv densrtv and optimum morsture procedureﬁ
shall only be allowed upon approval of the Eengineer.

The in-place densrtv shall be determl ned in the fleld by nuclear densrtv testing in accordance Wlth

ASFM—D@Q@B In the event nuclear densrtv testrnq is selected a mrnrmum of one sandcone
correlation shall be performed for each 10 nuclear density tests.




SECTION 310

A rock correction, to compensate for rock content larger than the #4 or 3% inch sieves (as required
by the laboratory maximum dry density and optimum moisture procedure selected), shall be
performed in accordance with ene-of the following procedures ARIZ 227 AASHTO T224 or
ASTM D4718AASHTO T-224. Care should be taken to account for the specific gravity of the
oversize particles especiallyparticularly if recycled materials are utilized for aggregate base
course. The specific gravity shall be determined -in accordance with the-cne-of the following
meeedur%—ARLLA@—AAS#FF@l%—e#ASIM—G&%ZAASHTO T-85, as applicable.{How-¢can

constructlon one f|e|d denstv test shall be performed #erper lift pereaeh 6650 feet per lane-width

{Isthisconsistent). For other aggregate base course applications, a mini mum of 1 field density
test shall be performed for each 800 square yards. More-orle : nay
atthe-approval of the Engineer:

Unless otherwise noted in the project plans or project specifications, the moisture content of the
aggregate base course at the time of compaction shall be the optimum moisture content to-+/- 23%




SECTION 310

The following percent compaction is required:

(A) Below asphalt concrete pavement 100%

(B) Below Portland cement concrete pavement, curb & gutter, attached sidewalk, roadway
Shoulders, and other areas of the right-of-way subject to vehicular traffic 95%

(C) Below detached sidewalk—orotherflabworkAll other areas not subject to vehicular traffic
858590%

Areas which fail initial field-density-testing for density and/or moisture content shall be reworked
until passing tests for density and/or moisture content are achieved. Llower moisture content
percentages at the time of field density testing may- be allowed if significant time has passed since
the time of compaction and the required density has been achieved.

31043 THICKNESSAND/OR PLASTICITY INDEX DEFICIENCY:

When in the opinion of the Engineer there is reason to believe that a deficiency in thickness, or an
excess of plagticity exists, measurements or samples will be taken in the same pattern as that
defined in Section 321. If the base has been covered or it is otherwise impractical to correct the
deficiency, the corrective measures in Table 310-1 shall be taken by the Contractor at no
additional cost to the Contracting Agency.

TABLE 310-1
THICKNESSAND PLASTICITY DEFICIENCY
Type Deficiency Corrective Measure
1 Less than Y2 inch of the required No corrective measure reguired.

thickness

1 14 inch or more but less than 1inch_ of
the required thickness

contractor may choose to add additional material and rework the

grade to meet the specification requirements.

1 1 inch-or-moreintThickness
deficiency by greater than 1 inch

(2) The contractor may choose to iincrease the thickness of

asphalt_concrete by the amount of the aggregate base course
thickness deficiency at no additional cost to the Owner.
Required grade shall be met.

bleek-n-length.(1) The contractor will remove the Aaggregate
base course remeoved-and regrade the subbgrade regraded-to




SECTION 310

alow the required aggregate base course layer thickness to be
constructed.

(2) If grades alow, the Engineer—contractor may propose
thatallew the thickness of asphalt concrete to-be increased by the
amount of the aggregate base course deficiency at no additional
cost to the Owner.

) v 14 inch in thi alalaolla\V7a heo

- (1) An Engineering
Analysis (EA) shallmay be prepared by the contractor to
evaluate the expected performance of the aggregate base course
layer. The EA may provide mitigation options for the Engineer
to consider. If the Engineer accepts the plasticity index as a
result of the EA, the material will be accepted at full payment. |If
the Engineer rejects the EA, the contractor will perform either
option 2 or 3 below.

(2) The contractor may choose to reprocess or treat the existing
material to bring it within specification limits or remove
deficient material from affected area and replace with material
complying with the specifications.

(3) If grades allow, the contractor may increase the thickness of
asphalt concrete by Y4-inch at no additional cost to the Owner.H

IVHE A plasticity index of 6 to 7 inclusive*

the Engineer-accepts the in-place thickness as aresult of the EA;

1A A plasticity index of over 7= (1) The contractor may choose to reprocess or treat the existing
material to bring it within specification limits or Rremove

deficient material from affected area and replace with material
complying with the specifications.

310.4 PAYMENT:

| Payment for aggregate untreated-base course will be made on the basis of the contract unit price
per ton unless an alternate basis of payment is provided in the proposal.



MAG 702 — Case 11-30 (2012 Revision) (Comments from Goodyear)

Pros:

Cons:

Combining various specs into one place, as in Table 702.1, makes it much easier to find relevant information.
Using an R-Value as a referee method for materials with Pls slightly above 5 makes sense, and should give more
accurate results for a specific project.

Changing the 1 %4” screen to more universal 1” screen

I’d strongly suggest keeping the fractured face count at the current minimum of 50, and not lowering it to match
ADOT’s minimum of 30. In the field I've experienced clean, sandy ABC that was quite unstable due to a
combination of high natural (rounded) sand content, and few fractured faces in the aggregate. These rounded
aggregates behave more as peas and marbles and won’t interlock, so that even the paving machine ruts the
base as it’s placing the HMA. Sometimes I've observed checking in the mat as the roller passed over, presumably
from the unstable base vibrating and losing density since there was limited interlocking.

In contrast, crusher fines and angular aggregates interlock, providing much stability with proper moisture and
compaction. This is especially critical when the base is supporting flexible pavements. The attached white paper
refers to this when it states that “the material derives its high stability, stiffness, and strength from particle
interlock and inter-particle friction”. Combined with high compaction, these interlocking aggregates create a
base with limited permeability, keeping out water which could create subgrade failures in the long term.

Though redundant, | would like to see the descriptive portion 702.3.1(“hard, durable fragments.....deleterious
substances”) left in place, or 701.2 specifically referred to. The basic quality of the material, based on visual
observations by inspectors and materials technicians, can’t be emphasized enough, and this would address
contamination after material has left the plant’s hopper.

Otherwise, great overhaul! It’s long overdue...





