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FOREWORD 

 
 
Publication of these Uniform Standard Specifications and Details for Public Works Construction fulfills the goal of a group of 
agencies who joined forces in 1966 to produce such a set of documents. Subsequently, in the interest of promoting county-wide 
acceptance and use of these standards and details, the Maricopa Association of Governments accepted their sponsorship and the 
responsibility of keeping them current and viable. 
 
These specifications and details, representing the best professional thinking of representatives of several Public Works 
Departments, reviewed and refined by members of the construction industry, were written to fulfill the need for uniform rules 
governing public works construction performed for Maricopa County and the various cities and public agencies within 
Maricopa County who could not afford to promulgate such standards for themselves. Agencies in other regions or climes that 
desire to use these specifications may need to make adjustments for local conditions. 
 
A uniform set of specifications and details, updated and embracing the most modern materials and construction techniques will 
reduce conflicts, provide clarity and lower construction costs for the benefit of the public. 
 
Use of these standards for projects outside of the right-of-way should be reviewed by professional engineers and architects and 
applied with care to insure relevance to the planned work. 
 
Specifications and details should be incorporated into project plans and specifications after careful review by the design 
engineer or architect of specific project needs. Not all specifications contained herein will apply to all projects. Prepared plans 
and specifications should clearly call out only those specific uniform specifications and details required for the project. 
 
Uniform specifications and details are not a substitute for good engineering judgment. Unique conditions will arise that are 
outside the scope of these standards. When this happens, professional engineers and architects are required to use their 
judgment to amend these standards to best meet site-specific project needs in accordance with the rules set forth by the State of 
Arizona and policy statements made by the Arizona State Board of Technical Registration. 
 
The Uniform Standard Specifications and Details for Public Works Construction are revised periodically and reprinted to 
reflect the changing technology of the construction industry. To this end a Specifications and Details Committee has been 
established as a permanent organization to continually study and recommend changes to the Specifications and Details. 
Interested parties may address suggested changes and questions to: 
 

Standard Specifications & Details Committee 
c/o Maricopa Association of Governments 

302 North First Avenue, Suite 300 
Phoenix, Arizona, 85003 

 
Suggestions will be reviewed by the committee and appropriate segments of the construction industry and revisions will be 
published the first of each year. A copy of this publication is available for review on the internet at the website listed below. 
Please follow the links to the publications page and look for Uniform Standard Specifications for Public Works Construction 
and/or Uniform Standard Details for Public Works Construction: 
 

www.azmag.gov 
 
In the interest of regional uniformity, it is hoped that all using agencies will adopt these standards with minimal changes.  It is 
recognized that because of charter requirements and for other reasons, some agencies will find it necessary to modify or 
supplement certain requirements. In the interest of regional uniformity, it is strongly recommended that using agencies bring 
desired modifications to the MAG Committee for consideration and inclusion into these standards.

Revised 2012  
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SECTION 101 
 

ABBREVIATIONS AND DEFINITIONS 
 
101.1 ABBREVIATIONS: 
 
Wherever the following abbreviations are used in these 
specifications, standard details or on the plans, they are to 
be constructed the same as the respective expressions 
represented. 
 
AASHTO  American Association of State Highway and 

Transportation Officials 
AAN American Association of Nurserymen 
AB Aggregate base 
Aban Abandon 
ABC Aggregate base course 
AC Asphalt cement or concrete 
ACB Asphalt concrete base 
ACI American Concrete Institute 
ACP Asbestos cement pipe 
ACPA American Concrete Pipe Association 
ACWS Asphalt concrete wearing surface 
AFRB Arizona Fire Rating Bureau 
AGC Associated General Contractors of America, 

Inc. 
Agg Aggregate 
ADOT Arizona Department of Transportation 
ADA Americans With Disabilities Act of 1990 
ADEQ Arizona Department of Environmental 

Quality 
Ahd Ahead 
AIA American Institute of Architects 
AIEE American Institute of Electrical Engineers 
AISC American Institute of Steel Construction 
ANSI American National Standards Institute 
APA American Plywood Association 
Approx Approximate 
APWA American Public Works Association 
AR Aged residue 
ARAC Asphalt-Rubber Asphalt Concrete 
ARIZ Arizona Department of Transportation Test 

Method 
ARS Arizona Revised Statutes 
ASCE American Society of Civil Engineers 
ASME American Society of Mechanical Engineers 
ASTM American Society for Testing Materials 
Ave Avenue 
AWPA American Wood Preservers Association 
AWSC American Welding Society Code 
AWWA American Water Works Association 
Bbl Barrel 
BC Beginning of curve 
BCR Beginning of curb return 
Beg Beginning 
Bk Book or Back 
Blvd Boulevard 
BM Bench Mark or Board Measure 
 

Brg Bearing 
BST Bituminous Surface Treatment 
BTB Bituminous Treated Base 
BTU British Thermal Units 
BVC Beginning of vertical curve 
C Centigrade or Curb 
CB Catch Basin 
CBF&C Catch basin frame & cover 
CC or C/C Center to Center 
CE City or County Engineer 
Cem Cement 
CF Curb face 
cfs Cubic Feet per second 
CIP Cast Iron pipe 
CIPP Cast-in-place concrete pipe 
CL or C Centerline 
CLR Clear 
Cm Centimeter 
CMP Corrugated metal pipe 
CO Clean out 
Col Column 
Conc Concrete 
Const Construct 
CP Concrete pipe (non-reinforced) 
CTB Cement Treated Base 
Cu Cubic 
Deg Degree 
DF Douglas Fir 
DG Decomposed granite 
Dia Diameter 
Dim Dimension 
DIP Ductile Iron Pipe 
Div Division 
Dr Drive 
Drwg Drawing 
Dwy Driveway 
Ea Each 
Ease Easement 
E East 
EC End of curve 
ECR End of curb return 
El or Elv Elevation 
Equa or Eq Equation 
EVC End of vertical curve 
Ex or Exist Existing 
F Fahrenheit 
FB Field book 
F & C Frame & cover 
FH Fire hydrant 
FL or F Floor line or flow line 
Fl El Floor Elevation 
Fnd Found 
fps Feet per second 
FS Finished surface 
FSS Federal Specifications and Standards 
Ft Foot or feet 
G Gutter 
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SECTION 101 
Ga Gage 
Galv Galvanized 
GL Ground line 
Gpm Gallons per minute 
 
Gr Grade 
H High or height 
HC House connection 
HH Hand hole 
Hdwl Headwall 
Horiz Horizontal 
Hwy Highway 
ICA Industrial Commission of Arizona 
ID Improvement District or inside diameter 
IE Invert Elevation 
IEEE Institute of Electrical and Electronic 

Engineers 
In Inch 
Inv Invert 
IP Iron Pipe 
IPS Iron Pipe Size 
Irrig Irrigation 
Jt Joint 
JC Junction Chamber 
Jct Junction 
JS Junction Structure 
L Length 
Lb Pound 
L&T Lead and Tack 
LD Local Depression 
LF Linear Feet 
LH Lamp Hole 
Lin Linear 
Long Longitudinal 
Lt Left 
M Map or Maps 
MAG Maricopa Association of Governments 
Max Maximum 
MCR Maricopa County Records 
Meas Measured 
MH Manhole 
MHF&C Manhole Frame and Cover 
Min Minutes or Minimum 
Misc Miscellaneous 
ML or M Monument Line 
mm Millimeter 
Mon Monolithic or monument 
MTD Multiple Tile Duct 
N North 
NBS National Bureau of Standards 
NCPI National Clay Pipe Institute 
NE Northeast 
NEC National Electric Code 
NEMA National Electrical Manufacturer's 

Association 
NFPA National Fire Protection Association 
NP Non-Plastic 
 

NPI Non pay item 
NSC National Safety Council 
NSF National Sanitation Foundation 
NTS Not to Scale 
NW Northwest 
No Number 
OC On Center 
OD Outside Diameter 
Oz Ounces 
PC Point of Curvature 
PCC Point of Compound Curve or Portland  
   Cement Concrete 
PI Point of Intersection or Plastic Index 
PL Property Line 
POC Point of Curve 
POS Point of Spiral 
PP Power Pole 
ppm Parts per million 
PRC Point of Reverse Curve 
Prod Produced 
Prop Proposed or Property 
psi Pounds per square inch 
psf Pounds per square foot 
PT or POT Point of Tangent 
P&TP Power and Telephone Pole 
Pvmt Pavement 
Q Rate of flow 
R Radius 
RC Reinforced Concrete 
RCP Reinforced Concrete Pipe 
Rd Road 
Rdwy Roadway 
Reinf Reinforced, Reinforcing 
Ret Wall Retaining Wall 
RGRCP Rubber Gasket Reinforced Concrete Pipe 
rpm Revolutions Per Minute 
Rt Right 
R/W Right-of-way 
S South or Slope 
SAE Society of Automotive Engineers 
San Sanitary 
SC Spiral to Curve 
SCCP Steel Cylinder Concrete Pipe 
SD Storm Drain or Sewer District 
Sdl Saddle 
Sec Seconds 
Sect Section 
SE Southeast 
Sht Sheet 
Spec Specifications 
SPR Simplified Practice Recommendation 
Sp MH Special Manhole 
Sq Ft Yd Square Foot, Yard 
SS Sanitary Sewer 
St Street 
Sta Station 
Std Standard 
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SECTION 101 
Str gr Structural grade 
Struct Structure or structural 
SW Southwest 
SWPPP Stormwater Pollution Prevention Plan 
T Tangent Distance 
Tel Telephone 
Temp Temporary 
TH Test Hole 
TP Telephone pole 
Tr Tract 
Trans Transition 
TS Traffic signal or Tangent to spiral 
TSC Traffic signal conduit 
Typ Typical 
UL Underwriters' Laboratories Inc. 
USC & GS United States Coast and Geodetic Survey 
USGS United States Geological Survey 
V Velocity of flow 
VC Vertical curve 
VCP Vitrified clay pipe 
Vert Vertical 
W West or width 
WI Wrought iron 
WS Wearing surface 
Wt Weight 
Yd Yard 
‘ feet or minutes 
“  inches or seconds 
̊ degrees 
% percent 
# number or pound 
@ at 
/ per 
= equals 
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SECTION 101 
 
101.2 DEFINITIONS AND TERMS: 
 
Whenever in these specifications or in other contract documents the following terms or pronouns in place of them are used, the 
intent and meaning shall be interpreted as follows: 
 
Addendum: A supplement to any of the Contract Documents issued, in writing, after advertisement of but prior to the opening 
of bids for a contract. 
 
Advertisement: The public announcement, as required by law, inviting bids for work to be performed or materials to be 
furnished. 
 
Agency: The governmental agency for which the construction is being done, either by permit or contract. 
 
Architect: The individual or firm who has accomplished the architectural services for the project, including his representatives. 
 
Arizona Test Method:  Arizona Department of Transportation Materials Testing Manual test method. 
 
Award: The formal action of the governing body is accepting a proposal. 
 
Backfill: Material placed in an excavated space to fill such space. For trenches, see definitions for Initial Backfill and Final 
Backfill.  
 
Base Course: The upper course of the granular base of a pavement or the lower course of an asphalt concrete pavement 
structure. 
 
Bedding: A material layer placed on top of the trench foundation to the bottom of the pipe, typically 4-6 inches in height.  The 
bedding establishes the line and grade for a conduit and provides support that is firm, but not hard. 
 
Bidder: Any qualified individual, firm, partnership, corporation or combination thereof, acting directly or through a duly 
authorized representative who legally submits a proposal for the advertised work. 
 
Board of Supervisors: The Maricopa County Board of Supervisors acting under the authority of the laws of the State of 
Arizona. 
 
Bond Issue Project: A project financed from bonds issued by the City or County pledging credit or a revenue resource. 
 
Bridge: A structure, including supports, erected over a depression or an obstruction, as water, highway, or railway, and having 
a track or passageway for carrying traffic or other moving loads and having a length measured along the center of roadway of 
more than 20 feet between undercopings of abutments or extreme ends of openings for multiple boxes. 
 
(Length) The length of a bridge structure is the over-all length measured along the line of survey stationing back to back of 
backwalls of abutments, if present, otherwise end to end of the bridge floor; but in no case less than the total clear opening of the 
structure. 
 
(Roadway Width) The clear width measured at right angles to the longitudinal centerline of the bridge between the bottom or 
curbs or guard timbers or in the case of multiple heights of curbs, between the bottoms of the lower risers. 
 
Budget Project: A project financed by funds from General Tax levies and shared revenue funds set aside in the annual budget 
adopted by the Council or Board of Supervisors. 
 
Building: Any structure built for the support, shelter, or enclosure of persons, animals, chattel or movable property. 
 
Building Code: A regulation adopted by the governing body establishing minimum standards of construction for the protection 
of the public health, safety, and welfare in terms of measured performance rather than in terms of rigid specification of 
materials and methods. 
 
Calendar Day: Every day shown on the calendar.
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SECTION 101 
 
Call for Bids: The standard forms inviting proposals or bids. 
 
“Careful and prudent manner”: means conducting excavation in such a way that when it approaches within twenty-four 
inches of the underground facility located and marked by the owner or operator, by stakes, paint or in some customary manner, 
the exact location is manually determined, and the uncovered facility is supported and protected. 
 
Change Order: A written order issued by the Engineer to the Contractor to make changes in the work or to perform extra work, 
and setting forth conditions for payment and/or adjustment in time of completion. 
 
City: A municipal corporation, organized and existing under and by virtue of the laws of the State of Arizona. 
 
City/County Clerk: The duly authorized person who performs the duties of clerk for the Contracting Agency. 
 
Completion Time: The number of calendar days for completion of an act, including authorized time extensions. In case a 
calendar date of completion is shown in the proposal in lieu of the number of calendar days, the contract shall be completed by 
that date. The time within which an act is to be done shall be computed by excluding the first and including the last day; and if 
the last day be Sunday or a legal holiday, that shall be excluded. 
 
Conflicting Utility: An existing utility, shown or not shown on the plans is conflicting when any part of the utility falls within 
the dimensions of the new installation, such that it would be in physical contact with the new installation. 
 
Construction Project: The erection, installation, remodeling, alteration, of durable facilities upon, under, or over the ground. 
This shall include, but is not limited to buildings, roadways and utility pipes, lines, poles or other structures. 
 
Contingent Bid Item: This is a minor bid item which is likely, but not certain, to occur during the course of work. If the 
Engineer determines that this work is required, the Contractor will accomplish the work and payment will be made based on the 
contingent unit bid price included in the proposal. Since the quantity listed in the proposal is primarily for bid comparison, the 
amount of work required by the Engineer may vary materially from this. 
 
Contract: The written instrument executed by the Contractor and the Contracting Agency by which the Contractor is bound to 
furnish all labor, equipment, and materials and to perform the work specified, and by which the Contracting Agency is 
obligated to compensate the Contractor therefore at the prices set forth therein. The Contract Documents are herewith by 
reference made a part of the contract as if fully set forth therein. 
 
Contract Documents: All the integral documents of the contract, including but not limited to, Call for Bids, Plans, Standard 
Specifications and Details, Special Provisions, Proposal, Addenda, Performance Bond, Payment Bond, Certificates of 
Insurance, Ordinance, Contract, and Change Orders. 
 
Contracting Agency: The legal entity that has contracted for the performance of the work or for whom the work is being 
performed. 
 
Contractor: The individual, firm, partnership, corporation or combination thereof entering into a contract with the Contracting 
Agency to perform the advertised work. 
 
Council: The City Council which by law constitutes the Legislative Department of the City. 
 
County: Maricopa County, organized and existing under and by virtue of the laws of the State of Arizona. 
 
Culvert: Any structure not classified as a bridge, which provides an opening under or adjacent to the roadway. 
 
Days: Unless otherwise designated, days will be understood to mean calendar days. 
 
Emergency: Unforeseen occurrences and combinations of circumstances involving the public welfare or the protection of 
work already done under the Contract Documents, or which endanger life or property and call for immediate action or remedy. 
 
Engineer: The person, appointed as City or County Engineer by the Council or the Board of Supervisors, acting directly or 
through his duly authorized representative.
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Equipment: (Construction) — All machinery and equipment, together with the necessary supplies for upkeep and 
maintenance, and also tools and apparatus necessary for the proper construction and acceptable completion of work. (Installed) 
— All material or articles used in equipping a facility as furnishings or apparatus to fulfill a functional design. 
 
Extra Work: An item of work not provided for in the contract as awarded but found essential to the satisfactory completion of 
the contract within its intended scope. 
 
Final Backfill: The material placed in a trench above the initial backfill to the top of the trench or to the bottom of the road base 
material. 
 
Flooding: Flooding will consist of the inundation of the entire lift with water, puddle with poles or bars to insure saturation of 
the entire lift. 
 
Force Account Work: Work done by personnel of the Contracting Agency as in-house work. 
 
Foundation: For buildings or structures, this will be the substructure.  For a trench, the foundation is the bottom of the 
required trench excavation.  The foundation surface is either native material, or replacement material when unsuitable material 
occurs, and is removed and replaced at the bottom of the required trench excavation. 
 
Full Depth Pavement: An asphalt concrete pavement structure in which the granular base and subbase are replaced by 
proportionate thicknesses of asphalt concrete. 
 
Haunching: The area of a pipe trench between the bottom of the pipe and the springline of the pipe. 
 
Improvement District Project: A project financed by assessments against the property included in a special assessment 
district authorized under, or implemented by an act of the legislature of the State and/or a procedural ordinance of the City or 
County. 
 
Initial Backfill:  The material placed in a trench between the springline and 12 inches above the crown of the conduit. 
 
Inspector: The Engineer's authorized representative assigned to make detailed inspections of contract performance. 
 
Jetting: Jetting is the densification of material, using a continuous supply of water, under pressure, transmitted to the material 
through a rigid pipe of sufficient length to reach the bottom of the lift being densified. In all cases, the entire lift will be 
completely saturated working from the top to the bottom. 
 
Laboratory: The established materials testing laboratory of the Contracting Agency's Engineering Department, or other 
laboratories acceptable to and/or authorized by the Engineer to test materials and work involved in the Contract. 
 
Major Item: A major item shall be the total of any item of work and/or materials specified in the bid schedule that exceeds the 
amount established in Table 109-1. 
 
Materials: Any substance specified in the project, equipment and other material used or consumed in the performance of the 
work. 
 
Median: The portion of a divided highway separating the roadways used by traffic going in opposite directions. 
 
Non Pay Item: An item of work for which no separate payment will be made under the proposal, but which must be included as 
an incidental cost for payment on an associated item included in the proposal. 
 
Notice of Award: A letter from the City or County Clerk advising the Contractor that he is the successful bidder and the 
Council or Board of Supervisors has accepted his proposal. 
 
Notice to Proceed: A directive issued by the Engineer, authorizing the Contractor to start the work or improvements required 
in the Contract. 
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SECTION 101 
Obligee: One to whom another is obligated. 
 
Open Trench: The excavated area shall be considered as open trench until all the aggregate base course for pavement 
replacement has been placed and compacted or, if outside of a pavement area, until the excavated area is brought to finish grade 
or natural grade. 
 
Owner: The City or County, acting through its legally constituted officials, officers or employees. 
 
Pavement: Any surfacing of streets, alleys, sidewalks, courts, driveways, etc., consisting of mineral aggregate bound into a 
rigid or semi-rigid mass by a suitable binder such as, but not limited to, Portland cement or asphalt cement. 
 
Pavement Structure: The combination of subbase, base course, and surface course placed on a subgrade to support the traffic 
load and distribute it to the roadbed. 
 
Pay Item: A detail of work for which separate payments are to be made under the Contract, as specified in the proposal. 
 
Payment Bond: The security provided by the Contractor solely for the protection of claimants, supplying labor and materials 
to the Contractor or his Subcontractors. 
 
Performance Bond: The security provided by the Contractor solely for the protection of the Contracting Agency and 
conditioned upon the faithful performance of the contract in accordance with the plans, specifications and conditions thereof. 
 
Permit: The license to do construction in public rights-of-way and/or easements; issued by an Agency to a Contractor working 
for another party. 
 
Pipe Embedment Zone: The area of a trench consisting of the bedding, haunching, and initial backfill areas. 
 
Plans: All approved drawings or reproductions thereof pertaining to the work and details therefore, which are made a part of 
the Contract Documents. 
 
Plant: The Contractor's and/or subcontractor's facilities, including but not limited to small tools and mobile equipment, located 
on and/or offsite, necessary for preparation of materials and prosecution of work for the project. 
 
Principal: The individual, firm or corporation primarily liable on an obligation, as distinguished from a surety. 
 
Professional Engineer: A person who has a current engineering registration granted by the Arizona State Board of Technical 
Registration in one or more branches of engineering recognized by the board. 
 
Profile Grade: The trace of a vertical plan intersecting the top surface of the proposed wearing surface, usually along the 
longitudinal centerline of the roadbed. Profile grade means either elevation or gradient of such trace according to the context. 
 
Project: A specific coordinated construction or similar undertaking identified by a single project number and bid and awarded 
as one contract. On occasion two or more projects may be bid and awarded as a single contract. 
 
Proposal: The offer of a bidder on the prescribed form, to perform the work and to furnish the labor and materials at the prices 
quoted. 
 
Proposal Form: The approved form on which the Contracting Agency requires bids to be prepared and submitted for the work. 
 
Proposal Guarantee: The security furnished with a bid to guarantee that the bidder will enter into the contract if his bid is 
accepted. 
 
Proposal Pamphlet: The book or pamphlet pertaining to a specific project, containing proposal forms, special provisions and 
other information necessary for and pertinent to the preparation of the proposal or bid. 
 
Referred Documents: On all work authorized by the Contracting Agency, any referenced documents in the specification, i.e., 
Bulletins, Standards, Rules, Methods of Analysis or test. Codes and Specifications of other Agencies, Engineering Societies or 
Industrial Associations, refer to the Latest Edition thereof, including Amendments, which are in effect and published at the time  
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of Advertising for Bids or the issuing of a permit for the work, unless otherwise stated. 
 
Right-of-way: A general term denoting land, property, or interest therein, usually in a strip acquired for or devoted to a street, 
highway, or other public improvement. 
 
Road: A general term denoting a public way for purposes of vehicular travel, including the entire area within the right-of-way. 
 
Roadside: A general term denoting the area adjoining the outer edge of the roadway. Extensive areas between the roadways of 
a divided highway may also be considered roadside. 
 
Roadside Development: Those items necessary to the complete roadway which provide for the preservation of landscape 
materials and features; the rehabilitation and protection against erosion of all areas disturbed by construction through seeding, 
sodding, mulching and the placing of other ground covers; such suitable planting and other improvements as may increase the 
effectiveness and enhance the appearance of the roadway. 
 
Roadway: The portion of the right-of-way intended primarily for vehicular traffic, and including all appurtenant structures and 
other features necessary for proper drainage and protection. Where curbs exist, it is that portion of roadway between the faces of 
the curbs. 
 
Sewers: Conduits and related appurtenances employed to collect and carry off water and waste matter to a suitable point of 
final discharge. 
 
Shop Drawings: Drawings or reproduction of drawings, detailing; fabrication and erection of structural elements, falsework 
and forming for structures, fabrication of reinforcing steel, installed equipment and installation of systems, or any other 
supplementary plans or similar data, which the Contractor is required to submit for approval. 
 
Shoulder: The portion of the roadway contiguous with the traveled way for accommodation of stopped vehicles, for 
emergency use, and for lateral support of base and surface courses. 
 
Sidewalk: That portion of the roadway primarily constructed for the use of pedestrians. 
 
Special Provisions: The special conditions, requirements, additions, and/or revisions to the Standard Specifications, applicable 
to the work, to cover conditions or requirements peculiar to the project under consideration. 
 
Specifications: The descriptions, directions, provisions, and requirement for performing the work as contained in the Contract 
Documents. 
 
Standard Details: Uniform detail drawings of structures or devices adopted as Standard Details by the Engineer. 
 
Standard Specifications: Uniform general specifications adopted as Standard Specifications by the Engineer. 
 
Springline: The vertical location having a maximum horizontal dimension or in box sections, the mid-height of the vertical 
wall. 
 
Storm Drain: Any conduit and appurtenance intended for the reception and transfer of storm water. 
 
Street: Streets, avenues, alleys, highways, crossings, lanes, intersections, courts, places, and grounds now open or dedicated or 
hereafter opened or dedicated to public use and public ways. 
 
Structures: Bridges, culverts, catch basins, drop inlets, retaining walls, cribbing, manholes, end walls, sewers, service pipes 
underdrains foundation drains, fences, swimming pools, and other features which may be encountered in the work and not 
otherwise classed herein. 
 
Subbase: The lower course of the base of a roadway, immediately above the subgrade. 
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Subcontractors: Those having direct contracts with the Contractor and those who furnish material worked into a special design 
according to the Plans and Specifications for the work, but not those who merely furnish material not so worked. 
 
Subgrade: The supporting structures on which the pavement and its special undercourses rest. 
 
Substructure: All of that part of the structure or building below the bearings of simple and continuous spans, skewbacks of 
arches and tops of footings of rigid frames, together with the backwalls, wingwalls and wing protection railings. 
 
Superintendent: The Contractor's authorized representative in responsible charge of the work. 
 
Superintendent of Streets: The person duly appointed by the Council of the Contracting Agency, as provided by the Arizona 
Revised Statutes. 
 
Superpave Mix: Asphalt mix in compliance with the Gyratory Mix design requirements of Section 710.3.2.2. 
 
Superstructure: The entire structure or building except the substructure.  
 
Supplemental Specifications: Additions and revisions to the Standard Specifications that are adopted subsequent to issuance 
of the printed book. 
 
Supplementary General Conditions: Requirements, or revisions, to the Standard General Conditions, applicable to the work, 
and to cover conditions or requirements peculiar to the project under consideration. 
 
Surety: The individual, firm or corporation, bound with and for the Contractor for the acceptable performance, execution, and 
completion of the work, and for the satisfaction of all obligations incurred. 
 
Surface Course: The finished or wearing course of an asphalt concrete pavement structure. 
 
Title or Headings: The titles or headings of the sections and subsections herein are intended for convenience of reference and 
shall not be considered as having any bearing on their interpretation. 
 
Township, City, Town or District: A subdivision of the County used to designate or identify the location of the proposed 
work. 
 
Traveled Way: The portion of the roadway for the movement of vehicles, exclusive of shoulders and auxiliary lanes. 
 
“Underground Facility”: means any item which shall be buried or placed below ground for use in connection with the storage 
or conveyance of water, sewage, electronic, telephone or telegraphic communications, electric energy, oil, gas or other 
substances, and shall include, but not be limited to pipes, sewers, conduits, cables, valves, lines, wires, manholes, attachments 
and those portions of poles and their attachments below ground. 
 
Utility: Pipe lines, conduits, ducts, transmission lines, overhead or underground wires, railroads, storm drains, sanitary sewers, 
irrigation facilities, street lighting, traffic signals, and fire alarm systems, and appurtenances of public utilities and those of 
private industry, businesses or individuals solely for their own use or use of their customers which are operated or maintained 
in, on, under, over or across public right-of-way or public or private easement. 
 
Waterworks (Water Supply System): The reservoirs, pipe lines, wells, pumping equipment, purification works, mains, 
service pipes, and all related appliances and appurtenances utilized in the procurement, transportation and delivery of an 
adequate, safe, and palatable water supply for the Contracting Agency. 
 
Work: Any or all of the improvements mentioned and authorized to be made, and the construction, demolition, reconstruction, 
and repair of all or any portion of such improvements, and all labor, services, incidental expenses, and material necessary or 
incidental thereto. 
 
Working Day: A calendar day, exclusive of Saturdays, Sundays, and Contracting Agency recognized legal holidays, on which 
weather and other conditions not under the control of the Contractor will permit construction operations to proceed for the 
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major part of the day with the normal working force engaged in performing the controlling item or items of work which would 
be in progress at that time. 
 
101.3 In order to avoid cumbersome and confusing repetition of expressions in these specifications, it is provided that whenever 
anything is, or is to be, done, if, as, or, when, or where contemplated required, determined, directed, specified, authorized, 
ordered, given, designated, indicated, considered necessary, deemed necessary, permitted, reserved, suspended, established, 
approval, approved, disapproved, acceptable, unacceptable, suitable, accepted, satisfactory, unsatisfactory, sufficient, 
insufficient, rejected, or condemned, it shall be understood as if the expression were followed by the words by the Engineer or 
to the Engineer. 

- End of Section -
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The Contractor shall expose all underground utilities and structures which might interfere with the construction of the project, 
in order to permit survey location prior to construction. 
 
The Contractor shall assume full responsibility for damages to any underground facility/utility as a result of failing to obtain 
information as to its location, failing to excavate in a careful and prudent manner or failing to take measures for protection of 
the facilities/utilities. The Contractor is liable to the owner of the underground facility/utility for the total cost of the repair. 
 
107.12 FURNISHING RIGHT-OF-WAY: 
 
The Contracting Agency will provide right-of-way and easements for all work in advance of construction. Any exceptions will 
be indicated in the special provisions. 
 
107.13 PERSONAL LIABILITY OF PUBLIC OFFICIALS: 
 
In carrying out any provisions of these specifications, or in exercising any power or authority granted to them by or within the 
scope of the contact, there shall be no liability upon the Contracting Agency, Engineer, or their authorized representatives, 
either personally or as officials of the Contracting Agency, it being understood that in all such matters they act solely as agents 
and representatives of the Contracting Agency. 
 
107.14 NO WAIVER OF LEGAL RIGHTS: 
 
Upon completion of the work, the Contacting Agency will expeditiously make final inspection and notify the Contractor of 
acceptance. Such final acceptance, however, shall not preclude or stop the Contracting Agency from correcting any 
measurement, estimate, or certificate made before or after completion of the work, nor shall the Contracting Agency be 
precluded or stopped from recovering from the Contractor or his surety, or both, such overpayment as it may sustain, or by 
failure on the part of the Contractor to fulfill his obligations under the contract. A waiver on the part of the Contracting Agency 
of any breach of any part of the contract shall not be held to be a waiver of any other or subsequent breach. 
 
The Contractor, without prejudice to the terms of the contract and in addition to any specific remedy provided the Contracting 
Agency in the contract documents, shall be liable to the Contracting Agency for latent defects, fraud or such gross mistakes as 
may amount to fraud, or as regards the Contracting Agency's rights under any warranty or guaranty or remedy required by law.  
 
 

- End of Section - 
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(A) Shall conform to the material and the graduation requirements for Select Material, Type A or B in Table 702-1 unless 
otherwise approved by the Engineer. 
 
(B) Shall not be placed until the concrete has reached its full design strength. 
 
(C) Shall be placed in layers not more than 8 inches in depth before compaction, when compacted by pneumatic or mechanical 
tamping devices. 

(D) Shall be uniformly compacted to at least 95 percent of maximum density. 
 
EXCEPTION:  Catch basins constructed in accordance with standard details and having the outlet invert depth equal to or less 
than six feet may place structure backfill when the concrete has attained a minimum compressive strength of 2500 psi in 
compression as specified in Section 725 and in no case less than 72 hours after casting. 
 
206.4.3 Structure Backfill for Structures Other than Earth Retaining: Structure Backfill placed against concrete structures 
not designed to retain earth loads:  
 
(A) Shall not be placed until the concrete has attained a minimum compressive strength of 2500 psi in compression as specified 
in Section 725 and in no case less than 72 hours after casting. 
 
(B) Shall be uniformly compacted to at least 95 percent of maximum density. 
 
206.4.4 Structure Backfill for Structures within Paved Areas: Where a structure is located within an existing street, 
proposed street, or paved area shall be compacted to the minimum density specified in Table 601-2, for Type I or shall be filled 
with ½ sack or 1 sack controlled low strength material as specified in Sections 604 and 728.  
 
206.4.5 Structure Backfill for Precast Minor Structures: Minor structures, as defined in Section 505.1.1, when furnished as 
precast structures, shall be placed on a compacted layer of Structure Backfill at least 6 inches in depth that conforms to the 
material requirements of Section 206.4.2.  The layer shall be shaped to fit the bottom surface of the precast unit and compacted 
to not less than 100 percent maximum density.  The Structure Backfill shall be at or near optimum moisture content, as 
approved by the Engineer.  After the unit has been initially set in place and checked for line and grade, it shall be removed, and 
any defects in its bearing area or line and grade shall be corrected by trimming and by placing and compacting similarly 
moistened Structure Backfill and the unit reset in place.  If in the opinion of the Engineer the bearing area or line or grade of a 
set precast unit is defective, the Contractor shall remove the unit, correct the bearing area and reset the unit at no additional cost 
to the Agency.  Precast units shall be installed on compacted, shape-conformed Structure Backfill in reasonable conformity 
with the lines and grades shown on the project plans.   
 
206.4.6 Relative Compaction: Unless otherwise provided in the plans and/or special provisions the maximum density shall be 
determined using procedures defined in Section 301. 
 
206.5 PAYMENT:  
 
Unless otherwise provided in the special provisions or proposal, no payment will be made for structure excavation and backfill 
as such; the cost thereof shall be included in the contract price for the construction or installation of the items to which such 
excavation and backfill are incidental or appurtenant.  
 
When the Special Provisions identify Structure Excavation and/or Structure Backfill as pay items, the following methods of 
measurement and payment shall be used: 
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FILL CONSTRUCTION 
 
211.1 DESCRIPTION: 
 
Fill construction shall consist of constructing embankments except as may otherwise be specified, including the preparation of 
the areas upon which they are to be placed; the construction of dikes; the placing and compacting of approved material within 
areas where unsuitable material has been removed; and the placing and compacting of material in holes, pits, and other 
depressions. 
 
211.2 PLACING: 
 
Rocks, broken concrete, or other solid material, which are larger than 4 inches in greatest dimension, shall not be placed in fill 
areas where piles are to be placed or driven. 
 
When fill is to be made and compacted on hillsides or where new fill is to be compacted against existing fill or where 
embankment is built ½ width at a time, the slopes of original hillsides and old or new fills shall be benched a minimum of 4 feet 
horizontally as the fill is placed. A new bench shall be started where ever the vertical cut of the next lower bench intersects the 
existing ground. Material thus cut out shall be recompacted along with the new embankment material by the Contractor at no 
additional cost to the Contracting Agency, unless the width of the bench required exceeds 4 feet, in which case the excavated 
material in excess of 4 feet will be measured and paid for as excavation. 
 
Clods or hard lumps of earth of 6 inches in greatest dimension shall be broken up before compacting the material in 
embankment, except as provided in the following paragraph: 
 
When the fill material includes large rocky material, or hard lumps, such as hardpan or cemented gravel which cannot be broken 
readily, such material shall be well distributed throughout the fill. Sufficient earth or other fine material shall be placed around 
the larger material as it is deposited so as to fill the interstices and produce a dense, compact fill. However, such material shall 
not be placed within 2 feet of the finished grade of the fill. 
 
211.3 COMPACTING: 
 
Fill shall be constructed in compacted layers of uniform thickness and each layer shall be compacted in accordance with the 
requirements herein specified with the following exception. 
 
Where fills are to be constructed across low, swampy ground which will not support the weight of hauling equipment, the lower 
part of the embankment may be constructed by dumping successive loads of suitable materials in a uniformly distributed layer 
of thickness not greater than that necessary to support the equipment while placing subsequent layers, after which the remainder 
of the embankment shall be constructed in layers and compacted as specified. 
 
Unless specified herein, or in the special provisions, the construction of dikes, the placing and compacting of approved material 
within the right-of-way where unsuitable material has been removed, and the filling of holes, pits and other depressions within 
the right-of-way, shall conform to all of the requirements herein specified for compacting fills. Trenches, holes, depressions and 
pits outside of areas where fills are to be constructed shall be graded to provide a presentable and well-drained area. 
 
Areas over which fills are to be placed shall be cleared and scarified to a depth of 6 inches to provide a bond between the 
existing ground and the material to be deposited thereon. Unless otherwise specified, the original ground area upon which fills 
are to be constructed shall be compacted to a uniform density of not less than 95 percent. 
 
The loose thickness of each layer of fill material before compacting shall not exceed 8 inches, except as provided in the 
following paragraph for rocky material. Each layer shall be compacted in accordance with the following requirements to a 
uniform density of not less than 90 percent, except that where a new or widened roadway and appurtenances are required, 
density of the upper 2 feet and when the fill is within 2 feet of the above shall be not less than 95 percent. 
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SECTION 310 
 

PLACEMENT AND CONSTRUCTION OF AGGREGATE BASE COURSE 
 
310.1 DESCRIPTION: 
 
Aggregate base course shall comply with Section 702 unless the use of a different type of material is specifically authorized in 
the special provisions. 
 
310.2 PLACEMENT AND CONSTRUCTION: 
 
The compacted lift thickness shall not exceed 6 inches, unless approved by the Engineer. Based on the type of material, type of 
equipment and compaction methods used, the Contractor may propose a greater lift thickness to the Engineer for approval.  
 
After distributing, the aggregate base course material shall first be uniformly watered and then graded to a uniform layer that 
will net, after compacting, the required thickness. The grading operation shall be continued to such extent as may be necessary 
to minimize segregation. The quantity of water applied shall be that amount which will assure proper compaction resulting in 
the density required by Section 310.3.  
 
After placement, the aggregate base course surface shall be true, even and uniform conforming to the grade and cross-section 
specified. In no case shall the aggregate base course vary by more than ½ inch above or below required grade. 
 
310.3 COMPACTION 
 
The contractor is responsible for providing appropriate equipment and techniques to achieve the compaction results required by 
this specification. The aggregate base course shall be compacted in lift thicknesses as allowed by Section 310.2. 
 
The laboratory maximum dry density and optimum moisture content for the aggregate base course material shall be determined 
in accordance with AASHTO T-99. (Note: when testing base materials – use method “C” or “D” as required based upon the 
gradation of the material.) Field ‘one-point’ maximum dry density and optimum moisture procedures shall only be allowed 
upon approval of the Engineer. 
 
The in-place density shall be determined in the field by nuclear density testing in accordance with AASHTO T-310 or sand 
cone density testing in accordance with AASHTO T-191. In the event nuclear density testing is selected, and density results are 
in question, a sand cone correlation will be performed by the accepting agency at the contractor’s request, not to exceed one 
sand cone for each ten nuclear density tests. 
 
A rock correction, to compensate for rock content larger than the #4 or ¾ inch sieves (as required by the laboratory maximum 
dry density and optimum moisture procedure selected), shall be performed in accordance with AASHTO T-224. Care should be 
taken to account for the specific gravity of the oversize particles particularly if recycled materials are utilized for aggregate base 
course. The specific gravity shall be determined in accordance with ARIZ-227C, as applicable. 
 
For roadway construction, a minimum of one field density test shall be performed per lift per 660 feet per lane.  For other 
aggregate base course applications, a minimum of one field density test shall be performed for each 800 square yards.  
 
Unless otherwise noted in the project plans or project specifications, the moisture content of the aggregate base course at the 
time of compaction shall be the optimum moisture content +/- 3%.  
 
The following percent compaction is required: 
 
(A) Below asphalt concrete pavement 100% 
 
(B) Below Portland cement concrete pavement, driveways, curb & gutter, sidewalks,  95% 
and roadway shoulders  
 
(C) All other areas not subject to vehicular traffic 85% 
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SECTION 321 
 

PLACEMENT AND CONSTRUCTION OF ASPHALT CONCRETE PAVEMENT 
 

321.1 DESCRIPTION: 
 
This section is to provide specifications for furnishing all materials, mixing at a plant, hauling and placing a mixture of 
aggregate materials, mineral admixture and asphalt binder to form a pavement course for placement upon a previously prepared 
base or sub base.  
 
321.2 MATERIALS AND MANUFACTURE: 
 
The materials shall conform to Section 710 for the type specified.  Warm Mix Asphalt (WMA) technologies may be used 
within the mixture provided all requirements of the specifications are met, and the technology is on the ADOT Approved 
Product list.  The specific required mix type shall be called out in the contract documents or as directed by the Engineer. 
 
321.3 WEATHER AND MOISTURE CONDITIONS: 
 
Asphalt concrete shall be placed only when the surface is dry, and when the atmospheric temperature in the shade is 40 degrees 
F. (50 degrees F for Asphalt Concrete lift less than 2 inch thick) or above. No asphalt concrete shall be placed when the weather 
is foggy or rainy, or when the base or sub base on which the material is to be placed is unstable. Asphalt concrete shall be placed 
only when the Engineer determines that weather conditions are suitable. 
 
321.4 APPLICATION OF TACK COAT: 
 
A tack coat shall be applied to all existing and to each new course of asphalt concrete prior to the placing of a succeeding lift of 
asphalt concrete. The tack coat may be deleted when a succeeding layer of asphalt concrete is being applied over a freshly laid 
course that has been subjected to very little traffic when approved by the Engineer. 
 
The application of the tack coat shall comply with Section 329. The grade of emulsified asphalt shall be SS-1 h or CSS-1-h as 
specified in Section 713. 
 
The same material that is specified above for the tack coat shall be applied to the vertical surfaces of existing pavements, curbs, 
and gutters, against which asphalt concrete is to be placed. 
 
The surface to be covered may require repair or patching as directed by the Engineer.  This shall be addressed in the project 
specifications prior to the bidding of the project. 
 
321.5 MIX DESIGN: 
 
The mix design shall be submitted to the Engineer at least five working days prior to the start of asphalt concrete production. 
Mix designs provided by the agency may be utilized on projects at the Engineer’s discretion. The Engineer will review and 
approve the mix design to assure it contains all of the required information as outlined in Section 710.3.1.  If WMA 
technologies are used within the mix design, the type of WMA technology used shall be indicated on the mix design. The target 
values for gradations, binder contents, and air voids will be established as the accepted Job Mix Formula (JMF) based upon the 
mix design. Mix designs not containing all of the information will be returned within five working days of receipt of all mix 
design information, for action and resubmission by the contractor.  
 
Once the mix design has been approved by the agency and the mixing plant selected, the Contractor and/or his supplier shall not 
change plants nor utilize additional mixing plants without prior approval of the Engineer.  
 
If the contractor elects to change its source of material, the contractor shall furnish the Engineer with a new mix design, which 
meets the requirements of Section 710, as amended by the Project Specifications. 
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The contractor may make self-directed target changes to the approved mix design within the limits shown below.  Requests for 
self-directed target changes shall be made in writing and acknowledged by the Engineer prior to the start of production of a lot 
and will remain in effect until such time as any additional changes are implemented. The self-directed target changes must meet 
the contract requirements for mix design criteria and gradation limits. 
 
 

TABLE 321-1 
ALLOWABLE SELF-DIRECTED TARGET CHANGES 

MEASURED 
CHARACTERISTICS 

ALLOWABLE SELF-DIRECTED 
TARGET CHANGES 

Gradation (Sieve Size)  
3/8 inch + 4% from mix design target value 

No 8 + 4% from mix design target value 
No 40 + 2% from mix design target value 

No 200 +0.5% from mix design target value 
Binder Content + 0.2% from mix design target value 

Effective Air Voids None 
 
The contractor may propose target changes, other than self-directed changes, to the approved mix design for the approval of the 
Engineer.  The Engineer will determine if the proposed target change will result in mix production that meets the contract 
requirements for mix design criteria and gradation limits.  The target changes will not be retroactive for the purpose of 
acceptance. 
 
321.6 MIX PRODUCTION: 
 
All materials shall be proportioned by weight in a hot mix asphalt plant in the proportions required by the mix design to provide 
a homogeneous and workable mass. Each hot mix asphalt plant shall be inspected in accordance with the provisions contained 
in the ‘Hot Mix Asphalt Production Facilities’ by the Arizona Rock Products Association and shall have a current inspection 
certificate. All measuring devices shall be calibrated at least annually by a technician licensed by the Arizona Bureau of 
Weights & Measures. Mixing plants shall conform to the requirements of AASHTO M-156, except as modified herein.  If 
WMA technology is being used, any equipment associated with the production of hot mix asphalt shall be calibrated and in 
proper working order according to the WMA equipment specifications. If there are any deviations in the production or 
compacting temperatures of the hot mix asphalt with WMA technology, the mix design shall state the differences. 
 
In drum mix plants the mineral admixture shall be added and thoroughly mixed with the mineral aggregate by means of a 
mechanical mixing device prior to the mineral aggregate and mineral admixture entering the dryer. The moisture content of the 
combined mineral aggregate shall be a minimum of three percent by weight of the aggregate during the mixing process. 
 
For drum-mix plants, the mineral admixture shall be weighed across a weight belt, or other approved alternative weighing 
system, with a weight totalizer prior to entry into the mechanical mixing device. The mechanical mixing device shall be a 
pugmill type mixer that is in good working condition. The rate of the aggregate feed shall not exceed the mixing device’s 
capacity in ton per hour. The mixer shall be constructed to minimize the loss of mineral admixture and shall be located in the 
aggregate delivery system at a location where the mixed material can be readily inspected. The mixing device shall be capable 
of effective mixing in the full range of the asphalt concrete production rates. 
 
The hot plant and equipment shall be constructed and operated to prevent loss of mineral admixture through the dust collection 
system of the plant. 
 
A positive signal system shall be provided and utilized during production whereby the mixing shall automatically be stopped if 
the mineral admixture is not introduced into the mineral aggregate. The plant will not be permitted to operate unless the signal 
system is in good working condition.  
 
The introduction of bituminous material shall be controlled by an automated system fully integrated with the controls or the 
mineral aggregate and mineral admixture. The production of the plant shall be controlled by the rate required to obtain a 
uniform mixture of all components.  Drying and heating shall be accomplished in such a manner as to preclude the mineral 
admixture from becoming coated with un-spent fuel.  The completed asphalt concrete may be held in storage for up to 12 hours 
in insulated or heated silos, providing the minimum temperature noted herein for placement and compaction is met behind the 
placement device. If the Engineer determines that there is an excessive amount of heat, heat loss, drain down, segregation 
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and/or oxidation of the mixture due to temporary storage, use of surge bins or storage bins will be discontinued. 
 
The temperature of the asphalt concrete, with unmodified binders, upon discharge from the mixer shall not exceed 335 degrees 
F. The discharge temperature may be increased on the recommendation of the binder supplier, when approved by the Engineer. 
If the asphalt concrete is discharged from the mixer into a hopper, the hopper shall be constructed so that segregation of the 
asphalt concrete will be minimized. 
 
321.7 TRANSPORTATION: 
 
Petroleum distillates or other substances that will have a detrimental effect on the asphalt concrete shall not be used as a release 
agent.  
 
The beds of all transportation units shall be clean and smooth to allow the free flow of material into the paving machine’s 
hopper.  
 
Tarpaulins shall be furnished on all trucks and used when weather condition warrant, or if directed by the Engineer. 
 
321.8 PLACEMENT:  
 
Placement of asphalt concrete pavement shall not commence until authorized by the Engineer.  The Engineer’s authorization 
to allow commencement of asphalt concrete paving will generally require all newly constructed valley gutters, curbing, and 
curb and gutters which new pavement is to be placed against to be in-place and in an acceptable condition.  While it is 
preferred to have all newly constructed concrete items against which new pavement is to be placed be in an acceptable 
condition, the Engineer may allow paving to commence based on weather, the amount of defective concrete, or other 
considerations. 
 
321.8.1 Placing: All courses of asphalt concrete shall be placed and finished by means of a self-propelled paving machine 
equipped with an automatically actuated control system, except under certain conditions or at locations where the Engineer 
deems the use of a self-propelled paving machine impracticable. 
 
The control system shall control the elevation of the screed at each end by controlling the elevation of one end directly and the 
other end indirectly either through controlling the transverse slope or alternatively when directed, by controlling the elevation 
of each end independently. 
 
The control system shall be capable of working with one of the following devices:  
 (a) Ski or non-contact device of not less than 30 feet in length, supported throughout its entire length 

(b) Taut stringline or wire set to grade 
(c) Short ski or sonar sensing units from curb control 
(d) Joint matching shoe 

 
Failure of the control system to function properly shall be cause for the suspension of asphalt concrete production.  In order to 
achieve a continuous operation, the speed of the paving machine shall be coordinated with the hot mix plant and transport units. 
 
If the asphalt concrete is dumped from the hauling vehicles directly into the paving machine, care shall be taken to avoid jarring 
the machine or moving it out of alignment. No vertical load shall be exerted on the paving machine by the truck.  
 
If asphalt concrete is dumped upon the surface being paved and subsequently loaded in the paving machine, the loading 
equipment shall be self-supporting and shall not exert any vertical load on the paving machine. Substantially all of the asphalt 
concrete shall be picked up and loaded into the paving machine.  
 
Self-propelled paving machines shall spread the mixture without segregation or tearing, true to line, grade and crown indicated 
on the Project plans. Pavers shall be equipped with hoppers and augers that will distribute the mixture uniformly in front of an 
adjustable floating screed. The raising of the hopper wings must be minimized and the paving machine will not be operated 
when in an empty condition.  
 
Screeds shall include any strike-off device operated by tamping or vibrating action which is effective, without tearing, shoving 
or gouging the mixture and which produces a course with a uniform texture and density for the full width being paved. Screeds 
shall be adjustable as to height and crown and shall be equipped with a controlled heating device for use when required.  In the 
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case of the screed, auger extensions and vibrators shall be installed wherever the screed is extended more than one (1) foot 
beyond the end of the base auger or auger extension.  However, when placing material against an extremely uneven curb or 
edge over a short distance, the Engineer may waive the auger extensions and vibrators. 
 
At any place not accessible to the roller, the mixture shall be thoroughly compacted with tampers to provide a uniform and 
smooth layer over the entire area compacted in this manner. 
 
321.8.2 Joints: Transverse joints, before a surface course is placed in contact with a cold transverse construction joint, the cold 
existing asphalt concrete shall be trimmed to a vertical face for its full depth exposing a fresh face.  The fresh face shall be tack 
coated prior to placement of the new asphalt concrete. After placement and finishing the new asphalt concrete, both sides of the 
joint shall be dense and the joint shall be smooth and tight. The surface in the area of the joint shall not deviate more than 1/4 
inch from a 12-foot straightedge, when tested with the straightedge placed across the joint, parallel to the centerline.  
 
Longitudinal joints of each asphalt course shall be staggered a minimum of 6 inches with relation to the longitudinal joint of the 
immediate underlying course’s cold longitudinal construction joint.  
 
Longitudinal joints with existing or cold (more than 32 hours old) asphalt concrete shall require the existing pavement to be 
trimmed to a vertical face for its full depth exposing a fresh face. The fresh face shall be tacked prior to placement of the 
adjacent course.  Longitudinal joints with an existing asphalt pavement that is less than 32 hours old that has had its edge 
protected from damage may have adjacent new asphalt concrete placed after apply the required tack coat. After placement and 
finishing of longitudinal joints, both sides of the joint shall be dense and the joint shall be smooth and tight. The surface in the 
area of the joint shall not deviate more than ¼ inch from a 12-foot straightedge, when tested with the straightedge placed across 
the joint, in any direction. 
 
321.8.3 Asphalt Leveling Course:  A leveling course shall be used when specified, or as directed in writing by the Engineer, 
to bring existing pavement to a uniform grade prior to placing an overlay or other course. If a leveling course is being applied on 
an Asphalt surface, a tack coat shall be applied. The compaction requirements contained in Section 321.10 do not apply to 
leveling courses. 
 
321.8.4 Compaction; Asphalt Base Course and Surface Course:  It is the contractor’s responsibility to perform Quality 
Control monitoring and/or testing during compaction operations to achieve the required compaction. The temperature of the 
asphalt concrete immediately behind the laydown machine shall meet the minimum requirements of Table 321-2  unless 
WMA technology is being used.  If WMA technology is being used then the minimum requirements will be stated within the 
mix design recommended by the WMA manufacturer. A probe type electronic thermometer with a current calibration sticker 
attached will be used to measure the temperature of the asphalt concrete mixture. When measuring the temperature of the mat, 
the probe shall be inserted at mid-depth and as horizontal as possible to the mat. The minimum temperatures in Table 321-2 do 
not guarantee that the asphalt mix will be compacted to the required density.  The contractor is responsible to achieve the 
required compaction. 
 

TABLE 321-2 
MINIMUM ASPHALT CONCRETE PLACEMENT TEMPERATURE 

Base (1) Temp (°F) Mat Thickness (inches) 
1/2 3/4 1 1 1/2 2 3 and greater 

40 – 50 --- --- 310 300 285 275 
50 – 60 --- 310 300 295 280 270 
60 – 70 310 300 290 285 275 265 
70 – 80 300 290 285 280 270 265 
80 – 90 290 280 270 270 265 260 

+90 280 275 265 265 260 255 
 
 (1) Base on which mix is to be placed 
 
Asphalt compaction equipment shall be of sufficient size and weight to accomplish the required compaction. All compaction 
equipment shall be operated and maintained in accordance with the manufacturer’s recommendations and the project 
requirements. During the rolling operation, the speed of the roller shall not exceed 3 miles per hour, unless otherwise approved 
by the Engineer. 
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Pneumatic tired compactors shall be equipped with skirt-type devices mounted around the tires so that the temperature of the 
tires will be maintained during the compaction process. 
 
The Engineer will determine the acceptability of the pavement compaction in accordance with Section 321.10. 
 
321.8.5 Smoothness:  The completed surfacing shall be thoroughly compacted, smooth and true to grade and cross-section 
and free from ruts, humps, depressions or irregularities. An acceptable surface shall not vary more than one-fourth (¼) inch 
from the lower edge of a 12-foot straightedge when the straightedge is placed parallel to the centerline of the roadway.  
 
321.8.6 Asphalt Concrete Overlay: Asphalt concrete overlay consists of the placing and compacting plant mix asphalt 
concrete over existing pavement. The mix design and thickness of the overlay shall be as shown on the plans or as specified in 
the special provisions.  
 
Except when the existing asphalt surface is to be preheated and remixed, pavement surfaces shall be prepared as follows: 
 

(a) Areas designated for pavement repair by the contract documents (which may include severely raveled areas, severely 
cracked areas, over-asphalted areas, and other defects) shall be cut out and replaced.  Pavement repairs shall be completed 
and approved before placing asphalt concrete overlay. 
 
(b) Before placing asphalt concrete overlay, milling shall be done as shown on the plans or specified in the special 
provisions and shall be in accordance with Section 317.  
 
(c) After pavement repairs and milling have been completed the entire surface shall be cleaned with a power broom.  
 
(d) After surfaces have been prepared to the satisfaction of the Engineer, they shall receive a tack coat per Section 321.4. 
Traffic will not be permitted to travel over surfaces which have received a tack coat, except when tack coat is applied to 
milled surfaces in compliance with Section 317.2 for dust control purposes. When the overlay is to extend onto a concrete 
gutter, the gutter shall be thoroughly cleaned of loose dust and cement particles and shall be tack coated.  

 
Asphalt concrete overlay shall be placed as specified in Section 321.8.1 and compacted as specified in Section 321.8.4. The 
surface smoothness shall meet the tolerances specified in Section 321.8.5.  
 
Frames and covers of manholes, survey monuments, valve boxes, clean-outs and other existing structures shall be adjusted in 
accordance with Section 345 to set flush with the finished surface of the new pavement. During adjustment if pavement or base 
materials are removed or disturbed, they shall be replaced with approved materials installed in a manner acceptable to the 
Engineer.  
 
On roads without curb and gutter, the existing unpaved shoulder elevation shall be adjusted by the Contractor to match the 
elevation at the edge of the new overlay and slope away from the new pavement surface at a rate that the existing quantity of 
shoulder material will allow. Shoulder material shall be compacted to a minimum of 95% of maximum density, determined in 
accordance with Section 301.3.  Shoulder adjustment to match the new pavement surface elevation shall not be measured. The 
cost of shoulder adjustment shall be included in the price paid for the asphalt concrete overlay or other related pay items.  
When the Engineer determines an insufficient amount of material is available for shoulder adjustment, the Engineer may 
require the Contractor to provide additional material.  Acceptable material for shoulders includes the existing shoulder 
material, millings, untreated base materials, or a granular material approved by the Engineer.  Engineer requested imported 
material for shoulder adjustment is not included in the price paid for the asphalt concrete overlay. 
 
321.8.7 Pavement Fabric Interlayer:  Pavement fabric interlayer shall be used only when specified on the plans or in the 
specifications. 
 
Pavement fabric interlayer shall be in accordance with Table 796-1 and be the class designated on the plans or in the 
specifications.  
 
Asphalt binder coat used to bond the fabric to the pavement shall be paving asphalt PG 70-10 asphalt cement conforming to the 
requirements of Section 711. The application and distributing equipment for the asphalt binder shall conform to the 
requirements of Section 330. The asphalt binder coat shall be uniformly spray applied to the prepared pavement surface at the 
rate of 0.20 gallons per square yard for Class B fabric or at the rate of 0.25 gallons per square yard for Class A fabric. Some 
underlying surfaces may require a higher or lower application rate. A test strip may be necessary to determine the proper  
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application rate. The width of liquid asphalt cement application shall be the fabric width, plus six inches.  
 
Neither the asphalt binder coat or fabric interlayer shall be placed when weather conditions, in the opinion of the Engineer, are 
not suitable. The asphalt binder and fabric interlayer shall only be placed when the pavement is dry, the ambient air temperature 
is 50 degrees F and rising, and pavement temperature is 40 degrees F and rising.  
 
Equipment for placing the fabric shall be mechanized and capable of handling full rolls of fabric. The equipment shall be able to 
lay the fabric smoothly to maximize pavement contact and remove air bubbles. Stiff bristle brooms shall be used to smooth the 
fabric. The equipment used to place the fabric shall be in good working order and is subject to approval by the Engineer.  
 
Pavement fabric interlayer shall not be placed if the in-place binder is hotter than 325 degrees F or has cooled to 180 degrees F 
or below (as determined by non-contact thermometer).  
 
 
Pavement fabric interlayer shall be placed onto the asphaltic binder with the heat bonded side up with a minimum amount of 
wrinkling or folding. Remaining wrinkles or folds 1-inch and larger shall be removed or slit and shingle-lapped in the direction 
of paving. Burning or torching of wrinkles is not allowed. Fabric shall overlap three to six inches to insure full closure of the 
joint. Transverse joints shall be shingle-lapped in the direction of paving to prevent edge pickup by the paver. A second 
application of hand-placed asphalt binder may be required at laps and repairs as determined by the Engineer to ensure proper 
binding of the narrow double fabric layer. 
 
All areas where fabric has been placed shall be paved with asphaltic concrete during the same workshift. Placement of the 
asphaltic concrete shall closely follow fabric lay down. The temperature of the asphaltic concrete immediately behind the 
laydown machine shall not exceed 325 degrees F, unless modified by the WMA technology being used.  If WMA technology 
is being used then the minimum requirements will be stated within the mix design recommended by the WMA manufacturer. In 
the event that the asphalt binder coat bleeds through the fabric causing construction problems before the overlay is placed, the 
affected areas shall be sanded with a sand blotter in compliance with Section 333. Excess sand shall be removed before 
beginning the paving operation. In the event of rainfall prior to the placement of the asphaltic concrete, the fabric shall be 
allowed to dry before the asphalt concrete is placed.  
 
Turning of the paving machine or of other vehicles on the fabric shall be gradual and kept to a minimum to avoid damage to the 
fabric. Should equipment tires stick to the fabric during pavement operations, small quantities of paving asphalt concrete shall 
be broadcast on the fabric to prevent pick-up. Decrease of binder rate in order to minimize pick-up on tires is not allowed.  
 
321.8.8 Thickened Edge:  When the depth of the thickened edge extends four inches or more below the bottom of the asphalt 
pavement, the portion of the thickened edge extending below the asphalt pavement shall be placed and compacted prior to 
placement of the asphalt pavement.  Placement of tack coat on the surface of the compacted thickened edge asphalt may be 
omitted when additional asphalt pavement is placed on the same day and the Engineer agrees that the surface of the thickened 
edge asphalt has remained clean. 
 
When the depth of the thickened edge extends less than four inches below the bottom of the asphalt pavement, the portion 
below the asphalt pavement may be placed and compacted with the asphalt pavement in a single operation. 
 
321.8.9 Safety Edge: The finished safety edge slope shall be planar forming a 30° ± 5° angle with the adjacent roadway surface 
and extend a minimum of five inches (5”) below the roadway pavement’s finished surface.   
 
The safety edge shall be constructed with the top or final paving lift of a new pavement or overlay using a device that is 
mounted to or is a part of the screed portion of the laydown machine.  The safety edge device shall be capable of constraining 
the asphalt concrete material to increase density of the extruded profile by reducing the volume.  A conventional single 
strike-off plate is not acceptable.  Compaction obtained from the extruded safety edge shall be acceptable when the extruded 
shape conforms to the specified shape.  
 
During laydown operations if the extruded safety edge does not conform to the specified shape, the Contractor shall take 
immediate actions to correct the deficiency and to repair all non-compliant sections of safety edge. The Contractor shall stop 
paving operations until corrections to the laydown operation have been made and resumption of paving is approved by the 
Engineer or his designated representative. 
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321.8.10 Protection for Asphalt Base Course: Arterial roadway traffic shall not be allowed on a new asphalt base course that 
is less than five inches (5”) in thickness without the written consent of the Engineer. 
 
321.9 QUALITY CONTROL: 
 
It is the contractor’s responsibility to perform Quality Control monitoring and/or testing during asphalt concrete production to 
achieve the required compaction and to perform Quality Control monitoring and/or testing during asphalt concrete production 
to achieve the required mix properties.  The Engineer may obtain samples of any portion of any material at any point of the 
operations for his own use.  Also, the Engineer may order the use of any drying, proportioning and mixing equipment or the 
handling of any material discontinued which, in his/her opinion, fails to produce a satisfactory mixture. 
 
The asphalt concrete produced shall conform to the requirements of the production tolerances established in section 321.10.  
When the asphalt concrete does not conform to the production tolerances, it shall be reported to the Engineer, and corrective 
quality control measures shall be implemented, or production shall cease immediately at no additional cost to the contracting 
Agency. 
 
Requests for Referee Testing as described in 321.11 will only be considered based on quality control test results performed by 
a laboratory accredited by the AASHTO Accreditation Program (AAP) for the tests being performed or a laboratory listed I the 
current ADOT Directory of Approved Materials Testing Laboratories for the set of tests in question.  The laboratory shall use 
properly certified technicians to accordance with ASTM D3666, Section 7 (Personnel Qualifications). 
 
321.10 ACCEPTANCE: 
 
321.10.1 Acceptance Criteria:  Asphalt concrete will be divided into lots for the purpose of acceptance. A lot shall be one 
day’s production.  Each lot shall be divided into sublots of 500 ton or fraction thereof. Tests used to determine acceptance will 
be performed by a laboratory accredited by the AASHTO Accreditation Program (AAP); for the tests being performed. The 
contracting agency shall provide an appropriately accredited laboratory or laboratories to perform the acceptance testing.  
Laboratories shall use properly certified technicians in accordance with ASTM D3666, Section 7 (Personnel Qualifications). 
The acceptance laboratory will take representative samples of the asphalt concrete from each sublot to allow for testing of 
gradation, binder content, air voids, pavement thickness and compaction of base and surface courses. Acceptance of each sublot 
will be based on the test data from the sample(s) from that sublot. All acceptance samples shall be taken using random locations 
or times designated by the Engineer in accordance with ASTM D3665.  
 
321.10.2 Gradation, Binder Content and Air Voids:  The acceptance laboratory will take a sample of the asphalt concrete in 
accordance with the requirements of Section 2 or 4 of Arizona Test Methods 104 or AASHTO T-168 from each sublot. The 
minimum weight of the sample shall be 45 pounds. Asphalt binder content and gradation shall be determined in accordance 
with AASHTO T-308 using the ignition furnace for each sublot. The acceptance laboratory is responsible for obtaining the 
necessary materials and performing an ignition furnace calibration as outlined in AASHTO T-308 for each asphalt concrete 
mixture utilized on the project. The correction factor used for each test shall be clearly indicated on the report. The bulk density 
for Marshall Mix designs shall be tested in accordance with AASHTO T-245. The bulk density for Gyratory mix designs shall 
be determined in accordance with AASHTO T-312. The maximum theoretical density shall be determined in accordance with 
the requirements of AASHTO T-209 including fan drying per AASHTO T209 Section 15. Effective voids of the laboratory 
compacted specimens will be determined at a minimum of once per lot in accordance with the requirements of AASHTO 
T-269. Should the testing for effective air voids not meet the “Full Payment” or “No Corrective Action” requirements of Table 
321-5, additional testing for laboratory air voids on the remaining sublots will be performed as necessary to determine the 
extent of the deficiency.  Acceptance testing results will be furnished to the contractor and the supplier within five working 
days of receipt of samples by the acceptance laboratory.   
 
During production, the allowable deviations from the mix design gradation targets are listed in the tables below. The allowable 
production tolerances may fall outside of the mix design gradation bands.
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TABLE 321-3A 
GRADATION ACCEPTANCE LIMITS FOR MARSHALL MIXES 

Sieve Size 3/8 inch Mix 1/2 inch Mix 3/4 inch Mix Base Mix 
1 inch --- --- --- ±7% 

3/4 inch --- --- ±7% ±6% 
1/2 inch --- ±7% --- --- 
3/8 inch ±7% ±6% ±6% ±6% 

No. 8 ±6% ±6% ±6% ±6% 
No. 40 ±4% ±4% ±4% ±4% 

No. 200 ±2% ±2% ±2% ±2% 
 

TABLE 321-3B 
GRADATION ACCEPTANCE LIMITS FOR GYRATORY MIXES 

Sieve Size 3/8 inch Mix 1/2 inch Mix 3/4 inch Mix 
3/4 inch --- --- ±7% 
1/2 inch --- ±7% ±6% 
3/8 inch ±7% ±6% --- 

No. 8 ±6% ±6% ±6% 
No. 40 ±4% ±4% ±4% 

No. 200 ±2% ±2% ±2% 
 
If the results from a single acceptance sample fall outside of the acceptance limits in Table 321-3A or 321-3B as applicable, a 
second sample shall be taken and if the second acceptance sample is also outside of the acceptance limits the Contractor shall 
cease production of asphalt concrete. Production shall not begin again until calibration test results verify that adjustments made 
to materials or proportions yield a gradation that falls within acceptance limits in Table 321-3A or 321-3B as applicable.  
 
If the asphalt binder content is within ± 0.40% of the mix design target value, the asphalt concrete will be paid for at the contract 
unit price. If the asphalt binder content deviates by more than ± 0.40% from the mix design target value, the deficient area will 
be evaluated within the sublot by coring at maximum intervals of 100 feet from the deficient sample.  The asphalt content of 
the original deficient sample will be averaged with the asphalt binder content of the cores taken for re-evaluation to determine 
compliance with the acceptance requirements.  If the resulting average of the asphalt binder content deviates by more than ± 
0.40% from the mix design target value, then Table 321-4 shall apply to the sublot.  Additional cores may be required to define 
the limits of the deficient area, and shall not be used for re-evaluating acceptance. 
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TABLE 321-4 

ASPHALT BINDER CONTENT ACCEPTANCE AND PENALTIES 

 
 

Deviation from that permitted 

When the contracting agency is the 
owner: 

Payment Reduction 
($ per ton of asphalt concrete) 

 
When the contracting agency is not 

the owner (i.e. permits): 
 

Corrective Action 
 

Over 0.2% above that permitted 
 

Removal* or EA 
 

Removal* or EA 
Over 0.1% to 0.2% above that 

permitted 
 

$6.00 
 

EA  
Over 0.0% to0.1% above that 

permitted 
 

$2.00 
 

EA 
Within permitted range Full Payment No Corrective Action  

Over 0.0% to0.1% below that 
permitted 

 
$2.00 

 
EA 

Over 0.1% to 0.2% below that 
permitted $6.00 EA 

Over 0.2% below that permitted 
 

Removal* or EA 
 

Removal* or EA 
 
NOTES: *The Contractor shall remove and replace the entire sublot that is deficient. 
 EA = Engineering Analysis per Section 321.10.6 

 
If the laboratory air voids fall within a range of 2.8% to 6.2%, the asphalt concrete will be paid for at the contract unit price. If 
the laboratory air voids are outside of this range, the deficient area will be evaluated within the sublot by coring at maximum 
intervals of 100 feet from the deficient sample.  The laboratory air voids of the original deficient sample will be averaged with 
the laboratory air voids obtained from each of the cores taken for re-evaluation to determine compliance with the acceptance 
requirements.  If the resulting average of the laboratory air voids is outside the indicated range, then Table 321-5 shall apply to 
the sublot.  Additional cores may be required to define the limits of the deficient area, and shall not be used for re-evaluating 
acceptance. 
 

TABLE 321-5 
LABORATORY VOIDS ACCEPTANCE AND PENALTIES 

 
Laboratory Air Voids (Measured 
at Ndes or 75 blows as applicable) 

When the contracting agency is the 
owner: 

Payment Reduction 
($ per ton of asphalt concrete) 

When the contracting agency is not the 
owner (i.e. permits): 
 

Corrective Action 
 

Less than 1.5% 
 

Removal* or EA 
 

Removal* or EA 
 

1.5-2.0% 
 

$5.00 
 

EA 
 

2.1-2.7% 
 

$2.00 
 

EA 
 

2.8-6.2% 
 

Full Payment 
 

No Corrective Action 
 

6.3-6.9% 
 

$2.00 
 

EA 
 

7.0-8.0% 
 

$5.00 
 

EA 

Greater than 8.0% Removal* or EA  Removal* or EA 
 

NOTES: *The Contractor shall remove and replace the entire sublot that is deficient 
 EA = Engineering Analysis per Section 321.10.6 
 Removal for In-place Air Voids Greater than 11.0% is not eligible for Section 321.10.6. 
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If an agency or Engineer is purchasing asphalt concrete directly from a commercial material supplier, the agency or Engineer 
will use Section 321.10, and specifically Tables 321-3A or 321-3B as applicable, 321-4 and 321-5 from Section 321.10, when 
determining the acceptance of the asphalt concrete with the material supplier.  
 
321.10.3 Surface Testing:  If directed by the Engineer surface drainage test shall be performed. The completed surfacing shall 
be thoroughly compacted, smooth and true to grade and cross-section and free from ruts, humps, depressions or irregularities. 
An acceptable surface shall not vary more than 1/4 inch from the lower edge of a 12-foot straightedge when the straightedge is 
placed parallel to the centerline of the roadway.  The straightedge shall be furnished by the contractor and shall be acceptable 
to the Engineer. 
 
All streets shall be water tested for drainage in the presence of the Engineer or designated representative before final 
acceptance.  Any areas not draining properly shall be corrected to the Engineer’s satisfaction at the Contractor’s expense. 
Water for this testing shall be provided and paid for by the Contractor.  
 
When deviations in excess of the above tolerance are found, humps or depressions shall be corrected to meet the specified 
tolerance, or shall be cut out along neat straight lines and replaced with fresh hot mixture and thoroughly compacted to conform 
with and bond to the surrounding area.  Materials and work necessary to correct such deviations shall be at no additional cost to 
the Contracting Agency. 
 
321.10.4 Asphalt Pavement Thickness:  Asphalt Pavement thickness will be determined from cores secured from each lift of 
each sublot. Such cores will be taken and measured by the Asphalt Concrete Coring Method. This method can be found in 
Section 321.14. Each core location will be patched by the party responsible for the testing.  
 
Acceptance or assessment of penalties for asphalt pavement thickness will be based on the combined total thickness of all 
asphalt concrete layers omitting all layers of asphalt-rubber asphalt concrete. If the final total pavement thickness exclusive of 
all ARAC layers is deficient from the target thickness by 0.25 inches or less, it will be paid for at the contract unit price.  
 
If the pavement thickness deficiency is greater than 0.25 inches and the contracting agency is not the owner (i.e. permits) the 
following steps will apply: 
 

(1) If the thickness deficiency of the pavement exceeds 0.25 inch, the limits of the deficient area will be evaluated by 
coring at maximum intervals of 100 feet from the deficient core. The thicknesses of the original deficient core will be 
averaged with the thicknesses of the cores taken from 100 feet on each side of it to determine compliance with the 
acceptance requirements.  If the resulting average thickness deficiency is greater than 0.25 inch, additional cores may 
be required to define the limits of the deficient area, and shall not be used for re-evaluating acceptance. 

 
(2) If the pavement thickness from step one above deviates from the target thickness by more than 0.25 inch but not more 

than 0.50 inch, corrective action will be required. This corrective action will consist of application of a Type II slurry 
seal coat in accordance to Section 715. The Contractor may present an engineering analysis outlining other proposed 
remedial measures for the consideration of the Engineer. The Engineer will review the engineering analysis and decide 
within 30 working days whether to accept the proposed remedial measures.    

 
(3) If the pavement thickness from step one above deviates from the target thickness by more than 0.50 inch, corrective 

action will be required. The deficient area shall be overlaid with no less than a 1 inch thick lift, for the full width of the 
pavement to meet or exceed the designed thickness, with appropriate end and edge milling, with a mixture approved 
by the Engineer. The Contractor may present an engineering analysis outlining other proposed remedial measures for 
the Engineer’s consideration. The Engineer will review the engineering analysis and decide within 10 working days 
whether to accept the proposed remedial measures. If the Engineer chooses to reject the engineering analysis, the 
indicated overlay will be constructed by the Contractor at no additional cost to the Owner. 

 
If the contracting Agency is the owner and the pavement thickness deficiency is greater than 0.25 inches but less than 0.50 
inches Table 321-6 will apply.  If the pavement thickness deficiency is greater than 0.5 inches the deficient area shall be 
overlaid with no less than a 1-inch thick lift for the full width of the pavement to meet or exceed the designed thickness using an 
asphalt mixture approved by the Engineer.  The Contractor shall provide appropriate end and edge milling.  The overlay and 
milling shall be accomplished by the Contractor at no additional cost to the Contracting Agency. 
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TABLE 321-6 

ASPHALT PAVEMENT THICKNESS PAYMENT REDUCTION 
For Thickness Deficiency of More Than 0.25 inches and less than 0.50 inches 

Total Specified Asphalt Pavement Thickness 
exclusive of ARAC (if any) 

 

Reduction in Payment 
Applied to asphalt concrete 

Except ARAC layers (if any) 
Less than 1.5 inches 50% 

1.50 inches to 1.99 inches 33% 

2.00 inches to 2.49 inches 25% 

2.50 inches to 2.99 inches 20% 

3.00 inches and over 17% 
 
321.10.5 Density:   
 
321.10.5.1 Pavement 1-1/2 Inches or Less in Nominal Thickness: 
 
Compaction shall consist of a “Rolling Method Procedure” using an established sequence of coverage with specified types of 
compactors.  A pass shall be defined as one movement of a compactor in either direction.  Coverage shall be the number of 
passes as are necessary to cover the entire width being paved. 
 
The rolling sequence, the type of compactor to be used, and the number of coverages required shall be as shown in Table 321-7. 
 

TABLE 321-7 
ROLLING SEQUENCE FOR LIFT THICKNESS 1½” OR LESS 

Rolling Type of Compactor No. of Coverages 
Sequence Option No. 1 Option No. 2 Option No. 1 Option No. 2 

Initial Static Steel Vibrating Steel 1 1 
Intermediate Pneumatic Tired Vibrating Steel 4 2- 4* 
Finish Static Steel Static Steel 1-3 1-3 

* Based on the roller pattern which exhibits the best performance. 
 
The Contractor shall select the option for compaction and, when pneumatic-tired compactors are used will designate the tire 
pressure. Steel wheel compactors shall not be used in the vibratory mode for courses of one inch or less in thickness nor when 
the temperature of the asphaltic concrete falls below 180 degree F. Initial and intermediate compaction shall be accomplished 
before the temperature of the asphaltic concrete falls below 200 degree F. 
 
Compaction will be deemed to be acceptable on the condition that the asphaltic concrete is compacted using the type of 
compactors specified, ballasted and operated as specified, and with the number of coverages of the compactors as specified. 
 
321.10.5.2 Pavement Greater than 1-1/2 Inches in Nominal Thickness: 
 
Achieving the required compaction is the responsibility of the contractor. The number and types of rollers is the contractor’s 
responsibility and shall be sufficient to meet these requirements. 
 
In-place air voids shall be determined in accordance with AASHTO T-269 utilizing cores taken from the finished pavement. 
The maximum theoretical density used in the determination of in-place air voids will be the average value from the acceptance 
samples determined for the Lot as outlined in 321.10.1.  
 
The Engineer will designate one random test location for each sublot and the acceptance laboratory will obtain one core from 
that location. Regardless of sublot quantities or boundaries, a minimum of one core will be obtained per residential street and a 
minimum of one core per travel lane for collector and arterial streets. The outside one foot of each pass of the pavement course 
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or any unconfined edge will be excluded from testing. The Engineer may exclude areas from the compaction lot that are not 
accessible by normal compaction equipment.  
 
The Contractor will provide the traffic control to facilitate any coring operations necessary for compaction acceptance. 
 
Cores will be taken per the Asphalt Concrete Coring Method. This method can be found in Section 321.14. Acceptance testing 
results will be furnished to the contractor within five working days of receipt of samples by the acceptance laboratory.  
 
If the pavement density has in-place voids of 8.0% or less, the asphalt concrete will be paid for at the contract unit price. If the 
pavement density has in-place voids greater than 8.0%, the deficient area will be evaluated within the sublot by coring at 
maximum intervals of 100 feet from the deficient core(s). If both cores in a sublot are deficient, 3 to 4 additional cores may be 
necessary to re-evaluate acceptance.  The in-place voids of all the original core(s), whether deficient or acceptable, will be 
averaged with the in-place voids of the cores taken for re-evaluation to determine compliance with the acceptance 
requirements.  If the average of the in-place voids is greater than 8.0% then Table 321-8 shall apply to the sublot.  Additional 
cores may be required to define the limits of the deficient area, and shall not be used for re-evaluating acceptance. 
 

TABLE 321-8 

PAVEMENT DENSITY PENALTIES 
Limits of In-place Air Voids for 

design lift thicknesses 1.5 inches and 
greater 

 

When the contracting agency is the owner: 
 

Payment Reduction 
($ per ton of asphalt concrete) 

When the contracting agency is 
not the owner (i.e. permits ): 

 
Corrective Action 

Below 3.0% Removal* or EA Removal* or EA 

3.0% to below 4.0% $10.00 EA and Type II Surry Seal 

4.0% to 8.0% Full Payment No Corrective Action 

Greater than 8.0% to less than 9.0% $6.00 EA 

 
9.0% to 10.0% $10.00 EA and Type II Surry Seal 

Greater than 10.0% Removal* or EA Removal* or EA 

 
NOTES: *The Contractor shall remove and replace the entire sublot that is deficient. 
  EA = Engineering Analysis per Section 321.10.6 
  Removal for In-place Air Voids greater than 11.0% is not eligible for Section 321.10.6. 
 
321.10.6 Engineering Analysis (EA):  Within 10 working days after receiving notice that a lot or sublot of asphalt concrete is 
deficient and is found to fall within the “Removal or EA” band per Table(s) 321-4, 321-5, and/or 321-8 the contractor may 
submit a written proposal (Engineering Analysis) to accept the material in place at the applicable penalties along with possible 
remediation(s) listed in the “Removal or EA” category. Engineering Analysis can also be proposed for non-removal categories 
of “Corrective actions” when the contracting agency is not the owner (i.e. permits). 
 
The Engineering Analysis shall contain an analysis of the anticipated performance of the asphalt concrete if left in place. The 
Engineering Analysis shall also detail the effect of any proposed corrective action to the material(s) in place as it relates to the 
in-place material’s performance. The Engineering Analysis shall be performed by a professional engineer experienced in 
asphalt concrete testing and mix designs.  
 
If a lot or sublot is accepted for referee testing and the referee test results still show a deficiency, the contractor shall have ten 
working days to submit an engineering analysis beginning upon notification of referee test results.  
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When an Engineering Analysis recommends that a specific lot or sublot should not be removed, the Engineering Analysis will 
recommend that the following penalties (Table 321-9) be paid when the contracting agency is the owner, for the specific criteria 
being reviewed by the EA. 
 

TABLE 321-9 

ENGINEERING ANALYSIS PENALTIES for REMOVAL* LOTS/SUBLOTS LEFT IN-PLACE 

Acceptance Criteria Acceptance Limits Penalty When Contracting Agency 
is the Owner ($/Ton) 

Asphalt Binder Content Over 0.2% points from that Permitted $9.00 

Laboratory Air Voids (Measured at 
Ndes or 75 blows as applicable) Less than 1.5% or Greater Than 8.0% $7.50 

Limits of In-place Air Voids Less than 3% or 
Greater than 10.0% $15.00 

 
Within 15 working days, the Engineer will determine whether or not to accept the contractor’s proposed Engineering Analysis. 
 
321.11 REFEREE:  
 
If the Contractor has reason to question the validity of any of the acceptance test results, the Contractor may request that the 
Engineer consider referee test for final acceptance. Any request for referee testing must describe the contractor’s reasons for 
questioning the validity of the original acceptance test results and must clearly describe which set of acceptance tests are in 
question. The engineer may either accept or reject the request for referee testing.  When referee testing is accepted the 
Contractor (at the Contractors own expense) will engage an independent laboratory accredited by the AAP or a laboratory listed 
in the current ADOT Directory of Approved Materials Testing Laboratories as appropriate the acceptance tests that are being 
questioned.  The independent referee laboratory shall use properly certified technicians in accordance with ASTM D3666, 
Section 7 (Personnel Qualifications). For the set of test results in question the referee laboratory shall perform a new set of 
acceptance tests (as required by Section 321.10 representing the area for the set of tests in question). The referee tests will 
replace the original acceptance tests that were in question.  
 
These tests may include asphalt binder content, aggregate gradation, Marshall or Gyratory unit weight, maximum theoretical 
unit weight, laboratory air voids and in-place air voids (compaction).  Samples for referee testing shall come from 
representative samples obtained from the completed pavement, as directed by the Engineer.    
 
The number of samples taken will be the same as specified in Section 321.10.  The independent laboratory shall compile the 
test results and transmit them to both the Engineer and the contractor.  The independent laboratory shall include a report sealed 
and signed by an Engineer registered in the State of Arizona, who is experienced in asphalt concrete testing and mix design 
development.  The signed report shall give an opinion that the material evaluated does or does not comply with project 
specifications, shall clearly describe any deficiencies, and the results will be binding between all parties. 
 
321.12 MEASUREMENT: 
 
Asphalt concrete pavement will be measured by the ton, or by the square yard, for the mixture actually used as allowed above, 
which shall include the required quantities of mineral aggregates, asphalt binder, and mineral admixture. Measurement shall 
include any tonnage used to construct intersections, roadways, streets, or other miscellaneous surfaces indicated on the plans or 
as directed by the Engineer. 
 
321.13 PAYMENT: 
 
The asphalt concrete measured as provided above will be paid for at the contract price per ton or square yard, as adjusted per 
Section 321.10, which price shall be full compensation for the item complete, as herein described and specified.   
 
Payment for tack coat will be by the ton diluted, based on the rate of application, as directed by the Engineer. 
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No payment will be made for any overrun in quantity of asphalt concrete in excess of 10 percent based on actual field 
measurement of area covered, design thickness, and the mix design unit weight. The calculations and payment for overrun will 
be by individual pay item. To compensate or adjust for a thickness deficiency in an underlying asphalt concrete course, the 
Engineer may authorize a quantity increase in excess of 10 percent for a subsequent asphalt concrete course. In such cases, the 
quantity in excess of 10 percent will be paid for at the lowest unit price. 
 
Agency required repairs of existing pavement prior to roadway overlay operations will be paid for as a separate pay item.  
 
Except as otherwise specified, no separate payment will be made for work necessary to construct miscellaneous items or 
surfaces of asphalt concrete. 
 
321.14 ASPHALT CORE METHOD: Core Drilling of Hot Mix Asphalt (HMA) for Specimens of 4” or 6” diameter 
 
321.14.1 Scope:  This method is to establish a consistent method of the use of a diamond bit core to recover specimens of 4 or 
6 inch diameter for laboratory analysis and testing.  The method will require the use of: water, ice (bagged or other suitable 
type), dry ice, and a water-soap solution to be utilized when coring asphalt rubber concrete.  Individuals doing the specimen 
recovery should be observing all safety regulations from the equipment manufacturer as well as the required job site safety 
requirements for actions, and required personal protective equipment. 
 
321.14.2 Core Drilling Device:  The core drilling device will be powered by an electrical motor, or by an acceptable gasoline 
engine. Either device used shall be capable of applying enough effective rotational velocity to secure a drilled specimen. The 
specimen shall be cored perpendicularly to the surface of pavement, and that the sides of the core are cut in a manner to 
minimize sample distortion or damage.  The machinery utilized for the procedure shall be on a mounted base, have a geared 
column and carriage that will permit the application of variable pressure to the core head and carriage throughout the entire 
drilling operation. The carriage and column apparatus shall be securely attached to the base of the apparatus; and the base will 
be secured with a mechanical fastener or held in place by the body weight of the operator.  The core drilling apparatus shall be 
equipped with a water spindle to allow water to be introduced inside of the drill stem while operating.  The cutting edge of the 
core drill bit shall be of hardened steel or other suitable material with embedded diamond chips in the cutting surface. The core 
barrel shall be of sufficient diameter to secure a specimen that is a minimum of four or six inches or whichever is prescribed for 
necessary testing. The core barrel shall not be missing more than one of the teeth used for cutting; if so it shall be discarded and 
another barrel shall be used. The core barrel shall also be a minimum of two inches longer than the anticipated depth of 
pavement in accordance with project paving plans. 
 
321.14.3 Accessory Equipment:  A sufficient supply of ice and dry ice shall be provided to sufficiently cool the pavement 
prior to securing the samples from the designated areas in the pavement. The ice should also be used to adjust the temperature of 
the water used to cool the core bit.  A water supply (usually a plastic 35 – 55 gal drum) with sufficient hose to introduce the 
water into and through the spindle of the coring device by gravity feed. The drum should be white or light in color to minimize 
excessive thermal heating of the water (for coring of asphalt rubber cores see Note 1).  At no time shall the water utilized in the 
coring operation exceed 65o F during the coring operation. Ice shall be utilized to ensure the temperature control of the water 
being introduced during the cutting operation.  An ice chest or other suitably insulated container that can maintain a 
temperature of less than 70o F shall be used to secure the specimens during transport. The container will be equipped with flat 
shelving that will support the drilled cores throughout the entire specimen dimension during transport back to the testing 
facility. 
 
Miscellaneous hand tools to remove the drilled specimen from the drill hole or the core barrel taking great care in not disturbing 
the specimen more than necessary (refer to fig. 1 in ASTM D5361).  
 
321.14.4 Process:  The pavement surface at the time of coring shall not exceed a temperature of 90o F; the pavement shall be 
conditioned with ice or dry ice to ensure that this requirement is met.  Immediately after it has been ensured that the pavement 
has dropped to the required temperature, core drilling shall begin. The operator will then apply an even and continuous pressure 
(Note 2) to penetrate through the full depth of the pavement. The operator will concurrently ensure that enough water is moving 
over the core surface as to adequately remove any and all cuttings that could damage the drilled core.  After the pavement 
thickness has been penetrated the core shall be carefully removed from either the drill hole or the core barrel and be 
immediately transferred to an ice chest or other suitable container.  Each individual core shall be placed on a shelf in the cooler 
with the exposed side of the specimen facing down, or the “top side” down. If the specimen is a two lift core, the only 
acceptable means of separating lifts is with a power or other acceptable wet saw type of equipment (conforming to ASTM 
D5361); however, at no time shall cores be split using a mallet and screwdriver or metal straight edge when being tested for 
bulk density. Perpendicularity of the specimen shall be checked in the field after the specimen has been extracted from the 
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surface. The core operator shall hold the core up to eye level and place the core top side down in a “speed square” or small 
carpenters square. The specimen placed in the square shall not depart from perpendicular to the axis more than 0.5o 
(approximately equivalent to 1/16 of an inch in 6 inches). If the specimen is outside of this distance from square it shall be 
discarded in the field and another sample cored that falls within tolerance.  The cores upon arriving at the laboratory for testing 
shall be carefully cleaned and measured for thickness in accordance with ASTM D3549. A speed square shall be utilized to 
measure perpendicularity as compared to a 90o degree angle and shall not depart from perpendicular to the axis more than 0.5o 
(approximately equivalent to 1/16 of an inch in 6 inches). All remaining testing shall be done within the parameters of the 
current project and / or agency required specification. 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

__________________ 
 

*Note 1 – It should be noted that when the material to be cored is a rubberized asphalt mixture a wetting agent such as liquid dish soap shall be added to the 
water barrel to hinder the material from sticking or allowing the binder to spread during coring. 
*Note 2 – This refers to pressure exerted on the core barrel and machine during the coring process.  Too much pressure can cause damage to the core barrel and 
the motor; and too little pressure can cause a glazing of the diamonds, reducing cutting efficiency and premature wear of the barrel. 
 

- End of Section –
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PORTLAND CEMENT CONCRETE PAVEMENT (PCCP) 
 
324.1 DESCRIPTION: 
 
This item shall consist of construction of a pavement composed of plain jointed portland cement concrete on a prepared 
subgrade. The Contractor shall furnish all labor, materials and equipment necessary for the construction of the pavement in 
accordance with these specifications and in reasonably close conformity to the lines, grades, thicknesses and details indicated 
by the plans or as established by the Engineer. All tests shall be performed by a laboratory approved by the Engineer. 
 
324.2 MATERIALS: 
 
324.2.1 Portland Cement Concrete:  Portland cement concrete shall conform to the applicable requirements of Section 725 
and the additional requirements of this section. 
 
Concrete shall comply with Table 725-1 for Class AA, 4000 psi unless otherwise specified by the Engineer.  
 
The maximum concrete slump shall be as determined by the approved mix design in accordance with Section 725.9(A)(1). 
 
324.2.2 Reinforcement:  Tie bars shall be deformed billet steel reinforcing bars conforming to the requirements of ASTM 
A-615, Grade 40. 
 
Dowel or load transfer bars shall conform to the requirements of ASTM A-615, Grade 40. An approved support system shall be 
used to hold bars in position. 
 
324.2.3 Curing Materials:  Materials for curing concrete shall conform to the requirements of Section 726. 
 
324.2.4 Joint Materials:  Joint sealant shall be poured type, conforming to the requirements of Section 729.2 or as approved 
by the Engineer. Preformed expansion joint filler shall conform to the requirements Section 729.1 or as approved by the 
Engineer.   
 
324.3 CONSTRUCTION METHODS: 
 
324.3.1 General:  Pavement shall be constructed with mechanical equipment utilizing stationary side forms or by the use of 
slipform paving equipment without stationary side forms. Manual methods of placing and finishing concrete with stationary 
side forms may be permitted by the Engineer for areas inaccessible for mechanical equipment. 
 
All curb and gutter shall have the same class of concrete as the adjacent PCCP. Gutter sections shall have the same thickness as 
the PCCP section. All curbs or combined curb and gutter joints shall align with roadway joints. 
 
324.3.2 Equipment:  Design, capacity, and mechanical condition of equipment and tools necessary for handling materials and 
performing all parts of the work shall be approved by the Engineer. Equipment shall be at the jobsite sufficiently ahead of the 
start of concrete paving operations to permit thorough examination and approval by the Engineer prior to start of concrete 
paving. 
 
Equipment used to place concrete may consist of one or more machines, shall be capable of uniformly distributing and 
consolidating the concrete as it is placed without segregation and shall be capable of producing concrete pavement which will 
conform to the required cross-section with a minimum of hand work. The number and capacity of machines furnished shall be 
adequate to perform the work required at a rate equal to the concrete delivery rate. 
 
Vibrators shall be used to consolidate concrete; the rate of vibration shall be not less than 3,500 cycles per minute for surface 
vibrators and not less than 8,000 cycles per minute for internal vibrators. Power to vibrators mounted on mechanical equipment 
shall be so connected that vibration ceases when forward or backward motion of the machine is stopped. Contractor shall 
furnish a tachometer or other suitable device for measuring and indicating the frequency of vibration. 
 
Slipform pavers shall be equipped with high frequency internal vibrators mounted with axes either parallel or normal to 
pavement alignment for the full paving width. Vibrators mounted with axes parallel with pavement alignment shall be spaced at 
intervals not to exceed 24 inches, measured center-to-center. Vibrators mounted with axes normal to pavement alignment shall 
be spaced so that lateral clearance between individual vibrating units does not exceed 6 inches.  
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Slipform paving equipment which will be wholly or partially supported on subgrade shall be equipped with traveling side forms 
of sufficient dimensions, shape and strength to support the concrete at free edges laterally for a sufficient length of time during 
placement to produce pavement of the required cross-section, and shall be equipped and operate with automatic sensing and 
control devices such that the machine automatically senses deviations from the established guideline and performs the 
necessary corrective maneuvers to overcome variations from correct grade and alignment. 
 
When concrete will be placed adjacent to existing pavement or curb and gutter, that part of the equipment supported on the 
existing pavement or curb and gutter shall be equipped with protective pads on crawler tracks or rubber-tired wheels with 
bearing surfaces offset a sufficient distance from the edge of the pavement or curb and gutter to avoid edge damage, or the 
surface of the existing pavement or curb and gutter shall be otherwise protected against such damage in a manner approved by 
the Engineer. 
 
324.3.3 Subgrade and Base Preparation:  Subgrade and base shall conform to the applicable compaction requirements of 
Section 601 and elevation tolerances specified for the material involved, shall be kept smooth and compacted, and shall be free 
of all loose and extraneous material when concrete is placed. 
 
The surface of the subgrade shall be uniformly moist when concrete is placed. The surface of the subgrade shall be moistened 
immediately prior to placement of concrete, if necessary to produce a uniformly moist condition. Any excess water standing in 
pools or flowing on the surface shall be removed prior to placing concrete. 
 
324.3.4 Stationary Side Forms and Setting of Forms:  Side form sections shall be straight, free from warps, bends, 
indentations or other defects. Side forms shall be of metal, have a base width of at least four inches and a minimum depth equal 
to the thickness of the pavement. No section shall show a variation from a true plane greater than 1/8 inch in ten feet on the top 
of the form or more than 1/4 inch in ten feet on the inside face. Flexible or curved forms of proper radius shall be used for curves 
of 100 feet radius or less. Suitable materials other than metal may be used to form end closures or at other locations where use 
of metal forms is not practical. Forms shall be thoroughly cleaned and oiled each time they are used. 
 
Forms shall be of such cross section and strength and so secured and supported on the subgrade as to resist the pressure of the 
concrete when placed and the impact and vibration of any equipment they are to support without springing or settlement. The 
method of connection between sections shall be such that the joints shall not move in any direction. 
 
Subgrade under forms shall be compacted and cut to grade so that the form when set will be uniformly supported for its entire 
length at the specified elevation. Forms shall be so supported and secured during the entire operation of placing and finishing 
that they will not deviate vertically at any point more than 1/8 inch from the proper elevation. Forms shall be set to the required 
lines and grades well in advance and for a distance sufficient to prevent delay in placing concrete, and shall be approved by the 
Engineer prior to placing concrete. When any form has been disturbed or any grade has become unstable, the form shall be reset 
and rechecked. 
 
Side forms shall remain in place until the day after placing concrete, and in all cases until the edge of the pavement no longer 
requires the protection of the forms. Forms shall be carefully removed in such a manner as to avoid damage to the pavement. 
Use of pry bars between the pavement and the forms will not be permitted. 
 
324.3.5 Placing, Spreading and Compacting:  Construction equipment shall not operate on the subgrade in the paving lane 
when conditions of the job will permit operation from outside the lane. When job conditions make it necessary to operate 
equipment on the subgrade in the paving lane, suitable runways or other precautions shall be taken to prevent rutting or 
displacement of subgrade material. The grade shall be checked and corrected immediately ahead of concrete placement and all 
disturbed grade shall be properly recompacted. Except when otherwise approved by the Engineer, concrete shall be deposited 
on the subgrade and spread full width using mechanical methods that result in minimal handling and segregation. Necessary 
hand spreading shall be done with shovels, not rakes. Placement shall be continuous between transverse joints without the use 
of intermediate bulkheads. 
 
The Contractor shall make adequate advance arrangements for preventing delay in delivery and placing of concrete. An interval 
of more than 15 minutes between placing of any two consecutive batches shall constitute cause for stopping operations, and 
Contractor shall remove all concrete placed beyond the last scheduled joint or install a joint of the type and at the location as 
directed by the Engineer. 
 
Concrete shall be deposited as near to expansion and construction joints as possible without disturbing them but shall not be 
dumped onto a joint assembly. Concrete shall be thoroughly consolidated against and along the faces of all forms, adjacent 
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pavement or curb and gutter, and on both sides of all joint assemblies. Vibrators shall not be permitted to come in contact with 
joint assemblies, the grade, or side forms, and shall not be operated longer than 15 seconds in any one location. 
 
Manual methods of placing, spreading, and compacting may be used in the construction of pavement lanes of irregular width or 
widths less than 10 feet, and sections of intersections or other locations with complex variable surface configurations when 
permitted by the Engineer. Workmen shall not be allowed to walk in the freshly placed concrete. 
 
324.3.6 Shaping and Initial Finishing:  Concrete shall be struck off, consolidated, and float-finished with a slipform paver, 
mechanical finishing machine, vibrating screed, or by hand finishing methods when approved by the Engineer so that the 
complete pavement will conform to the thickness and cross section requirements of the plans and specifications. When the 
pavement being constructed is contiguous to existing parallel concrete pavement or curb and gutter, the elevation of the new 
pavement surface shall conform as closely as possible to the elevation of the existing pavement or gutter surface in a manner 
which will prevent ponding. The difference in elevation shall not exceed 1/4 inch. 
 
Water shall not be applied to the pavement surface during screeding and finishing operations in excess of the amount lost by 
evaporation. Adding water to the surface of the concrete to assist in finishing operations shall not be permitted. When 
applications of water to the surface are required to prevent rapid evaporation of water from the surface during finishing 
operations, it shall be applied as a fog spray and with approved spray equipment. 
 
(A) Slipform Supported on Subgrade Method:  When concrete pavement will be placed with slipform paving equipment 

which will be supported and operate on the subgrade, the subgrade and slipform paver track area shall be brought to proper 
grade and cross section by means of a properly designed and operated machine. The equipment shall spread, consolidate, 
screed and float-finish the concrete in one complete pass of the machine. The machine shall be operated with as nearly a 
continuous forward movement as possible and all paving operations shall be so coordinated as to provide uniform progress 
with stopping and starting of the paver held to a minimum. Sliding side forms shall be rigidly held together to prevent 
spreading. Any edge slump of the pavement, exclusive of edge rounding, in excess of 1/4 inch shall be corrected. 

 
No abrupt changes in longitudinal alignment of the pavement will be permitted. The horizontal deviation shall not exceed 
one inch from the alignment established by the Engineer. 

 
While concrete is being spread, compacted and shaped, vibrating units shall be operated within fresh concrete so that the 
longitudinal axis, at the center of each unit, is not more than 6 inches above the top of the subgrade. Amplitude of vibration 
shall be sufficient to be perceptible on the surface of concrete along the entire length of vibrating units and for a distance of 
at least one foot.  

 
(B) Mechanical Equipment Supported on Fixed Form Method:  When concrete is spread without the use of internal 

vibration, the finishing machine shall be equipped with vibrating equipment that will internally vibrate the concrete for the 
full paving width and with not less than two oscillating or reciprocating screeds. Concrete shall be struck off and 
consolidated so that the surface will conform to the finished grade and cross section shown on the project plans and with 
sufficient material on the surface for floating operations. 

 
After the concrete has been struck off and consolidated, it shall be floated with a longitudinal float of a type approved by 
the Engineer. 

 
A slipform paver or a single machine which will effectively spread, consolidate, screed, and float in one operation may be 
used in lieu of separate finishing and floating equipment. 

 
(C) Manual Methods with Fixed Forms:  Concrete shall be deposited, spread and struck off to such an elevation that, when 

properly consolidated, the surface will conform to the required lines and grades. Concrete shall be consolidated by internal 
vibration as it is struck off with a screed. A slight excess of concrete shall be kept in front of the screed at all times during 
the strike-off operation. 

 
After consolidation and screeding, concrete shall be tamped to the proper surface elevation and cross section using either a 
heavy plank with a length in excess of the width of pavement being placed by one foot or more, or with a mechanical 
vibrating unit spanning the full width between forms. The tamping plank, if used, shall be stiffened as necessary to prevent 
sag and shall have the lower tamping edge shod with metal. The tamping plank shall be moved forward with a combined 
vertical tamping and longitudinal screeding motion so that the concrete will be thoroughly consolidated and the surface 
screeded to the required elevation. A small surplus of concrete shall be kept in front of the tamper or vibrating unit. 
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Tamping or vibrating shall continue until the specified cross section is obtained and the mortar flushed slightly to the 
surface. On grades in excess of 5 percent a second strike board shall follow from 25 to 50 feet behind the tamper or 
vibrating unit and shall be used in the same manner to remove waves caused by the flow of concrete behind the first strike 
board. 

 
Methods other than the tamping plank may be utilized for screeding when approved by the Engineer. 

 
Pavement shall be finished smooth and true to grade with suitable manually operated floats or powered finishing 
equipment. 

 
324.3.7 Final Finishing:  After the pavement has been float-finished, it shall be scraped with a 10-foot long straightedge 
equipped with a handle to permit operations from the edge of the pavement, and excess water and laitance shall be removed 
from the surface. The straightedge shall be operated parallel to the centerline of the pavement and shall be moved forward 
one-half length after each pass. Irregularities shall be corrected by adding or removing concrete, and disturbed places shall be 
again straight-edged. 
 
Long-handled floats shall be used only in areas not accessible to finishing equipment and in emergencies, and use of such floats 
shall be confined to a minimum. 
 
The addition of water to the surface of the concrete to assist in finishing operations shall not be permitted unless approved by 
the Engineer. When the evaporation rate on the concrete surface exceeds the rate of bleeding of the concrete, measures shall be 
taken to prevent the rapid evaporation of water from the surface during finishing operations. When allowed by the Engineer, the 
addition of water to the surface may be permitted when applied as a fog spray with approved spray equipment immediately after 
screeding and/or between finishing operations.  A commercial evaporation reducer that forms a monomolecular film may also 
be sprayed onto the concrete surface in accordance with the Manufacturer’s recommendations. When either of these methods is 
approved and used it does not take the place of proper curing methods per Section 324.3.8. 
 
Pavement edges and joints shall be edged in accordance with details shown on the project plans or as directed by the Engineer. 
 
In advance of curing operations, pavement shall be textured. Texturing shall be performed with an artificial turf drag with a 
board added to assure the weight needed to obtain an approved surface. Artificial turf shall be a molded composite structure 
with polyethylene face, nylon and polyester backing, a pile height of 0.85 inches, and total weight of 75 oz./sq. yd. The surface 
obtained during initial surface texturing shall be subject to approval by the Engineer. The texturing approved on the initial 
construction shall not be changed without the Engineer’s approval. Each time the construction is stopped or causes the texturing 
to stop, the artificial turf must be shaken clean before continuing. 
 
324.3.8 Curing:  Curing shall begin immediately following surface texturing and edging. Before concrete placement begins, 
Contractor shall have at hand and ready to install the materials and equipment needed for adequate curing. 
 
After finishing operations have been completed, the newly placed concrete shall be cured by moist curing methods, by 
application of a white pigmented liquid membrane compound conforming to the requirements of Section 726, or by a 
combination of these methods. All surfaces not covered by reasonably waterproof forms shall be kept damp by applying water 
with a nozzle that so atomizes the flow of water that a fog mist and not a spray is formed until the surface is covered with liquid 
membrane compound, the surface has hardened sufficiently to permit sprinkling of the surface, or moist curing by covering 
with wet burlap or other approved materials can be initiated. Moisture from the nozzle shall not be applied under pressure 
directly upon the concrete and shall not be allowed to accumulate on the concrete in a quantity sufficient to cause a flow and 
erode the surface. Moist curing shall be continued until liquid membrane curing compound or other type of curing membrane is 
applied. 
 
Membrane curing compound shall be applied to all pavement by automatic mechanical method from a construction bridge. 
 
The edges of concrete slabs exposed by the removal of forms shall be protected immediately to provide these exposed surfaces 
with continuous curing treatment equal to the method selected for curing the pavement surface. 
 
The membrane method of curing may be applied behind the final finishing operation after all free water has disappeared from 
the surface. Complete and uniform coverage at the rate of one gallon per 100 square feet, or as otherwise recommended by the 
manufacturer, shall be required. Compound shall be kept agitated to prevent pigment from settling. 
 
324.3.9 Joints: Joints shall be provided in the pavement of the type, dimensions and at the locations as indicated in the plans or 
as specified herein. 
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Joints in concrete pavement will be designated as transverse expansion joints, longitudinal or transverse construction joints, 
longitudinal or transverse weakened plane joints, or isolation joints. The faces of all joints shall be perpendicular to the 
pavement surface. Joints shall be constructed in accordance with the details shown or referenced in the plans and in accordance 
with the following provisions. 
 
At all times prior to acceptance of the construction, joints shall be maintained clean and free of soil, gravel, and other foreign 
material except approved types of joint filler materials. 
 

(A) Longitudinal Joints:  Longitudinal joints shall be weakened plane or construction joints. Longitudinal weakened 
plane joints shall be constructed by sawing or by insertion of a parting strip in the plastic concrete to be left in place. 
Longitudinal construction joints shall be constructed with tie bars or keyways as indicated in the plans. 
 
(B) Transverse Joints:  Transverse joints shall be weakened plane, construction or expansion joints. All transverse 
weakened plane joints will be constructed by sawing and in accordance with the details shown in the project plans. 
Transverse construction joints shall be constructed in accordance with the details shown or referenced in the project plans. 
Transverse expansion joints shall be constructed in accordance with the details shown or referenced in the project plans.  
 
Dowel bars when required shall be supported with an approved support system.  
 
(C) Joint Location:  Longitudinal and transverse joints shall be constructed at locations as indicated in the project plans.  
 
Isolation joints shall be provided around manholes, catch basins, or other elements which extend into or project through the 
pavement and act as point of restraint to horizontal or vertical movement of the pavement. Isolation joints shall be located 
in accordance with Detail 224 or as directed by the Engineer. 
 
324.3.9.1 Construction of Joints: 
 
(A) Sawed Joints:  Sawed joints shall be constructed by cutting a groove in the pavement using a single or multiple-blade 
power saw. The groove shall be cut to the dimensions shown on the project plans. Suitable guidelines or devices shall be 
used to ensure joints are cut true to the lines as shown on the project plans. 
 
If joints are sawed in stages, the initial saw cut shall be of the minimum width specified and sawed to the required depth. 
The depth of the initial saw cut in the construction of weakened plane joints shall be a minimum of 1/4 of slab thickness. 
 
Sawing of weakened plane joints shall be done before uncontrolled cracking takes place, and after the concrete has 
hardened to the extent that tearing or raveling of the edges of the saw cut is not excessive. The exact time for all sawing 
shall be determined by the Contractor when not otherwise specified.  
 
Any procedure for sawing joints that result in premature, uncontrolled cracking shall be revised immediately. The 
Contractor shall be responsible for replacing or repairing areas containing uncontrolled cracking and for repairing spalled 
or chipped concrete along the edges of sawed joints to the satisfaction of the Engineer. 
 
After saw cutting of the joint and just prior to sealing the joint, the internal joint surfaces shall be cleaned of all dirt, curing 
compound residue, laitance and other foreign materials. The internal joint surface shall be defined as the sawed portion of 
the joint and the resultant crack for the full depth of the pavement. 
 
Sealing of sawed joints where required shall be completed prior to the opening of the pavement to traffic unless otherwise 
approved by the Engineer. When delayed sealing of sawed joints is permitted, saw cuts and formed recess to be filled with 
sealant shall be protected to ensure thorough curing of the concrete along the edges of the joint recesses and to prevent 
entry of foreign materials into the joint. At the Contractor's option, inert compressible joint filler material such as plastic 
backer rod or upholstery cord may be inserted into joints immediately after sawing or forming of the joint recess to provide 
curing protection and prevent entry of foreign material. If absorptive filler material is used, it shall be thoroughly 
moistened either before or immediately after installation in the sawed groove. When filler material is rope, or similar 
material which does not fill the entire depth of sawed groove, it shall be depressed not less than 1/2 inch below the 
pavement surface before the pavement is opened to traffic. 
 
(B) Expansion and Construction Joints:  Longitudinal and transverse expansion and construction joints shall be as 
required by the project plans.  
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(C) Isolation Joints:  Isolation joints unless otherwise detailed in construction documents shall be 1/2 inch wide 
expansion joints in accordance with Detail 224 or as directed by the Engineer. 
 
(D) Sealing of Joints: Sealant shall be applied in accordance with the sealant manufacturer's recommendations. A primer 
shall be furnished and applied after the joint has been cleaned and prepared to receive sealant when indicated in the 
manufacturer's recommendations. 
 
Prior to the application of the sealant, an approved type of inert, compressible joint filler material such as plastic backer rod 
or upholstery cord, or an approved type of bond breaker, shall be inserted along the joint in accordance with the details 
shown on the project plans. The joint shall then be filled with sealant to a level not less than 1/8 inch or more than 1/4 inch 
below the elevation of the pavement surface adjacent to the joint edge. 
 
The equipment used to apply sealant shall be as recommended by the sealant manufacturer. Sealant shall not be spilled on 
the surface of the concrete pavement, and Contractor shall remove any sealant inadvertently spilled on the pavement 
surface. 
 
(E) Repair of Cracks, Spalls, Raveling and Tearing:  Contractor shall be responsible for replacing or repairing all areas 
of pavement containing uncontrolled cracking, surface spalls, or other types of surface. Repairs when authorized shall be 
made and completed by methods acceptable to the Engineer. 

 
324.4 TESTS OF FINISHED PAVEMENT: 
 
324.4.1 Smoothness: The pavement surface including pavement in intersections will be tested with a ten-foot straight-edge 
placed parallel to the centerline of the pavement in each lane. Ordinates measured from the face of the straight-edge to 
pavement surface shall at no place exceed one-quarter inch. Areas that do not meet the required surface accuracy as determined 
by straight-edge testing shall be marked, and Contractor shall at his own expense and as required by the Engineer either: 
 
(1) Grind down areas higher than 1/4 inch but not more than 1/2 inch above the correct surface. 
 
(2) Correct areas lower than 1/4 inch but not lower than 1/2 inch below the correct surface by grinding down the adjacent 

areas. 
 
(3) Remove and replace pavement when the deviation exceeds 1/2 inch from the correct surface. Area replaced shall be of 

a length, width and depth as required to allow formation of a new slab of the required quality. The area replaced shall 
be compatible with the joint layout shown on the project plans as determined by the Engineer. 

 
After grinding, the finished surface of the ground area shall be provided with a uniform texture acceptable to the Engineer. The 
method of texturing shall be approved by the Engineer. 
 
324.4.2 Pavement Thickness:  Concrete pavement shall be constructed in accordance with the thickness requirements of the 
plans and specifications. Tolerances for base and subgrade construction and other provisions of these specifications which may 
affect thickness shall not be construed to modify such thickness requirements. 
 
Pavement thickness testing shall begin after achieving pavement smoothness compliance. For the purpose of determining 
acceptability for thickness, cores shall be drilled by the Contractor at the locations specified by the Engineer. Cores shall have 
a minimum diameter of four inches. Length of cores will be determined in accordance with the requirements of AASHTO 
T-148.  
 
In calculating average length, cores which have a length in excess of the thickness specified by more than 0.25 of an inch will be 
deemed to have a length of the specified thickness plus 0.25 of an inch. Field length measurements will be acceptable in lieu of 
average length measurement in accordance with the requirements of AASHTO T-148, provided the original core in any 
secondary unit meets or exceeds the specified thickness. Measurements in accordance with the requirements of AASHTO 
T-148 will be required on any questionable thickness measurements and on the three cores used to determine the average length 
for payment, regardless of length. 
 
A primary unit of pavement shall be the area of pavement placed in each day's paving operation. Each intersection or special 
section shall be considered as a primary unit. 
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A secondary unit of pavement shall consist of 1,000 linear feet, or fraction thereof, of each traffic lane. Each 1,300 square yards 
of pavement in intersections, etc., shall be considered a secondary unit regardless of when the concrete was placed. 
 
One core shall be drilled in each secondary unit. If the length of that core is not deficient by more than 0.25 of an inch, that 
secondary unit will be measured for payment at 100 percent. If the length of that core is deficient by more than 0.25 of an inch 
but less than 1.0 inch, two additional cores shall be drilled within that secondary unit and the length of the three cores averaged. 
If the average length is not deficient by more than 0.25 of an inch, that secondary unit will be measured for payment at 100 
percent. If the average length of the three cores is deficient by more than 0.25 of an inch, that secondary unit will be measured 
for payment in accordance with the requirements of Table 324-1. 
 
If the core in the secondary unit is deficient by more than 1.00 inch, that core will not be used in determining the average 
thickness of that secondary unit. Additional cores shall be drilled at intervals not to exceed ten feet in each direction from the 
deficient core, parallel to the main-line centerline, until one core is obtained in each direction which is not deficient by more 
than 1.00 inch. The pavement between these two cores will be evaluated separately from the balance of the pavement in that 
secondary unit. The limits for evaluation shall be between the longitudinal weakened plane or construction joint on each side of 
the core and between the next transverse weakened plane, construction, or expansion joint beyond each of the last two cores. 
Unless the Engineer allows the pavement to remain, it shall be removed and replaced with pavement of the specified thickness 
and no payment will be made for the removed pavement. 
 
If the pavement in the deficient area is removed, either by the order of the Engineer or at the option of the Contractor, it shall be 
removed between the limits of the evaluation. After the pavement has been replaced, one core shall be drilled at random in that 
secondary unit after deducting the area of the replaced pavement and one core shall be drilled in the new pavement. Pavement 
represented by the core drilled in the secondary unit, less the replaced pavement, will be measured for payment as hereinbefore 
specified. The core drilled in the replaced pavement shall be not less than the specified thickness; otherwise that pavement will 
not be measured or paid for. 
 
At all locations where cores have been drilled, the resulting holes shall be filled with concrete in a manner satisfactory to the 
Engineer. 
 
324.5 PROTECTION OF PAVEMENT: 
 
The Contractor shall be responsible for taking adequate steps to protect concrete placed during rain, or hot or cold weather as 
defined in ACI Standards. Any concrete damaged by rain or extreme temperatures shall be removed and replaced at the 
Contractor's expense. 
 
When ordered by the Engineer, pavement crossings shall be constructed for the convenience of public traffic. Where motor 
vehicles are encountered, a temporary bridge to span the newly placed concrete will be provided. 
 
No traffic or Contractor's equipment, except as hereinafter provided, will be permitted on the pavement until the concrete has 
developed a compressive strength of 3500 psi. 
 
Equipment for sawing joints will be permitted on the pavement when, in the Contractor's judgment, the concrete has developed 
sufficient strength to support the equipment without damage to the concrete. In case of visible cracking or other damage to the 
pavement, operation of the equipment on the pavement shall be immediately discontinued. 
 
Any damage to the pavement resulting from early use of pavement by the Contractor's equipment shall be repaired by the 
Contractor at his expense. 
 
324.6 METHOD OF MEASUREMENT: 
 
Portland Cement Concrete Pavement will be measured by the square yard. Any opening in excess of one square yard will not be 
measured for payment. 
 
324.7 BASIS OF PAYMENT: 
 
The accepted quantities of Portland Cement Concrete Pavement, measured as provided for herein, will be paid for at the 
contract unit price complete in place, except that where the average length of cores indicates pavement deficient in thickness by 
more than 0.25 of an inch but not more than 1.00 inch, payment will be made as specified in Table 324-1. Payment will be made 
to the nearest cent. 
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No additional payment will be allowed for pavement constructed in excess of the thickness specified on the project plans. 
 
 

TABLE 324-1 

PAVEMENT THICKNESS PAYMENT REDUCTION (PCCP) 

Core Thickness, Less Than Specified 
Thickness, Inches 

Percent of Contract Unit Price 
Allowed 

0.00 to 0.25 100 

0.26 to 0.35 93 

0.36 to 0.45 85 

0.46 to 0.55 75 

0.56 to 0.75 63 

0.76 to 1.00 50 
 

End of Section - 
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PLACEMENT AND CONSTRUCTION OF ASPHALT-RUBBER ASPHALT CONCRETE 
 

325.1 DESCRIPTION: 
 
Asphalt-rubber asphalt concrete (ARAC) consists of supplying, placing and compaction of plant-mixed, gap-graded ARAC 
over asphalt surfaces. The thickness of the finished ARAC overlay shall be within the range of one to two inches as shown on 
the plans or as specified in the special provisions.  
 
325.2 MATERIALS: 
 
ARAC shall consist of a mixture of aggregate, mineral admixture and asphalt-rubber binder (ARB) as specified in Section 717.  
 
325.2.1 Mixing of Asphalt-Rubber Binder:  Mixing of asphalt-rubber binder (ARB) may take place in a dedicated blending 
and storage unit connected to the hot plant or at the asphalt binder supplier’s facility.  In either case, the temperature of the 
asphalt cement shall be between 375° F and 425° F prior to the addition of crumb rubber.  No agglomerations of crumb rubber 
particles in excess of 2 inches in the least dimension shall be allowed in the mixing chamber.  The crumb rubber and asphalt 
cement shall be accurately proportioned in accordance with the ARB design as identified in 717.2.14 and thoroughly mixed 
prior to the beginning of the one hour reaction period.  Reaction time may be decreased to 45-minutes if documentation is 
provided that the physical properties of the mix design requirements are consistently met using a 45-minute reaction period.  
The Contractor or supplier shall document that the proportions are accurate and that the crumb rubber has been uniformly 
incorporated into the mixture.  Additionally, the Contractor or supplier shall demonstrate that the crumb rubber particles have 
been thoroughly mixed into the base asphalt cement. The occurrence of crumb rubber floating on the surface or agglomerations 
of crumb rubber particles shall be evidence of insufficient mixing.  The temperature of the ARB immediately after mixing 
shall be between 350° F and 400° F.  Reaction time shall start after all of the material for the batch has been mixed and the 
minimum reaction temperature of 350° F has been achieved.   
 
Prior to use, the viscosity of the ARB shall be tested by the use of a rotational viscometer, which is to be furnished by the 
Contractor or supplier.  The Contractor or supplier shall provide a qualified person to perform the testing. 
 
325.2.2 Handling of ARB:  Once the ARB has been mixed, it shall be kept thoroughly agitated during periods transport and 
use to prevent settling of the crumb rubber particles.  During the production of ARAC the temperature of the ARB shall be 
maintained between 325° F (163°C) and 400° F (204°C).  However, in no case shall the ARB be held for more than 10 hours at 
these temperatures.  It may be allowed to cool to a temperature of 250° F (121°C) or lower and held at that temperature for not 
more than four days.  The process of cooling and reheating shall not be allowed more than one time for a batch of ARB.   
 
For each load or batch of ARB, the Contractor or supplier shall provide the Engineer with the following documentation: 
 
(A) The source, grade, amount and temperature of the asphalt cement prior to the addition of crumb rubber. 
 
(B) The source, type and amount of crumb rubber and the rubber content expressed as percent by the weight of total ARB. 
 
(C) Times and dates of the crumb rubber additions, resultant viscosity test, and the elapsed reaction time at which the viscosity 
test was taken. 
 
(D) A record of the temperature, with time and date reference for each load or batch.  The record shall begin at the time of the 
addition of crumb rubber and continue until the load or batch is completely used.  Readings and recordings shall be made at 
every temperature change in excess of 20° F, and as needed to document other events which are significant to batch use and 
quality. 
 
325.3 WEATHER AND MOISTURE CONDITIONS: 
 
ARAC shall be placed only when the surface is dry, and when the atmospheric temperature in the shade is 55° F or higher.  No 
ARAC shall be placed when the weather is foggy or rainy.  ARAC shall be placed only when the Engineer determines that 
weather conditions are suitable. 
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325.4 APPLICATION OF TACK COAT: 
 
A tack coat shall be applied to all existing and to each new course of ARAC prior to the placing of a succeeding lift of ARAC. 
The tack coat may be deleted when a succeeding layer of ARAC is being applied over a freshly laid course that has been 
subjected to very little traffic when approved by the Engineer. 
 
The application of the tack coat shall comply with Section 329. The grade of emulsified asphalt shall be SS-1h or CSS-1h as 
specified in Section 713. 
 
The same material that is specified above for the tack coat shall be applied to the vertical surfaces of existing pavements, curbs, 
and gutters, against which asphalt concrete is to be placed. 
 
The surface to be covered may require repair or patching as directed by the Engineer.  This shall be addressed in the project 
specifications prior to the bidding of the project. 
 
325.5 MIX PRODUCTION: 
 
All materials shall be proportioned by weight in a hot mix asphalt plant in the proportions required by the mix design to provide 
a homogeneous and workable mass. Each hot mix asphalt plant shall be inspected in accordance with the provisions contained 
in the ‘Hot Mix Asphalt Production Facilities’ by the Arizona Rock Products Association and shall have a current inspection 
certificate. All measuring devices shall be calibrated at least annually by a technician licensed by the Arizona Bureau of 
Weights & Measures. Mixing plants shall conform to the requirements of AASHTO M-156, except as modified herein. 
 
In drum mix plants the mineral admixture shall be added and thoroughly mixed with the mineral aggregate by means of a 
mechanical mixing device prior to the mineral aggregate and mineral admixture entering the dryer. The moisture content of the 
combined mineral aggregate shall be a minimum of three percent by weight of the aggregate during the mixing process. 
 
For drum-mix plants, the mineral admixture shall be weighed across a weigh belt, or other approved alternative weighing 
system, with a weight totalizer prior to entry into the mechanical mixing device. The mechanical mixing device shall be a 
pugmill type mixer that is in good working condition. The rate of the aggregate feed shall not exceed the mixing device’s 
capacity in ton per hour. The mixer shall be constructed to minimize the loss of mineral admixture and shall be located in the 
aggregate delivery system at a location where the mixed material can be readily inspected. The mixing device shall be capable 
of effective mixing in the full range of the ARAC production rates. 
 
The hot plant and equipment shall be constructed and operated to prevent loss of mineral admixture through the dust collection 
system of the plant. 
 
A positive signal system shall be provided and utilized during production whereby the mixing shall automatically be stopped if 
the mineral admixture is not introduced into the mineral aggregate. The plant will not be permitted to operate unless the signal 
system is in good working condition.  
 
The introduction of ARB shall be controlled by an automated system fully integrated with the controls for the mineral aggregate 
and mineral admixture. The production of the plant shall be controlled by the rate required to obtain a uniform mixture of all 
components.  Drying and heating shall be accomplished in such a manner as to preclude the aggregate or mineral admixture 
from becoming coated with un-spent fuel.  The completed ARAC may be held in storage for up to 12 hours in insulated or 
heated silos, providing the minimum temperature noted herein for placement and compaction is met behind the placement 
device. If the Engineer determines that there is an excessive amount of heat, heat loss, drain down, segregation and/or oxidation 
of the mixture due to temporary storage, use of surge bins or storage bins will be discontinued. 
 
The temperature of the ARAC, with unmodified binders, upon discharge from the mixer shall not exceed 350° F. The discharge 
temperature may be increased, when approved by the Engineer. If the ARAC is discharged from the mixer into a hopper, the 
hopper shall be constructed so that segregation of the ARAC will be minimized. 
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325.6 TRANSPORTATION: 
 
Petroleum distillates or other substances that will have a detrimental effect on the asphalt concrete shall not be used as a release 
agent.  
 
The beds of all transportation units shall be clean and smooth to allow the free flow of material into the paving machine’s 
hopper.  
 
Tarpaulins shall be furnished on all trucks and used when weather condition warrant, or if directed by the Engineer. 
 
325.7 PLACEMENT:  
 
325.7.1 Surface Preparation: 
 
Before placing ARAC on existing pavements, severely raveled areas or cracked areas that are depressed more than 3/4” from 
the adjoining pavement shall be cut out and patched at least 48 hours prior to the resurfacing operation.  Over-asphalted 
(bleeding or flushing) areas or rough high spots shall be removed by burning or blading.  Large shrinkage cracks shall be filled 
with asphalt sealing compound acceptable to the Engineer.  The entire surface shall be cleaned with a power broom.  Raveled 
areas that do not require removing shall be cleaned by hand brooming.  The above surface cleaning requirements are included 
as part of the ARAC paving operations, and the cost thereof shall be included in the ARAC pay item.  Pavement repairs and 
crack sealing when required are to be compensated for by other appropriate contract pay items.  
 
Prior to placing the ARAC on milled surfaces, pot-holes left by the milling operation shall be repaired by the Contractor, as a 
related non-pay item and as required by the Engineer.  The milled area shall be swept.  
 
After surfaces have been prepared to the satisfaction of the Engineer, they shall receive a tack coat as specified in Section 325.4. 
 
Traffic will not be permitted over surfaces which have received a tack coat.  When the overlay is to extend onto a concrete 
surface, the concrete surface shall be thoroughly cleaned of loose dust and cement particles and shall be tack coated. 
 
325.7.2 Placing and Construction Methods: 
 
All courses of ARAC shall be placed and finished by means of a self-propelled paving machine equipped with an automatically 
actuated control system, except under certain conditions or at locations where the Engineer deems the use of a self-propelled 
paving machine impracticable. 
 
The control system shall control the elevation of the screed at each end by controlling the elevation of one end directly and the 
other end indirectly either through controlling the transverse slope or alternatively when directed, by controlling the elevation 
of each end independently. 
 
The control system shall be capable of working with one of the following devices:  
 
(A) Ski or non-contact device of not less than 30 feet in length, supported throughout its entire length 
(B) Taut stringline or wire set to grade 
(C) Short ski or sonar sensing units from curb control 
(D) Joint matching shoe 
 
Failure of the control system to function properly shall be cause for the suspension of asphalt concrete production.  In order to 
achieve a continuous operation, the speed of the paving machine shall be coordinated with the hot mix plant and transport units. 
 
The ARAC shall be dumped from the hauling vehicles directly into the paving machine, unless otherwise approved by the 
Engineer. 
 
Care shall be taken to avoid jarring the machine or moving it out of alignment.  No vertical load shall be exerted on the paving 
machine by the truck.

Revised 2015 
 325-3 



SECTION 325 
 

If ARAC is dumped upon the surface being paved and subsequently loaded in the paving machine, the loading equipment shall 
be self-supporting and shall not exert any vertical load on the paving machine.  Substantially all of the ARAC shall be picked 
up and loaded into the paving machine.  If ARAC is placed in a windrow during paving, the windrow shall not exceed a 
distance greater than 150 feet in front of the paving machine. 
 
Self-propelled paving machines shall spread the mixture without segregation or tearing, true to line, grade and crown as 
indicated on the project plans. Pavers shall be equipped with hoppers and augers that will distribute the mixture uniformly in 
front of an adjustable floating screed. The raising of the hopper wings shall be minimized and the paving machine shall not be 
operated when in an empty condition.  
 
Screeds shall include any strike-off device operated by tamping or vibrating action which is effective, without tearing, shoving 
or gouging the mixture and which produces a course with a uniform texture and density for the full width being paved. Screeds 
shall be adjustable as to height and crown and shall be equipped with a controlled heating device for use when required.  In the 
case of the screed, auger extensions and vibrators shall be installed wherever the screed is extended more than one (1) foot 
beyond the end of the base auger or auger extension.  However, when placing material against an extremely uneven curb or 
edge over a short distance, the Engineer may waive the auger extensions and vibrators. 
 
325.7.3 Compaction:  It is the contractor’s responsibility to perform any desired Quality Control monitoring and/or testing 
during compaction operations to achieve the required compaction. The temperature of the ARAC immediately behind the 
laydown machine shall be at least 275° F.  A probe type electronic thermometer with a current calibration sticker attached will 
be used to measure the temperature of the asphalt concrete mixture. When measuring the temperature of the mat, the probe shall 
be inserted at mid-depth and as horizontal as possible to the mat. When the pavement lift is less than 1.5-inches, the temperature 
of the material shall be measured in the truck by inserting a calibrated probe type electronic thermometer, or other approved 
measuring device, to a point at least 6” below the surface of material. 
 
Asphalt compaction equipment shall be of sufficient size and weight to accomplish the required compaction. All compaction 
equipment shall be operated and maintained in accordance with the manufacturer’s recommendations and the project 
requirements. Pneumatic tired compactors shall not be used. 
 
The Engineer will determine the acceptability of the pavement compaction in accordance with Section 325.9. At any place not 
accessible to the roller, the mixture shall be thoroughly compacted with tampers to provide a uniform and smooth layer over the 
entire area compacted in this manner. 
 
325.7.4 Lime Water: An application of lime water shall be applied by the Contractor to the compacted ARAC surface after 
final compaction, prior to opening the roadway to traffic, or when requested by the Engineer to cool the pavement to prevent 
tracking and pick-up.  The lime water solution shall be applied at the rate of approximately ½ gallon/square yard.  The lime 
shall be mixed using a minimum of one (1) 50-pound bag per 3,000 gallons of water.   
 
325.7.5 Adjustments: After installation of an overlay course all necessary frame and cover adjustments for manholes, valve 
boxes, survey monuments, sewer clean-outs, etc., shall be completed by the Contractor within the given segments being 
surfaced. 
 
On roads without curb and gutter, the existing shoulder elevation shall be adjusted by the Contractor to match the elevation at 
the edge of new overlay and slope away from the new pavement surface at a rate that the existing quantity of shoulder material 
will allow.  Shoulder material includes the existing shoulder, millings, untreated base materials, or a granular material 
approved by the Engineer. Shoulder material shall be compacted to a minimum of 95% of maximum density, determined in 
accordance with Section 301.3.   
 
325.8 QUALITY CONTROL: 
 
It is the contractor’s responsibility to perform Quality Control monitoring and/or testing during ARAC production to achieve 
the required compaction and the required mix properties.  The Engineer may obtain samples of any portion of any material at 
any point of the operations for his own use.  Also, the Engineer may order that the use of any drying, proportioning or mixing 
equipment or the handling of any material be discontinued which, in his/her opinion, fails to produce a satisfactory mixture. 
 
The ARAC produced s hall conform to the requirements of the production tolerances established in Section 325.9.  When the 
ARAC does not conform to the production tolerances, it shall be reported to the Engineer, and corrective quality control 
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measures shall be implemented, or production shall cease immediately at no additional cost to the contracting Agency or 
Engineer. 
 
325.9 ACCEPTANCE: 
 
325.9.1 Acceptance Criteria:  The ARAC will be divided into lots for the purpose of acceptance. A lot shall be one day’s 
production. Each lot shall be divided into sublots of 500 tons or fraction thereof. Tests used to determine acceptance will be 
performed by a laboratory accredited by the AASHTO Accreditation Program (AAP), for the tests being performed. The 
contracting agency shall provide an appropriately accredited laboratory or laboratories to perform the acceptance testing. The 
acceptance laboratory will take representative samples of the ARAC from each sublot to allow for determination of gradation, 
binder content, and air voids. Each sublot will be accepted based on the test data from the sample(s) from that sublot. All 
acceptance samples shall be taken using random locations or times designated by the Engineer in accordance with ASTM 
D3665. The laboratory shall use properly certified technicians in accordance with ASTM D3666, Section 7 (Personnel 
Qualifications).  
 
325.9.2 Gradation and Binder Content: Acceptance testing for gradation and binder content will be performed in one of the 
following ways; A) Plant-based testing of the mineral aggregate and binder content using cold feed samples and a nuclear 
asphalt content gauge or B) End-product testing of the ARAC using an ignition furnace with the gradation being performed on 
the resulting aggregate. The specifics of these methods are detailed in the following subsections. 
 
During production, the allowable deviations from the mix design gradation targets are listed in Table 325-1 below. The 
allowable production tolerances may fall outside of the mix design gradation bands. 
 

TABLE 325-1 
GRADATION ACCEPTANCE LIMITS FOR ASPHALT-RUBBER MIXES 

Sieve Size 1” & 1 ½” Lift Thickness 2” Lift Thickness 
1 inch 100% 100% 

3/4 inch 100% 92-100% 
1/2 inch 92-100% ±6% 
3/8 inch ±6% ±6% 

No. 4 ±6% ±6% 
No. 8 ±6% ±6% 

No. 30 ±4% ±4% 
No. 200 ±2% ±2% 

 
 
325.9.2.1 Plant-Based Sampling and Testing 
 
325.9.2.1.1 Mineral Aggregate Gradation: The acceptance laboratory will take a sample of the mineral aggregate in 
accordance with the requirements of Arizona Test Method 105 on a random basis for each sublot.  For batch plants, the sample 
shall be taken from the hot bins.  For plants other than batch plants, the sample shall be taken from the cold feed belt.  Samples 
will be taken by means of a sampling device which is capable of obtaining representative samples.  The device, which shall be 
approved by the Engineer, shall be furnished by the contractor.  In any shift that the production of ARAC is less than 500 tons, 
at least one sample will be taken.  
 
Samples will be tested for conformance with the mix design gradation, with or without mineral admixture as appropriate, in 
accordance with the requirements of Arizona Test Method 201. If the results from a single acceptance sample fall outside of the 
acceptance limits in Table 325-1 a second sample shall be taken and if the second acceptance sample is also outside of the 
acceptance limits in Table 325-1 the Contractor shall cease production of asphalt concrete. Production shall not begin again 
until calibration test results verify that adjustments made to materials or proportions yield a gradation that falls within 
acceptance limits in Table 325-1. 
 
325.9.2.1.2 Binder Content: During production of ARAC, the contractor shall maintain at the plant site a nuclear asphalt 
content gauge calibrated and operated in accordance with Arizona Test Method 421.  At the discretion of the Engineer, the 
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Owner may choose to prepare the calibration samples for use by the contractor.  Under the observation of the Engineer, the 
contractor shall determine the ARB content by means of the nuclear asphalt content gauge a minimum of four times per full 
shift.  The Engineer shall determine the times that the samples are taken.  The contractor’s technicians performing the testing, 
including the calibration of the nuclear gauge, shall meet the technician requirements given in the Arizona Department of 
Transportation (ADOT) System for the Evaluation of Testing Laboratories.  The requirements may be obtained from ADOT 
Materials Group, 1221 North 21st Avenue, Phoenix, AZ 85009. 
 
Production of ARAC shall cease immediately and the plant and/or the nuclear asphalt content gauges re-calibrated if any single 
test result varies by an amount greater than ± 0.60%, or the average of three consecutive test results varies by an amount greater 
than ± 0.40%, from the mix design target.  Material that has already been produced may be used on the project if the single test 
value representative of that material varies by an amount from ± 0.61% to ± 0.75%, inclusive, from the mix design target.  
Material that has already been produced may not be used on the project if the single test value representative of that material 
varies by an amount greater than ± 0.75% from the mix design target unless, by retesting, the material is found to be acceptable. 
 
When there is cause to question the ARB content being obtained via nuclear asphalt content gauge, or if approved by the 
Engineer, the ARB content may be determined using inventory data provided by the supplier as detailed in the following 
paragraphs. This will only apply for plants providing ARAC exclusively for the subject project or if an asphalt cement tank is 
dedicated for the shift of ARAC production.  
 
The determination of the actual ARB content by inventory methods may include weighing of asphalt cement deliveries, invoice 
quantities, volumetric tank measurements using a calibrated rod (tank stickings) corrected for temperature, computerized 
mass-flow meter, and accounting for wasted materials. If a computerized mass-flow meter is used, documentation of its 
calibration shall be submitted to the Engineer prior to ARAC production. At any time during ARAC production, the Engineer 
may require that a new calibration of the mass-flow meter be performed.  
 
If there is a difference of greater than 0.2% ARB between the ARB content measured by nuclear asphalt content gauge testing 
and the actual ARB content as determined by inventory, the contractor may request that the ARB content be determined by 
inventory. The contractor must make such a request in writing within two working days after receiving the test results for the 
first day of ARAC production.  
 
325.9.2.2 End Product Sampling and Testing 
 
325.9.2.2.1 Mineral Aggregate Gradation and Binder Content: The acceptance laboratory will take a sample of the asphalt 
concrete in accordance with the requirements of Section 2 or 4 of Arizona Test Methods 104 or AASHTO T-168 from each 
sublot. The minimum weight of the sample shall be 45 pounds. Asphalt binder content and gradation shall be determined in 
accordance with AASHTO T-308 using the ignition furnace for each sublot. The acceptance laboratory is responsible for 
obtaining the necessary materials and performing an ignition furnace calibration as outlined in AASHTO T-308 for each 
asphalt concrete mixture utilized on the project. The correction factor used for each test shall be clearly indicated on the report. 
 
During production, the allowable deviations from the mix design gradation targets are listed in Table 325-1 above. The 
allowable production tolerances may fall outside of the mix design gradation bands. 
 
If the results from a single acceptance sample fall outside of the acceptance limits in Table 325-1 a second sample shall be taken 
and if the second acceptance sample is also outside of the acceptance limits in Table 325-1 the Contractor shall cease 
production of asphalt concrete. Production shall not begin again until calibration test results verify that adjustments made to 
materials or proportions yield a gradation that falls within acceptance limits in Table 325-1.  
 
If the asphalt binder content is within ± 0.60% of the mix design target value, the asphalt concrete will be paid for at the contract 
unit price. If the asphalt binder content deviates by more than ± 0.60% from the mix design target value, the deficient area will 
be evaluated within the sublot by coring at maximum intervals of 100 feet from the deficient sample. The asphalt content of the 
original deficient sample will be averaged with the asphalt binder content of the cores taken for re-evaluation to determine 
compliance with the acceptance requirements. If the resulting average of the asphalt binder content deviates by more than ± 
0.60% from the mix design target value, then Table 325-2 shall apply to the sublot. Additional cores may be required to define 
the limits of the deficient area, and shall not be used for re-evaluating acceptance. 
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TABLE 325-2 
ARB CONTENT ACCEPTANCE AND PENALTIES 

 
Deviation from that permitted ($ per ton of asphalt concrete) 

 
Over 0.2% above that permitted 

 
Removal* or EA 

 
Over 0.1% to 0.2% above that permitted 

 
$6.00 

 
Over 0.0% to0.1% above that permitted 

 
$2.00 

 
Within permitted range Full Payment 

 
Over 0.0% to0.1% below that permitted 

 
$2.00 

 
Over 0.1% to 0.2% below that permitted $6.00 

 
Over 0.2% below that permitted 

 
Removal* or EA 

 
NOTES: *The Contractor shall remove and replace the entire sublot that is deficient. 
 EA = Engineering Analysis per Section 325.9.6 
 
325.9.3 Marshall Air Voids: For purposes of determining Marshall air voids, the acceptance laboratory will designate one 
sample of the ARAC in accordance with the requirements of Section 2(h) of Arizona Test Methods 104 or AASHTO T-168 for 
each day’s production or as directed by the Engineer’s. The minimum weight of the sample shall be 45 pounds. The bulk 
density shall be tested in accordance with AASHTO T-245. The maximum theoretical density shall be tested in accordance with 
the requirements of AASHTO T-209, including fan drying per AASHTO T-209 Section 11. Effective voids determined on the 
laboratory compacted specimens will be determined in accordance with the requirements of AASHTO T-269. Should the 
testing for effective air voids not meet the “Full Payment” or “No Corrective Action” requirements of Table 325-3, additional 
testing for laboratory air voids on additional samples will be performed as necessary to determine the extent of the deficiency. 
 
  

TABLE 325-3 
 

LABORATORY VOIDS ACCEPTANCE AND PENALTIES 
Marshall Air Voids 

(Measured at 75 blows) 
Deviation from Mix Design Target 

 
When the contracting agency is the 

owner: 
Payment Reduction 

($ per ton of asphalt concrete) 

 
When the contracting agency is not the 

owner (i.e. permits): 
 

Corrective Action 
 

± 0% to 2.0% 
 

Full Payment 
 

No corrective action 
 

± 2.1% to 2.9% 
 

$1.00 
 

EA (see 325.9.5) 
 

± 3.0% to 4.0% 
 

$2.50 
 

EA (see 325.9.5) 
 

± Greater than 4.0% 
 

Removal* or EA per 325.10.4  
 

Removal* or EA per 325.9.5 
 
325.9.4 Requests for Referee Testing as described in 325.10 will only be considered based on quality control test results 
performed by a laboratory accredited by the AASHTO Accreditation Program (AAP) for the tests being performed or a 
laboratory listed in the current ADOT Directory of Approved Materials Testing Laboratories for the set of tests in question. The 
laboratory shall use properly certified technicians in accordance with ASTM D3666, Section 7 (Personnel Qualifications). 
 
325.9.5 Density:  The temperature of ARAC just prior to compaction shall be at least 275° F.  The Engineer may change the 
rolling procedure if in the Engineer's judgment the change is necessary to prevent picking up of the ARAC. 
 
325.9.5.1 Equipment: Asphalt compaction equipment shall be of sufficient size and weight to accomplish the required 
compaction. All compaction equipment shall be operated and maintained in accordance with the manufacturer’s 
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recommendations and the project requirements. The compactors shall be self -propelled and shall be operated with the drive 
wheel in the forward position. The compactors shall weigh not less than eight tons. Compactors shall not be used in the 
vibratory mode for courses of one inch or less in nominal thickness. The wheels of compactors shall be wetted with water, or if 
necessary soapy water, or a product approved by the Engineer to prevent the ARAC from sticking to the steel wheels during 
rolling 
 
325.9.5.2 Compaction Procedures 
 
325.9.5.2.1 Pavement Lift Thickness 1½ Inches or Less: Achieving the required compaction is the responsibility of the 
contractor. A minimum of three static steel-wheel compactors shall be provided; however, sufficient compactors must be 
provided so that the drums of the compactors when staggered will cover the entire width of the paving machine on the initial 
forward pass while a static compactor remains to complete final rolling. The roller(s) for final compaction shall follow as 
closely behind the initial breakdown as practical, such that a uniformly smooth surface is achieved. As many passes as are 
possible shall be made with the compactors before the temperature of the ARAC falls below 220° F.  
 
At the Engineer’s discretion, cores may be taken and used to evaluate thickness. 
 
325.9.5.2.2 Pavement Lift Thickness Greater than 1½ Inches:  Achieving the required compaction is the responsibility of 
the contractor. The number and types of rollers is the contractor’s responsibility and shall be sufficient to meet these 
requirements. Initial breakdown rollers shall follow as closely behind the paving machine as practical. The roller(s) for final 
compaction shall follow as closely behind the initial breakdown as practical, such that a uniformly smooth surface is achieved. 
 
Compaction will be determined using a correlated nuclear density gauge and will be monitored for acceptability continuously 
during construction. The density of the compacted mixture shall not be less than 95% of the laboratory unit weight composed of 
the same mixture compacted by the 75 blow method of AASHTO T-245 at the job mix design specified compaction 
temperature. The outside one foot of each pass of the pavement course or any unconfined edge will be excluded from testing. 
The Engineer may exclude areas from the compaction lot that are not accessible by normal compaction equipment.   
 
Nuclear Density Gauge Correlation - During placement of the test strip or on the first day of paving, the pavement surface shall 
be tested with a nuclear density gauge at a minimum of four locations. These same locations shall then be cored, using a 4-inch 
diameter core barrel, and tested for bulk density (AASHTO T-166A, or T-275) and a correlation value developed between the 
nuclear density gauge and the asphalt cores.  
 
At the Engineer’s discretion, cores may be taken and used to evaluate density and/or thickness.  
 
325.9.5.3 Compacting Miscellaneous Items and Surfaces: ARAC used in the construction of miscellaneous items and 
surfaces shall be compacted using compactors, hot-hand tampers, smoothing irons, mechanical vibrating hand tampers, or with 
other devices to the extent considered necessary by the Engineer. 
 
325.9.6 Engineering Analysis (EA):  Within 10 working days after receiving notice that a lot or sublot of ARAC is deficient 
and is found to fall within the “Removal or EA” band per Table(s) 325-2 or 325-3, the contractor may submit a written proposal 
(Engineering Analysis) to accept the material in place at the applicable penalties along with possible remediation(s) listed in the 
“Removal or EA” category. An Engineering Analysis can also be proposed for non-removal categories of “Corrective actions” 
when the contracting agency is not the owner (i.e. permits). 
 
The Engineering Analysis shall contain an analysis of the anticipated performance of the ARAC if left in place. The 
Engineering Analysis shall also detail the effect of any proposed corrective action to the material(s) in place as it relates to the 
in-place material’s performance. The Engineering Analysis shall be performed by a professional engineer experienced in 
asphalt concrete testing and mix designs. If the lot or sublot is submitted for referee testing by the contractor, the ten working 
days allowed to prepare an engineering analysis will begin upon notification of referee test results. 
 
When an Engineering Analysis recommends that a specific lot or sublot should not be removed, the Engineering Analysis will 
recommend that the following penalties (Table 325-4) be paid when the contracting agency is the owner, for the specific criteria 
being reviewed by the EA. 
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TABLE 325-4 

ENGINEERING ANALYSIS PENALTIES for REMOVAL* LOTS/SUBLOTS LEFT IN-PLACE 

Acceptance Criteria Acceptance Limits Penalty When Contracting 
Agency is the Owner ($/Ton) 

Laboratory Air Voids (Measured at 75 
blows) 

Deviation from Target Greater 
Than ± 4.0% $3.75 

 
Within 15 working days, the Engineer will determine whether or not to accept the contractor’s proposed Engineering Analysis. 
 
325.10 REFEREE:  
 
In the event the contractor elects to question the acceptance test results for laboratory air voids, the Contractor may make a 
written request for additional testing of the affected material.  Any request for referee testing must describe the contractor’s 
reasons for questioning the validity of the original acceptance results and must clearly describe which set of acceptance tests are 
in question. The Contractor will engage an independent laboratory (at the Contractor’s own expense) who is accredited by AAP 
in all of the acceptance test methods.  The independent laboratory shall be acceptable to the Engineer and shall perform a new 
set of acceptance tests as required by Section 325.9.2.3 representing the area or set of tests in question. The results of these 
determinations will be binding on both the contractor and the agency.  
 
These tests will include Marshall unit weight, maximum theoretical unit weight, and laboratory air voids. Samples for referee 
testing shall come from representative samples obtained from the completed pavement, as directed by the Engineer. 
 
The number of samples taken will be the same as specified in Section 325.9.2.3. The independent laboratory shall compile the 
test results and transmit them to both the Engineer and the contractor.  The independent laboratory shall include a report signed 
by an Engineer registered in the State of Arizona, who is experienced in asphalt concrete testing and mix design development.  
The signed report shall give an opinion that the material evaluated either does or does not comply with project specifications, 
shall clearly describe any deficiencies, and the results will be binding between all parties. 
 
325.11 MEASUREMENT: 
 
ARAC shall be measured by the ton, for the mixture actually used, which shall include the required quantities of mineral 
aggregates, filler material, asphalt-rubber binder and admixture. 
 
Application of lime water shall be measured by the square yard.  The measured area shall be the area of ARAC pavement to 
which the lime water is applied.  The measured area shall only be counted one time regardless of the number of applications 
applied to the ARAC pavement section. 
 
Shoulder adjustment to match the new pavement surface elevation shall not be measured.  The cost of this work shall be 
included in the price paid for ARAC or other related pay items. 
 
325.12 PAYMENT: 
 
Payment for asphalt milling will be as specified in Section 317. 
 
Payment for tack coat will be by the ton diluted, based on the rate of application, as directed by the Engineer. 
 
Payment for ARAC will be at the contract unit price, complete in place. 
 
Application of Lime Water as approved by the Engineer will be paid at the contract unit price. 
 
Payment for frame and cover adjustments will be at the contract unit prices specified in the proposal. 
 

 
- End of Section -
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Laying a single course or the base course(s) of the asphalt concrete pavement replacement shall never be more than 600 feet 
behind the ABC placement for the pavement replacement.  
 
The trench must be compacted to its required density, and required ABC must be in place and compacted prior to the placement 
of the asphalt concrete. 
For cuts greater than 300 feet in length the entire area shall then be slurry seal coated in accordance with Section 332 or as 
otherwise specified. This seal coat shall extend from the edge of pavement or lip of gutter to the street centerline except that on 
residential streets less than 36 feet face to face of curb or where the pavement patch straddles the centerline, the entire width of 
street shall be seal coated. 
 
In lieu of placing the seal coat as required previously, and with approval of the Contracting Agency, the Contractor may deposit 
with the Contracting Agency for credit to the Street Maintenance Department, a negotiated agreed upon amount. The Street 
Maintenance Department will incorporate this work into their street maintenance program. 
 
336.2.4.2 Adjustments: When new or existing manholes, valves, survey monuments, clean outs, etc. fall within the limits of 
the permanent pavement replacement as discussed in this Section, the Contractor shall be responsible for adjusting the various 
items to the new pavement surface or as directed by the Engineer. This will include but not be limited to slurry and chip seals. 
 
The Contractor will coordinate with the Engineer and with representatives of the various utilities regarding the adjustment and 
inspection of the work. The Contractor shall be responsible for obtaining and complying with all specifications, special 
requirements, details, etc. of the Utility Company regarding the adjustments. When adjusting the Agency’s utilities, survey 
monuments, etc., the adjustment will comply with these Specifications and Details. 
 
The work will be done in compliance with OSHA standards and regulations regarding confined space entry. The Contractor 
shall remove all material attached to the lids and/or covers including that of prior work. The method of removal shall be 
approved by the Engineer and/or the Utility Representative. 
 
336.3 TYPES AND LOCATIONS OF PAVEMENT AND SURFACING REPLACEMENT: 
 
Normally, the type of pavement replacement and backfill required will be noted on the plans or specified in other portions of the 
contract documents and construction will be in accordance with Detail 200-1 and 200-2. If a type is not noted on the plans or 
specified in the special provisions, the following criteria will govern: 
 
Type A trench repair will be utilized on all streets where the excavation is essentially longitudinal or parallel to traffic. 
 
T-Top trench repair will be utilized on all streets where the excavation is essentially transverse or not parallel to traffic, 
including trenches that go through an intersection. Type B trench repair may be used to repair transverse trenches if specified by 
the Agency. 
 
Type C trench repair will be used to repair existing Portland cement concrete pavement. 
 
Type D trench repair will be utilized to repair surfaces other than asphalt concrete or Portland cement concrete pavement. It 
may also be used when the condition of the existing pavement does not justify construction of Type A, Type B or T-Top trench 
repair. Prior written approval of the Engineer is required for this condition. 
 
Where a longitudinal trench is partly in pavement, the pavement shall be replaced to the outside edge of the existing pavement, 
on a straight line, as indicated on the plans. Measurements for payment shall be from the inner limit of pay width allowed 
below, to the outside edge of the existing pavement as defined herein. 
 
Where no part of a trench is in pavement, surfacing replacement will only be specified where existing surfacing materials have 
been removed. 
 
When a trench cut is in aggregate surfaced area, the surfacing replacement shall be of a like type and depth as the existing 
material, compacted to the densities required in Section 601.  

Revised 2015  336-3 



SECTION 340 
 

CONCRETE CURB, GUTTER, CURB, CURB RAMPS, DRIVEWAY AND ALLEY ENTRANCE 
 
340.1 DESCRIPTION: 
 
The various types of concrete curb, gutter, sidewalk, curb ramps, driveways and alley entrances shall be constructed to the 
dimensions indicated on the plans and standard detail drawings.  
 
340.2 MATERIALS:  
 
Concrete shall conform to the requirements of Section 725. Concrete class shall be as noted on the standard details. 
 
Expansion joint filler shall be ½-inch thick preformed bituminous material in compliance with Section 729, unless otherwise 
noted.  
 
340.2.1 Detectable Warnings: Truncated dome dimensions and spacing for detectable warnings are defined by the Americans 
with Disabilities Act Accessibilities Guidelines (ADAAG) for optimal detect-ability and public safety. Detectable warnings 
shall consist of raised truncated domes aligned in a square grid pattern in conformity to the ADAAG. Truncated domes shall 
have the following nominal dimensions: base diameter of 1.0 inches (0.9 inches minimum) top diameter of 50 percent of the 
base diameter minimum to 65 percent of the base diameter maximum, and height of 0.2 inches. Dome center-to-center spacing 
of 2.35 inches, measured between the most adjacent domes on the square grid. Dome center-to-center spacing for radial 
installations shall be 1.6 inches minimum and 2.4 inches maximum with a base-to-base spacing of 0.65 inches minimum. 
Detectable warning edges shall be sized and installed so that dome spacing is maintained across adjoining edges. Each dome 
shall have a minimum static friction of coefficient of 0.8 as tested per ASTM C1028. 
 
340.2.1.1 Color and Contrast: Detectable warnings shall contrast visually with adjoining surfaces, either light-on-dark or 
dark-on-light. Specific colors to be used shall be approved by the local jurisdictional agency prior to installation. Detectable 
warnings shall have integral color throughout. 
 
340.2.1.2 Materials: Detectable warning materials shall be durable with a non-slip surface not subject to spalling, chipping, 
delamination, or separation. All detectable warnings shall be approved by the local jurisdictional agency prior to installation. 
 
340.2.1.3 Attachment System: Detectable warnings shall be either placed in freshly poured concrete (wet-set) or recessed into 
pre-formed concrete. Detectable warnings using wet-set placement shall have an anchoring method that assures constant 
contact of the detectable warning bottom surface with the concrete as it cures, thus rendering the ramp a single monolithic 
structure. The thicker and heavier detectable warnings lowered into pre-formed recesses in the concrete substrate must 
demonstrate a firm fitting into metal reinforced frames without gaps along the edges that can channel water, sand, or debris. 
They must also be able to resist movement (i.e. sliding, rocking, or lifting) once in service. All attachment systems shall be 
approved by the local jurisdictional agency. 
 
340.3 CONSTRUCTION METHODS:  
 
Existing concrete shall have a clean vertical edge where it is to be joined by new construction. Sawcutting is required when the 
existing matching edge is not a straight vertical edge. 
 
340.3.1 Subgrade Preparation: The subgrade shall be constructed and compacted true to grades and lines shown on the plans 
and as specified in Section 301. All soft or unsuitable material shall be removed to a depth of not less than 6 inches below 
subgrade elevation and replaced with material satisfactory to the Engineer. Removal and replacement of soft or unsuitable 
materials will be paid for as extra work. 
 
Subgrade classified as marginally expansive or expansive as defined in Table 340-1 shall be treated as follows unless the 
construction documents require alternative measures for mitigation of expansive soils. The upper 6 inches of marginally 
expansive soils shall be compacted per Section 301.3 at a moisture content between 0% to 3% above optimum moisture per 
ASTM D698. Expansive soils shall be considered unsuitable and shall be treated or removed and replaced with material as 
directed by the Engineer. Alternate corrective measures contained in an existing geotechnical report or new site analysis can be 
submitted to the Engineer for approval. The submittal of alternative corrective measures must be a recommendation of an 
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Arizona registered engineer and have the professional seal affixed.  
 

Table 340-1 
Description Percent Fines (– #200 sieve) (1) Plasticity Index (2) Additional Testing 

Non-expansive > 20% ≤ 15 None 
Potentially expansive > 15  Perform Swell Test (3) 

Description % Swell (3)   
Non-expansive < 1   

Marginally expansive 1 – 3   
Expansive > 3   

(1) Tested in accordance with ASTM C117  
(2) Tested in accordance with AASHTO T-90 (wet prep per AASHTO T-146)  
(3) Swell Test: Samples for swell tests shall be re-molded in accordance with ARIZ 249 (ADOT Materials Testing 

Manual) to 95% of maximum dry density at optimum moisture as determined by ASTM D698 and tested for 
one-dimensional expansion in accordance with the applicable portions of ASTM D4546 applying a surcharge of 
144 psf. 

 
Material removed for construction shall not be placed on the base and/or surfacing material already in place on the roadway nor 
shall the excavated material be placed in such a manner as to interfere with access to property or traffic flow in the street. 
 
340.3.2 Formwork: Concrete curbs, gutters and sidewalks shall be constructed by the conventional use of forms, or may be 
constructed by means of an appropriate machine when approved by the Engineer.  
 
If machines designed specifically for such work and approved by the Engineer are used, the results must be equal to or better 
than that produced by the use of forms. If the results are not satisfactory to the Engineer, the use of the machine shall be 
discontinued and the Contractor shall make necessary repairs at his own expense. All applicable requirements of construction 
by use of forms shall apply to the use of machines.  
 
Forms conforming to the dimensions of the curb, gutter, sidewalk, curb ramps, driveway, and alley entrance shall be carefully 
set to line and grade, and securely staked in position. The forms and subgrade shall be watered immediately in advance of 
placing concrete. 
 
Forms shall be thoroughly cleaned each time they are used, and shall be coated with a light oil, or other releasing agent of a type 
which will not discolor the concrete.  
 
340.3.3 Concrete Placement: The concrete shall be thoroughly spaded away from the forms so that there will be no rock 
pockets next to the forms. The concrete may be compacted by mechanical vibrators approved by the Engineer. Tamping or 
vibrating shall continue until the mortar flushes to the surface, and the coarse aggregate is below the concrete surface. The 
surface shall then be struck off and worked to grade and cross section with a float. 
 
If machine placement is used, the machine shall place, consolidate and finish the concrete in one complete pass, requiring a 
minimum of hand finishing producing a dense and homogeneous section. A form shall trail behind the machine for such a 
distance that no appreciable concrete slumping will occur. Final finishing shall be as specified in Section 340.3.7, Form 
Removal and Finishing. 
 
340.3.4 Joints: Shall be constructed in a straight line, vertical plane and perpendicular to the longitudinal line of the sidewalk, 
curb and gutter, single curb, etc., except in cases of curved alignment, where they shall be constructed along the radial lines of 
the curve. 
 
Curb and gutter joints shall match the location of concrete pavement joints when abutting concrete pavement.  
 
The space between joints in curbs and gutters (space between contraction joints or between contraction and expansion joints) 
shall not exceed ten feet. 
 
Sidewalk that abuts curb or gutter shall have joints that match the curb or gutter joints. 
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SECTION 340 
 
The space between sidewalk joints shall not exceed 125% of the sidewalk width (for example: maximum joint spacing for 5 
foot wide sidewalk is 6.25 feet).  
 
340.3.4.1 Expansion Joints: Expansion joints shall be constructed to the full depth and width of the concrete. The expansion 
joint material shall extend fully through the concrete and one inch into the subgrade with the top of the expansion joint material 
one-quarter inch below the top surface. Expansion joint material shall be secured in place prior to placement of concrete.  
 
Expansion joints shall be installed along all abutting structures to provide complete separation from the structure. 
 
Sidewalk, curb, and gutter expansion joints shall be installed at all radius points, at both sides of each driveway, at both sides of 
each alley entrance. The maximum distance between expansion joints shall be 50 feet.  
 
340.3.4.2 Contraction Joints: Unless otherwise specified, the large aggregate in contraction joints shall be separated to either 
side of the joint for a minimum depth equal to 25% of the concrete thickness; the finished depth shall be a minimum of 3/4 inch.  
 
340.3.5 Edges: All exposed edges shall be shaped with a suitable tool to form edges having the shape as indicated on the 
referenced detail.  
 
340.3.6 Detectable Warnings: Detectable warnings shall be installed perpendicular to the direction of pedestrian/wheelchair 
travel and have a minimum width of 24 inches measured perpendicular to the edge of the roadway or rail crossing. The base 
surface of detectable warnings shall be installed flush with the adjacent walkway surface; the truncated domes shall extend 
above the walkway surface. The boundary between detectable warnings and the adjacent walkway shall provide a flush uniform 
surface that will not cause ponding of water nor present a tripping hazard. Partial domes at the edge of the detectable warning 
shall be made flush to match the base surface of the detectable warning. Detectable warnings installed on curb ramps shall 
extend the full width of the ramp depression. 
 
Detectable warnings installed on curb ramps shall modify the sidewalk concrete thickness at the detectable warning to provide 
a minimum concrete thickness of four-inches (4”). When detectable warnings are modules inset into the curb ramp, the bottom 
surface of the sidewalk shall be lowered a distance equal to or greater than the module thickness to maintain the minimum 
sidewalk thickness. The sidewalk bottom surface shall have a minimum transition taper length of 12” between the thickened 
and normal depth sections of sidewalk. The detectable warning surface shall be located so that the edge nearest the curb line is 
6 inches minimum and 8 inches maximum back from the face of curb. 
 
Detectable warning surfaces for pedestrian at-grade rail crossings not located within a street or highway shall be installed on 
each side of the rail crossing, located as shown on plans. Detectable warnings shall extend the full width of the pedestrian 
walkway. 
 
340.3.7 Form Removal and Finishing: The front face form shall not be removed before the concrete has taken initial set and 
has sufficient strength to carry its own weight. Gutter forms and rear forms shall not be removed until concrete has hardened 
sufficiently to prevent damage to the edges. Any portion of concrete damaged while stripping forms shall be repaired or 
replaced at no additional cost to the Contracting Agency.  
 
After the forms are removed, the joints shall be tooled and the surface finished with a float to remove all imperfections.  As 
needed, retool joints after finishing to prevent groove bonding.  In all cases, the resulting surface shall be smooth and of 
uniform color with all rough spots, projections, and form stakes removed. No plastering of the concrete will be allowed. The 
concrete work shall have a true surface; shall be free from sags, twists, or warps; have a uniform appearance; and be true to the 
lines, grades, and configurations indicated on the drawings. 
 
Surfaces shall be light broom finished; flow lines shall be troweled for a smooth finish.  
 
If the evaporation rate on the concrete surface exceeds the rate of bleeding of the concrete due to weather conditions, materials 
used, or for any other reason, and there is any likelihood of the fresh concrete checking or cracking before the curing operation, 
measures shall be taken to prevent the rapid evaporation of water from the surface during finishing operations.  When allowed 
by the Engineer, the addition of water to the surface may be permitted as an indirect fog spray with approved spray equipment 
immediately after screeding and/or between finishing operations. A commercial evaporation reducer that forms a 
monomolecular film may also be sprayed onto the concrete surface in accordance with the manufacturer’s recommendations.  
At no time will free water/evaporation reducer be worked into the concrete surface. Approved measures shall continue until 
curing operations per Section 340.3.8, Curing, are started in the particular area affected. 
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The Contractor shall stamp the company name and year on each end of the sidewalk or curb ramp constructed. The letters shall 
not be less than 3/4 inch in height and the depth of the stamped impression shall be between 1/8-inch and 1/4-inch.  
 
340.3.8 Curing: As soon after the completion of the finishing operation as the condition of the concrete will permit, all exposed 
surfaces shall either be sprayed with a pigmented curing compound or sealed with a material conforming to Section 726. Curing 
compound shall be applied under pressure through a spray nozzle in such manner and quantity as to entirely seal all exposed 
concrete surfaces with a uniform film. The membrane shall be applied in two applications for a total coverage of 150 square feet 
per gallon. Concrete surfaces shall be kept damp until the curing compound is applied. Should the curing compound seal be 
broken or damaged before the expiration of 10 days after the placing of the concrete, the break shall be immediately repaired by 
the application of additional curing compound over the damaged area.  
 
The need for adequate curing is greatest during the first few hours after placement of the concrete. 
 
340.3.9 Tolerances: The face, top, back, and flow line of the curb and gutter shall not deviate in excess of 1/4-inch over 10 feet, 
as tested with a 10-foot straightedge or curve template, longitudinally along the surface.  
 
The surface of concrete sidewalk or curb ramp shall not deviate in excess of 1/8-inch over 5 feet as tested with a 5-foot 
straightedge except for the 1/4-inch recess of the preformed material in expansion joints.  
 
All finished concrete elevations shall not deviate from the elevations shown on the plans, or indicated by typical sections or 
standard details referenced within the construction documents, by more than 1/2 inch. 
 
When required by the Engineer, gutters shall be water tested. The Contractor shall establish flow in the length of gutter to be 
tested by supplying and distributing water from a hydrant, tank truck or other source. After the supply of water is shut off and 
water has stopped flowing, the gutter shall be inspected for evidence of ponding or improper shape. The work shall be deemed 
deficient if water is found ponded in the gutter to a depth greater than 1/2 inch or ponding extends onto the adjacent asphalt 
pavement.  
 
Areas between elevations shown on the plans shall be straight graded or smoothly transitioned through a vertical curve in a 
manner approved by the Engineer or as otherwise indicated on the construction documents. 
 
340.3.10 Deficiencies: Any section of the work deficient in depth or not conforming to the plans or specifications shall be 
removed and replaced by the Contractor at no additional cost to the Contracting Agency. Replacement or reconstruction shall 
be from joint to joint. 
 
Concrete work that does not comply with tolerance requirements of Section 340.3.9, Tolerances, shall be removed and 
replaced. Remove and replace gutters that exceed the ponding tolerance. Grinding shall only be allowed if approved by the 
Engineer. 
 
340.4 BACKFILLING:  
 
Unless otherwise specified the Contractor shall backfill behind the curbs, sidewalk or curb ramps with soil native to the area to 
the lines and grades shown on the plans. 
 
340.5 MEASUREMENT:  
 
Concrete curbs and gutters of the various types shown on the plans and in the proposal will be measured along gutter flow line 
through inlets, catch basins, driveways, curb ramps, etc., by the lineal foot to the nearest foot for each type, complete in place. 
Measurement for curb terminations and transitions shall be included with the linear measurement of the various types of curb or 
curb and gutter as shown on the plans and in the proposal. 
 
Curb and gutter type shall be based on the configuration of the final exposed surfaces. The increased curb and gutter depth 
required at valley gutter aprons or driveways shall not be measured as a separate pay item; any additional Contractor cost shall 
be included in the unit cost associated with the valley gutter, driveway or other associated item. 
 
Concrete sidewalks, driveways, alley intersections, valley gutters and aprons will be measured to the nearest square foot 
complete in place. 
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Detectable warnings shall not be measured for payment. Detectable warnings are considered integral to the walking surface that 
they form a part of and the cost is included in the related pay item.  
 
Curb ramp installations shall be measured as complete installed units and shall include the ramp curb and the walking surfaces 
between the ramp curb and back of curb and gutter or single curb. Single curb or curb and gutter located at the edge of roadway 
shall be measured and paid for separately. The surface area of curb ramps shall not be included in the measured quantity for 
sidewalk. 
 
340.6 PAYMENT:  
 
Payment will be made in accordance with the unit prices or lump sums as set forth in the proposal. Such payment shall include 
full compensation for furnishing all labor, material, tools and equipment and accomplishing all work in conformance with the 
contract documents.  
 
Over-excavation of soft, expansive or unsuitable materials and installation granular materials will be paid as a separate pay 
item, not included with the above measured pay items. 
 
 
 

- End of Section -
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SECTION 342 
 

DECORATIVE PAVEMENT 
CONCRETE PAVING STONE 

 
342.1 GENERAL: 
 
The Contractor shall furnish all necessary labor, material, tools and equipment to complete the proper installation of decorative 
concrete pavers used in medians, crosswalks, intersections or as otherwise noted in the Contract Documents.  This includes 
furnishing a 10-foot straightedge to accomplish the level test when required by this specification. 
 
The decorative pavement shall be true in line and grade and installed to coincide and align with the adjacent work elevation.  
All edges shall be retained to secure the pavers and sand laying course. 
 
The Contractor shall construct a sample panel 10-feet by 10-feet for inspection and approval by the Engineer, prior to the actual 
installation for the project.  Once approved, the panel shall be used as a standard for the remainder of the work.  The panel 
shall remain undisturbed throughout the construction of the pavers and final approval by the Engineer. 
 
342.2 MATERIALS: 
 
342.2.1 Aggregate Base Course: Aggregate Base Course shall be per Table 702-1. 
 
342.2.2 Portland Cement Concrete: When the pavers are subject to vehicular traffic, Portland Cement Concrete shall be Class 
A per Section 725.  All other locations, the Portland Cement Concrete shall be a minimum of Class B per Section 725. 
 
342.2.3 Sand: Sand used for laying course shall conform to ASTM C33 except for the gradation.  The gradation shall comply 
with Table 342-1. 
 

TABLE 342-1 
SAND GRADATION 

Sieve Size 3/8 inch No. 4 No. 8 No. 16 No.30 No. 50 No. 100 No. 200 
Percent Passing 100 95-100 85-100 15-85 25-60 10-30 2-10 0-1 

 
342.2.4 Concrete Pavers: Pavers shall have a minimum of thickness of 80 mm (3.15) when installed in traffic bearing areas 
and 60 mm (2.36 in.) When installed in non traffic bearings areas.  Pavers shall be of an interlocking design conforming to 
ASTM C936-82.  Pavers shall be sound and free of defects that would interfere with the proper placing of the unit or impair the 
strength or permanence of the construction.  The Contractor shall submit two samples of each type of pavers used on the 
project for review and approval by the Engineer prior to any work.  The pavers and materials used in their manufacture shall 
conform to the following: 
 
(A) Compressive Strength: Pavers shall have a minimum compressive strength of 8,000 psi in accordance with ASTM C140. 
 
(B) Absorption: The average absorption shall not be greater than 5 percent, with no individual unit absorption greater than 7 
percent. 
 
(C) Portland Cement: Cement shall comply with Section 725.2, Type II. 
 
(D) Aggregates: Aggregates shall conform to ASTM C33 (washed, graded sand and rock, no expanded shale or lightweight 
aggregates). 
 
(E) Other Constituents: Coloring pigments shall be applied integrally to the concrete.  Air entraining admixtures, coloring 
pigments, integral water repellents, and finely ground silica shall be previously established as suitable for use in concrete and 
either shall conform to ASTM standards where applicable, or shall be shown by test or experience not to be detrimental to the 
concrete. 
 
(F) Physical Properties: The size, shape, design and color of the pavers shall be as noted in the Contract Documents. 
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After removal of the temporary asphalt pavement in the area of adjustment, and prior to placement of the final concrete collar 
ring (as shown on Details 270 and 422) the asphalt pavement in proximity of the adjustment shall be be rolled with a 
self-propelled steel wheel roller if requested by the Engineer.  
 
345.4 ADJUSTING VALVE BOXES: 
 
Valve boxes shall be adjusted to the new elevations indicated on the plans, or as established by the Engineer. 
 
Adjustable valve boxes shall, if possible, be brought to grade by adjustment of the upper movable section. Any excavated area 
shall be filled with Class AA concrete to the level of the existing pavement, or as directed by the Engineer. 
 
Concrete pipe valve boxes in areas not subject to vehicular traffic shall be adjusted to grades by installing a suitable length of 
metal or concrete pipe, of the same inside diameter as the present valve box, and reinforcing the outside with a concrete collar 
extending from at least 2 inches below the joint up to and flush with the top of the valve box extension. This collar shall be of 
Class AA concrete. The dimension from the outside of the box to the outside of the collar shall not be less than 2 inches. This 
adjustment will be known as Type B. 
 
In areas subject to vehicular traffic and where the existing valve box is a Type B, the adjustment to the new elevation shall be 
made using the old cover and installing a new 8 inch frame in accordance with the standard detail for installation of valve boxes 
in vehicular traffic areas. This adjustment shall be known as Type BA. 
 
Adjustment of existing Type A valve boxes to the new elevations shall be as described in Subsection 345.2.  This adjustment 
shall be known as Type A. 
 
345.5 ADJUSTING MANHOLE AND VALVE COVERS WITH ADJUSTMENT RINGS: 
 
Adjusting rings may be used to raise manhole covers in asphalt pavements when deemed acceptable by the Engineer.  The 
amount of adjustment, thickness of seal or overlay, and cross slope will be considered when using adjusting rings.  Each 
location where an adjusting ring is used must have a sufficient depth of asphalt to assure the proper installation and operation of 
the ring.  The rings shall be made of a concrete, non-metallic, polypropylene or fiberglass material and installed per the 
manufacturer’s specifications. The rings shall be approved by the Engineer. 
 
The concrete collar ring around the frame or valve box shall be circular, and shall be a minimum of eight (8) inches thick, 
placed flush with the adjacent new pavement surface. Concrete shall be a minimum of Class AA on all paved streets. All 
concrete shall be obtained from plants approved by the Engineer.  
 
If required by the Contracting Agencies specifications or details, a single No. 4 rebar hoop will be placed in each adjustment 
collar. The hoop diameter shall be such that its placement is centered between the edge of the manhole frame or valve box, and 
the outer edge of the concrete collar, the depth of the hoop shall be centered in the thickness of the collar. Each concrete ring 
shall be scored radially at quarter-circle points. Score lines shall be ¼ -inch wide by ½ - inch deep. The concrete collar surface 
shall be rough broom finished. (See Details 270 and 422). 
 
Traffic shall not be allowed on the concrete collars until the concrete had reached a minimum compressive strength of 2500 psi 
on residential and 3000 psi on collector and major streets. On major streets the contractor shall use “high-early” in the concrete 
mix, approved by the Engineer, to minimize delay in reopening the street(s) to traffic.  
 
345.6 MEASUREMENT: 
 
The quantities measured will be the actual number of frames, covers and valve boxes of each type, adjusted and accepted. 
 
345.7 PAYMENT: 
 
Accepted quantities, will be paid for at the contract unit price.  Payment shall be compensation in full for all materials, labor, 
equipment and incidentals necessary to complete the work.  

- End of Section - 
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SECTION 355 
 

UTILITY POTHOLES-KEYHOLE METHOD 
 
355.1 DESCRIPTION: 
 
This specification covers the requirements for coring, vacuum excavation, backfilling, and reinstatement of the asphalt core 
into asphalt pavement. 
 
355.2 EXCAVATION: 
 
Excavation requires coring a circular hole through asphalt pavement using drilling/coring equipment and removal of the intact 
asphalt pavement core. The vertical alignment of the coring operation shall be perpendicular to the horizon and cutting shall be 
extended the full depth of the existing pavement section. 
 
Pavement cores shall not be greater than 24 inches in diameter, shall not be spaced closer than 3 feet between cores (edge to 
edge), shall not contain a joint or any pavement cracks greater than 1/8-inch wide, and shall only be obtained from pavements 
where the asphalt concrete section is at least 4 inches thick. 
 
Contractor shall place a temporary mark (paint or chalk) on the pavement core and adjacent pavement prior to cutting to insure 
that the pavement core when replaced will have the same orientation as found in the original pavement. 
 
Pavement cores shall be either removed from the work site or stored in a safe and secure on-site location. The cores shall be 
made readily available for reinstatement into the pavement. 
 
Soil shall be removed by air/vacuum extraction methods to expose utilities. The zone of soil removal shall remain essentially 
within a vertical plane extending below the edges of the core hole. 
 
The Contractor shall dispose of all excess materials. 
 
355.3 BACKFILL AND COMPACTION: 
 
355.3.1 Backfill Using Mechanical Compaction: Backfill shall be aggregate base per Section 702 or native backfill material 
per Section 601, placed in maximum 6 to 8-inch loose lifts. 
 
Backfill compaction shall be determined by use of a compression wave amplitude monitoring device manufactured specifically 
for the purpose of measuring soil compaction. This device shall measure the compression wave amplitude as compaction 
progresses using below grade piezoelectric transducer wave sensors and an above-grade electronic monitor. The device shall 
signal the operator of successful compaction (the compaction wave amplitude becomes asymptotic for continued compaction 
effort) for each lift. 
 
At time of compaction backfill material shall have sufficient available moisture to be compacted based on the physical 
appearance (soil ball) method as specified in USDA Soil Conservation Service Agricultural Information Bulletin 199, 
described as follows: 
 

Firmly squeeze a palm-size sample of soil into a ball by hand. Granular soils with sufficient available moisture will 
tend to ball under pressure, but seldom holds together for long. Cohesive soils with sufficient available moisture will 
form a ball that can be rolled into approximate ¼” wide ribbons between the palms of the hands without breaking 
apart, leaving no free water on the hand. 

 
A compaction sensor shall be placed at the bottom of the first loose lift. A new sensor shall be placed for every 48 inches of 
compacted fill depth.   
 
Pneumatic compaction equipment (pneumatic rammers or equivalent) shall be used for compaction of the backfill material. The 
size of the compactor shall not exceed one-half the diameter of the hole.
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SURVEY MONUMENTS 
 
405.1 DESCRIPTION: 
 
This work shall consist of furnishing and installing survey monuments at the locations shown on the plans or directed by the 
Engineer. The work also includes the preparation and recording of a corner record or results of survey in accordance with the 
Arizona State Board of Technical Registration requirements.  
 
Monuments shall conform to the standard details or details shown on the plan. 
 
405.2 MATERIALS: 
 
The concrete portion of monuments shall be constructed in accordance with the provisions in Sections 725 and 505. Concrete 
shall be Class B. 
 
Brass caps for survey monuments shall be furnished by the Contractor unless otherwise specified. 
 
405.3 CONSTRUCTION: 
 
Monuments may be cast in drilled holes without the use of forms. 
 
Survey monuments shall be set vertically in the ground.  
 
The brass cap assembly shall be firmly embedded in the concrete cylinder before the concrete has acquired its initial set. The 
concrete cylinder shall be so located that, the reference point will fall within a 1 inch circle in the center of the brass cap. 
 
The tops of survey monument covers shall be set flush with the pavement surface. 
 
405.4 MEASUREMENT: 
 
Survey monuments will be measured by the number of units of each type of monument constructed and accepted.  
 
405.5 PAYMENT: 
 
Payment for monuments will be at the contract unit price and shall include full compensation for furnishing all labor, materials, 
tools, equipment and incidentals, and for doing all the work involved in constructing the monuments, complete in place, as 
shown on the plans or as directed by the Engineer including preparing and recording a corner record or results of survey. 
 

– End of Section – 
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SECTION 601 
 

TRENCH EXCAVATION, BACKFILLING AND COMPACTION 
 
601.1 DESCRIPTION: 
 
The work covered by this specification consists of furnishing all labor, equipment, appliances, materials, and performing all 
operations in connection with the excavation, backfilling and compaction of trenches for pipe installations. 
 
Excavation for appurtenance structures, such as manholes, inlets, transition structures, junction structures, vaults, valve boxes, 
catch basins, etc., shall be deemed to be in the category of trench excavation. 
 
The Trench Cross-Section Detail shown on Detail 200-2 illustrates the terminology used in this specification. 
 
See Section 620 for cast-in-place concrete pipe.  
 
Pipe materials that are considered to be rigid include reinforced concrete pipe, non-reinforced concrete pipe, reinforced 
concrete cylinder pipe, vitrified clay pipe, steel casings, cast iron, and ductile iron pipe.  
 
Pipe materials that are considered to be flexible include thermoplastic pipes (HDPE, SRPE, PP, PVC) and corrugated metal 
pipe. 
 
601.2 EXCAVATION: 
 
601.2.1 General: The Contractor shall perform all excavation of every description and of whatever substances encountered, to 
the depths indicated on the plans, and including excavation ordered by the Engineer of compacted backfill for the purpose of 
making density tests on any portion of the backfill. 
 
601.2.2 Trench Widths:  Trenches for a single pipe shall conform to the dimensions in Table 601-1.  Multiple pipe 
installations in a single trench shall be installed in accordance with details on the plans or in the special provisions. 
 

Table 601-1 TRENCH WIDTHS 

Size of Pipe (Nom. Dia.) 
Maximum Width At  

Top Of Pipe 
Greater Than O.D. Of Bell 

Minimum Width  
At Springline Each Side of 

Pipe Barrel 
Rigid Pipes:   

Less than 18 inches 16 inches 6 inches 
18 inches to 24 inches inclusive 19 inches 7.5 inches 
27 inches to 39 inches inclusive 22 inches 9 inches 
42 inches to 60 inches inclusive 30 inches 12 inches 
66 inches to 78 inches inclusive 42 inches 15 inches 
84 inches to 96 inches inclusive 50 inches 19 inches 

102 inches to 120 inches inclusive 60 inches  24 inches 
Flexible Pipes:   

Less than 18 inches 20 inches 8 inches 
18 inches to 24 inches inclusive 23 inches 9.5 inches 
27 inches to 39 inches inclusive 28 inches 12 inches 
42 inches to 60 inches inclusive 34 inches 14 inches 
66 inches to 78 inches inclusive 44 inches 16 inches 
84 inches to 96 inches inclusive 48 inches 18 inches 

102 inches to 120 inches inclusive 54 inches  21 inches 
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The width of the trench shall not be greater than the maximum indicated in Table 601-1, at and below the level of the top of the 
pipe. The width of the trench above that level may be made as wide as necessary for shoring, bracing, and for proper installation 
of the work. 
 
If the maximum trench width as specified in Table 601-1 is exceeded at the top of the pipe, additional load bearing capacity to 
compensate for the increased pipe loading may be required by the Engineer.  The Contractor shall provide, at no additional 
cost to the Contracting Agency, the additional load bearing capacity.  This may require changing the material requirements of 
initial backfill, a higher strength pipe, a concrete cradle, cap or encasement, or other means approved in writing by the 
Engineer.  Where safety or undermining situations occur, a controlled low strength material (CLSM) backfill as specified in 
Sections 604 and 728 may be used as needed. 
 
601.2.3 Trench Grade:  Alignment and elevation stakes shall be furnished by the Contractor at set intervals and agreed upon 
offsets. On water main projects, elevation stakes will be furnished only when deemed necessary by the Engineer. In all cases 
where elevation stakes are furnished, the Contractor will also furnish the Engineer with cut sheets.   
 
For all pipe 12 inches or greater in diameter, the Contractor shall excavate for and provide a bedding at least 4 inches thick or 
1/12 the O.D. of the pipe barrel whichever is greater. This bedding material shall be placed at a uniform density with minimum 
compaction and fine graded as specified herein. 
 
601.2.4 Fine Grading:  The bedding or the bottom of the trench when bedding is not required shall be accurately graded to 
provide uniform bearing and support for each section of the pipe at every point along its entire length, except for portions of the 
pipe where it is necessary to excavate for bells or other joint types and for proper sealing of the pipe joints. 
 
601.2.5 Over-excavation:  Except at locations where excavation of rock from the bottom of the trench is required, care shall 
be taken not to excavate below the depth needed to accommodate the required bedding depth. 
 
Unauthorized excavation below the specified trench grade line shall be refilled at the Contractor's expense with ABC material 
compacted to a uniform density of not less than 95 percent of the maximum density as determined by AASHTO T-99 and T-191 
or ASTM D6938. When AASHTO T-99, method A or B, and T-191 are used for density determination, ARIZ 227c will be used 
for rock correction. 
 
Whenever rock is encountered in the trench bottom, it shall be over-excavated to a minimum depth of six inches below the 
bottom of the pipe barrel. This over-excavation shall be filled with bedding material placed with the minimum possible 
compaction. 
 
Whenever unsuitable soil incapable of supporting the pipe is encountered, the Contractor will notify the Engineer and a field 
determination will be made as to the depth of over-excavation and the granular fill required. 
 
601.2.6 Excavation for Manholes, Valves, Inlets, Catch Basins and Other Accessories:  The Contractor may place 
concrete directly against excavated surfaces for cast-in-place items, provided that the faces of the excavation are firm, 
unyielding, and are at all points outside the structure lines shown on the plans. If the native material is such that it will not stand 
without sloughing or if precast structures are used, the Contractor shall excavate as needed to place bracing, shoring, and forms 
or to place the precast structure.  The excavation shall be backfilled with the same material required for the adjoining pipe line 
trench and compacted per Table 601-2. 
 
Any unnecessary excavation below the elevation indicated for the foundation of any structure shall be replaced with the same 
class of concrete specified for the structure or with 1½ sack controlled low strength material as specified in Section 728.  When 
the replacement material is structural concrete, the material shall be placed at the same time as the structure.  However, when 
using 1½ sack controlled low strength material, placement of the material shall be per Section 604 which requires a time lag 
between placement of the controlled low strength material and the structural concrete.  The placement of the additional 
material shall be at no cost to the Agency. 
 
601.2.7 Pavement and Concrete Cutting and Removal:  Where trenches lie within the portland cement concrete section of 
streets, alleys, driveways, or sidewalks, etc., such concrete shall be sawcut to neat, vertical, true lines in such a manner that the 
adjoining surface will not be damaged. The minimum depth of cut shall be 1½ inches or 1/4 of the thickness, whichever is 
greater. 
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Asphalt pavement shall be clean-cut, with approved equipment and by approved methods in accordance with the requirements 
of Section 336. 
 
No ripping or rooting will be permitted outside limits of cuts. Surfacing materials removed shall be hauled from the job site 
immediately, and will not be permitted in the backfill. 
 
601.2.8 Grading and Stockpiling:  All grading in the vicinity of trench excavation shall be controlled to prevent surface 
water from flowing into the trenches. Any water accumulated in the trenches shall be removed by pumping or by other 
approved methods. 
 
During excavation, material suitable for backfilling shall be placed in an orderly manner, a sufficient distance back from the 
edges of trenches, to avoid overloading and to prevent slides or cave-ins. Material unsuitable for backfilling, or excess material, 
shall be hauled from the job site and disposed of by the Contractor. 
 
The Contractor shall, prior to commencement of the work, submit a letter to the Contracting Agency stating the location of each 
disposal site for all excess or unsuitable material and certify that he has obtained the property owner's permission for the 
disposal of all such materials. 
 
Where the plans and/or special provisions provide for segregation of topsoil from underlying material for purposes of backfill, 
the material shall not be mixed. 
 
601.2.9 Shoring and Sheathing:  The Contractor shall do such trench bracing, sheathing, or shoring necessary to perform and 
protect the excavation as required for safety and conformance to governing laws. The bracing, sheathing, or shoring shall not be 
removed in one operation but shall be done in successive stages to prevent overloading of the pipe during backfill operations. 
The cost of the bracing, sheathing, or shoring, and the removal of same, shall be included in the unit price for the pipe or other 
item which necessitated the work. 
 
All shoring and sheathing deemed necessary to protect the excavation and to safeguard employees, shall be installed. See 
Section 107. 
 
601.2.10 Open Trench:  Except where otherwise noted in the special provisions, or approved in writing by the Engineer, the 
maximum length of open trench, where the construction is in any stage of completion (excavation, pipe laying or backfilling), 
shall not exceed 1320 feet in the aggregate at any one location. 
 
Any excavated area shall be considered open trench until all ABC for pavement replacement has been placed and compacted. 
With the approval of the Engineer, pipe laying may be carried on at more than one location, the restrictions on open trench 
applying to each location. Trenches across streets shall be completely backfilled as soon as possible after pipe laying. 
 
Substantial steel plates with adequate trench bracing shall be used to bridge across trenches at street crossings where trench 
backfill and temporary patches have not been completed during regular work hours. Steel plates shall be installed in accordance 
with Detail 211.  Safe and convenient passage for pedestrians shall be provided. The Engineer may designate a passage to be 
provided at any point he deems necessary. Access to hospitals, fire stations and fire hydrants must be maintained at all times. 
 
601.3 PROTECTION OF EXISTING UTILITIES: 
 
601.3.1 Utilities:  Unless otherwise shown on the plans or stated in the specifications, all utilities, either underground or 
overhead, shall be maintained in continuous service throughout the entire contract period. The Contractor shall be responsible 
and liable for any damages to or interruption of service caused by the construction. 
 
If the Contractor desires to simplify his operation by temporarily or permanently relocating or shutting down any utility or 
appurtenance, he shall make the necessary arrangements and agreements with the owner and shall be completely responsible 
for all costs concerned with the relocation or shutdown and reconstruction. All property shall be reconstructed in its original or 
new location as soon as possible and to a condition at least as good as its previous condition. This cycle of relocation or 
shutdown and reconstruction shall be subject to inspection and approval by both the Engineer and the owner of the utility. 
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The Contractor shall be entirely responsible for safeguarding and maintaining all conflicting utilities that are shown on the 
plans (Sections 107 and 105 apply). This includes overhead wires and cables and their supporting poles whether they are inside 
or outside of the open trench. If, in the course of work, a conflicting utility line that was not shown on the plans is discovered, 
the Contracting Agency will either negotiate with the owner for relocation, relocate the utility, change the alignment and grade 
of the trench or as a last resort, declare the conflict as “extra work” to be accomplished by the Contractor in accordance with 
Section 104. 
 
Backfill, around utilities that are exposed during trench excavation, shall be placed in accordance with the utility’s haunching 
and initial backfill requirements. 
 
601.3.2 Irrigation Ditches, Pipes and Structures:  The Contractor shall contact the owners of all irrigation facilities, and 
make arrangements for necessary construction clearances and/or dry-up periods. 
 
All irrigation ditches, dikes, headgates, pipe, valves, checks, etc., damaged or removed by the Contractor, shall be restored to 
their original condition or better, by the Contractor at no additional cost to the Contracting Agency. 
 
601.3.3 Building Foundations and Structures:  Where trenches are located adjacent to building foundations and structures, 
the Contractor shall take all necessary precaution against damage to them. The Contractor shall be liable for any damage caused 
by the construction. 
 
Except where authorized in the special provisions or in writing by the Engineer, water settling of backfill material in trenches 
adjacent to structures will not be permitted. 
 
601.3.4 Permanent Pipe Supports:  Permanent pipe supports for the various types and sizes of sewer, water and utility lines 
shall conform to the Standard Details or the details shown on the plans. Such pipe supports shall be erected at the locations 
shown on the plans and/or at any other location as necessary as determined by the Engineer. 
 
601.4 FOUNDATION, BEDDING, HAUNCHING, BACKFILLING AND COMPACTION: 
 
601.4.1 Foundation:  The bottom of an excavation upon which a structure is to be placed or the bottom of a trench where the 
elevation is set below the pipe elevation shown on the plans or as directed by the Engineer.  The elevation of the trench 
foundation is determined from the desired pipe elevation by taking into account the bedding and pipe wall thicknesses.  The 
foundation surface will consist of native material or replacement material required due to over-excavation.   
 
601.4.2 Bedding:  Bedding is the material upon which a pipe is to be placed.  
 
The bedding material type shall be ABC per Section 702 unless otherwise specified. 
 
601.4.3 Haunching: Haunching is the material placed between the bedding and springline.  If placed in lifts, the lift thickness 
shall not exceed 2 feet (1 foot for flexible pipe) and shall be deposited and compacted to the specified density uniformly on each 
side of the pipe to prevent lateral displacement of the pipe.   
 
The haunching material shall be ABC per Section 702.  With Agency approval an alternative granular material or CLSM may 
be used.  
 
601.4.4 Initial Backfill:  The material placed between the springline to 12 inches above top of pipe.  Initial backfill shall be 
placed in lifts that shall not exceed 2 feet (1 foot for flexible pipe) and which can be effectively compacted depending on the 
type of material, type of equipment, and methods used.  
 
Initial backfill material shall be ABC per Section 702.  With Agency approval an alternative granular material or CLSM may 
be used, and with agency approval native backfill with no piece larger than 1½ inches may be used for concrete pipe. 
 
601.4.5 Final Backfill: Material placed above the initial backfill to the top of the trench or to the bottom of the road base 
material.  Final backfill shall be placed in lifts that shall not exceed 2 feet and the lift height shall not be more than can be 
compacted to the required density with the equipment and methods being used. 
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Final backfill shall be ABC per Section 702 or sound earthen material with no piece larger than 4 inches and be free from 
broken concrete, broken pavement, wood or other deleterious material.   
 
Backfill under street pavement shall be constructed per Detail 200-1 with the type of replacement noted on the plans or in the 
special provisions.  Unless otherwise noted, backfill under single curb, curb and gutter, sidewalk, driveways, valley gutters, 
etc. shall be the same as the adjacent street pavement.   
 
601.4.6 Compaction Densities:  Trench backfill shall be thoroughly compacted to not less than the densities shown in Table 
601-2 when tested and determined by AASHTO T-99 and T-191 or ASTM D6938. When AASHTO T-99, method A or B, and 
T-191 are used for density determination, ARIZ-227c shall be used for rock correction.   
 
Backfill material shall be within 2 percentage points of its optimum moisture content while being compacted. 
 
When backfill material is CLSM and it is placed in accordance with Section 604, no compaction testing is required, the 
compaction density shall be deemed acceptable.  
 

TABLE 601-2 
MINIMUM TRENCH COMPACTION DENSITIES 

 
Backfill 
Type 

 
 
Location  

 
From Surface To 2 
feet Below Surface 

From 2 feet Below 
Surface To 1 foot 

Above Top of Pipe 

From 1 foot Above 
Top of Pipe to 
Bottom of Pipe 

 
 
I 

Under any existing or proposed 
pavement, curb, gutter, attached 
sidewalk, roadway shoulders, and other 
areas within right-of-way subject to 
vehicular traffic, or when any part of the 
trench excavation is within 2-feet of the 
existing pavement, curb, or gutter. 

 
 
100% for granular  
95% for non-granular 

 

 
 

95% 
 
 

 
 

95% 

II On any utility easement or right-of-way 
outside limits of Type I backfill. 85% 85% 90% 

III Around any structures (manholes, etc.) 
or exposed utilities outside limits of 
Type I backfill. 

95% in all cases  

 
601.4.7 Water Consolidation:  Jetting is the only acceptable water consolidation method and its use is restricted.  Jetting 
may only be used in Type I Backfill for the haunching and initial backfill zones and in Type II Backfill locations as defined in 
Table 601-2.  
 
Water consolidation by jetting shall use a 1 ½ inch pipe of sufficient length to reach the bottom of the lift being settled and shall 
have a water pressure of not less than 30 psi. All jetting shall be accomplished transversely across the trench at intervals of not 
more than 6 feet with the jetting locations on one side of the trench offset to the jetting locations on the other side of the trench. 
The entire lift shall be leveled and completely saturated working from the top to the bottom. 
 
When jetting is used within the haunching and initial backfill zones, the Contractor shall be responsible for establishing each lift 
depth so as to avoid floating the pipe being placed and shall make any needed repair or replacement at no cost to the Contracting 
Agency. For pipes larger than 24 inches I.D. the first lift shall not exceed the springline of the pipe and subsequent lifts shall not 
exceed 3 feet. 
 
Where jetting is used and the surrounding material does not permit proper drainage, the Contractor shall provide, at his expense 
a sump and a pump at the downstream end to remove the accumulated water. 
 
The use of water consolidation does not relieve the Contractor from the responsibility to make his own determination that such 
methods will not result in damage to existing improvements. The Contractor shall be responsible for any damage incurred. 
 
If jetting does not obtain the required compaction density, mechanical compaction methods shall be used to meet the 
compaction requirements. Water consolidated backfill material may need to be removed and replaced.  
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Jetting within Type I backfill locations shall not be used unless the material in which the trench is located and the backfill are 
both granular material.  No exception shall be made for construction within new developments. 
 
601.4.8 Granular Material and Native Backfill Material:  For purposes of this specification, granular material is material 
for which the sum of the plasticity index and the percent of the material passing a No. 200 sieve does not exceed 23. The 
plasticity index shall be tested in accordance with AASHTO T-146 Method A (Wet Preparation), T-89 and T-90. 
 
Native material used for backfill shall be sound earthen material free from broken concrete, broken pavement, wood or other 
deleterious material with no piece larger than 4 inches.  
 
601.4.9 Rights-Of-Way Belonging to Others:  Backfill and compaction for irrigation lines of the Salt River Valley Water 
Users' Association and Roosevelt Irrigation Districts and for trenches in State of Arizona or another entity’s right-of-way 
outside the limits of the Contracting Agency shall be accomplished in accordance with their permit and/or specifications. 
 
601.4.10 Test Holes:  Boring logs shown on the plans do not constitute a part of the contract and are included for the 
Contractor's convenience only. It is not intended to imply that the character of the material is the same as that shown on the logs 
at any point other than that where the boring was made. The Contractor shall satisfy himself regarding the character and amount 
of rock, gravel, sand, silt, clay and water to be encountered in the work to be performed. 
 
601.4.11 Bedding and Backfilling for Electronic, Telephonic, Telegraphic, Electrical, Oil and Gas Lines:  The bedding 
and backfill for these underground facilities shall be native material or sand which conforms to the grading requirement of 
ASTM C33 for fine aggregate. When backfill material consists of aggregate base course, crushed stone, or other material 
containing stones, only sand will be used within the bedding, haunching, and initial backfill zones. The bedding depth shall be 
six inches.  Compaction shall be in accordance with Table 601-2. 
 
601.5 CONTRACTOR CERTIFICATION OF INSTALLATION PROCEDURES: 
 
When requested in the Special Provisions or by the Engineer prior to installation, the Contractor shall furnish to the Contracting 
Agency an affidavit (certification) from the pipe manufacturer (or his designee) stating that the Contractor is familiar with the 
manufacturer’s suggested installation methods and procedures and the manufacturer’s suggested installation methods and 
procedures are consistent with MAG requirements. 
 
When required by the Special Provisions, the pipe manufacturer or his designee will review the Contractor’s methods and 
procedures for pipe installation in the field.  The Contractor will make any adjustments in the installation as recommended by 
the manufacturer or his representative.  If necessary, the Contractor may be required to reinstall or provide corrections to pipe 
installed prior to the field review at no cost to the Agency.  Once the manufacturer or his representative has reviewed the 
Contractor’s installation methods and the Contractor has adjusted his installation methods as recommended by the same, the 
manufacturer or his representative shall furnish to the Contracting Agency an affidavit (certification) that the Contractor’s 
installation methods and procedures, at the time of the review, complied with the manufacturer’s installation practices.  The 
affidavit must provide the name of the manufacturer’s representative witnessing the pipe installation. 
 
601.6 PAVEMENT REPLACEMENT AND SURFACE RESTORATION: 
 
601.6.1 Grading:  The Contractor shall do such grading in the area adjacent to backfilled trenches and structures as may be 
necessary to leave the area in a neat and satisfactory condition approved by the Engineer. 
 
601.6.2 Restoring Surface:  All streets, alleys, driveways, sidewalks, curbs, or other surfaces, in which the surface is broken 
into or damaged by the installation of the new work, shall be resurfaced in kind or as specified to the satisfaction of the Engineer 
in accordance with Section 336. 
 
601.6.3 Cleanup:  The job site shall be left in a neat and acceptable condition. Excess soil, concrete, etc., shall be removed 
from the premises. 
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601.6.4 Temporary Pavement:  The Contractor shall install temporary asphalt pavement or the first course of permanent 
pavement replacement in accordance with Section 336 immediately following backfilling and compaction of trenches that have 
been cut through existing pavement.  Except as otherwise provided in Section 336, this preliminary pavement shall be 
maintained in a safe and reasonably smooth condition until required backfill compaction is obtained and final pavement 
replacement is ordered by the Engineer. Temporary paving removed shall be hauled from the job site and disposed of by the 
Contractor at no additional cost to the Contracting Agency. 
 
601.7 PAYMENT: 
 
No pay item will be included in the proposal or direct payment made for trench excavation, backfilling, compaction, or 
placement of temporary pavement. The cost of these features of the work shall be included in the unit price per linear foot for 
furnishing and laying pipe.  
 

- End of Section - 
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TRENCHLESS INSTALLATION OF SMOOTH WALL JACKING PIPE  
 
607.1 DESCRIPTION:  
 
The Contractor shall furnish all labor, material and equipment as required for the trenchless operation for the installation of 
thirty-inch inside diameter (30” ID) and larger, tongue and groove smooth wall jacking pipe installed by horizontal earth pipe 
jacking or hand tunneling. 
 
607.2 MATERIALS: 
 
The jacking pipe shall be tongue and groove smooth wall reinforced concrete pipe per ASTM C76 class V, unless vitrified clay 
pipe per ASTM C1208, or centrifugally cast fiberglass reinforced polymer mortar pipe per ASTM D3262, is approved by 
engineer. 
 
607.3 TRENCHLESS OPERATION: 
 
Before starting operations, the Contractor shall submit in accordance with Section 105.2, detailed shop drawing of the bore pit 
and receiving pit shoring, the jacking pipe, bulkheads, installation method, and the annular grouting mix design and grouting 
method. The proposed installation method and equipment shall be at the Contractor’s option, no field construction shall 
commence until the proposed installation method is approved in writing by the Engineer.  The Engineer’s approval shall in no 
way relieve the Contractor of the responsibility for damages of any nature which might occur as a result of the methods used. 
 
The bore and reception pits for the trenchless operation shall be shored to safeguard existing sub-structures and surface 
improvements against ground movement. 
 
The leading section of jacking pipe shall be equipped with a tunnel shield.  Excavation shall be carried out entirely within the 
tunnel shield and no excavation in advance thereof will be permitted. Every effort shall be made to avoid any loss of earth 
outside of the tunnel shield. Excavated material shall be removed from the jacking pipe as excavation progresses. 
 
Upon completion of the jacking operation and if the grade of the jacking pipe is acceptable, all voids around the outside of the 
pipe shall be filled with grout. 
 
607.4 DEWATERING: 
 
All water encountered during the trenchless operation shall be disposed of by the Contractor in a manner that will not damage 
public or private property or create a nuisance or health problem. The cost of furnishing pumps, pipes and equipment for 
dewatering shall be considered incidental to the work and no additional payment shall be made. 
 
607.5 MEASUREMENT AND PAYMENT: 
 
Measurement for jacking pipe shall be the number of horizontal linear feet from the end of jacking pipe in the bore pit to the end 
of jacking pipe in the reception pit.   
 
Payment for jacking pipe shall be full compensation for furnishing all labor, material, tools, and equipment required for the 
trenchless installation of the jacking pipe, complete in place including but not limited to shop drawings, dewatering, jacking 
pipe, bulkhead placement, grouting, and the excavation and backfilling of pits.  
 
When a Contractor has the option of jacking and/or boring or open cut construction, and elects to construct a pipeline by the 
jacking and/or boring method, he will be paid for the replacement of such items of work as pavements, curb and gutter, 
sidewalk, driveway and alley entrances, as allowed for by open cut construction. 
 

- End of Section – 
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WATER LINE CONSTRUCTION 
 
610.1 DESCRIPTION: 
 
The construction of all water lines shall conform to applicable standard specifications and details, except as otherwise required 
on the plans or as modified in the special provisions. 
 
610.2 GENERAL: 
 
All pipes shall be delivered, handled and installed in accordance with the manufacturer's recommendations and/or applicable 
provisions of AWWA standards for installation of the various types of water mains specified, insofar as such recommendations 
and provisions are not in variance with the standard specifications and details. 
 
Where water lines are to be constructed in new subdivisions or in conjunction with street repaving projects, the streets shall be 
pre-graded to within 6 inches of the new street subgrade prior to trenching or cut stakes shall be set for trenching. 
 
610.3 MATERIALS: 
 
All pipes for water lines shall be of the classes shown on the plans or as specified below. 
 
(A) The 4-inch through 16-inch diameter pipe sizes may be PVC C900 or ductile iron, except where a particular material is 

specified by the agency or the contract documents. All pipes shall be minimum 150 psi design unless otherwise specified. 
 
(B) Pipe 16 inches and larger may be either ductile iron, or concrete pressure pipe-steel cylinder type. 
 
Ductile iron and cast iron water pipe and fittings per: Section 750. Concrete pressure pipe-steel cylinder type per: Section 758. 
C900 PVC per: AWWA C900-07. 
 
Service material containing brass or bronze must comply with the current NSF 61-8 standards at the time the project begins. 
 
All brass or bronze service material must meet the current AWWA C-800 standards. 
 
Any product used in water line construction containing brass or bronze that comes in contact with potable water shall meet the 
current NSF standards and federal law. 
 
Only such packing materials as are included in the list of acceptable materials in AWWA C-600 for installation of cast iron 
water main shall be used. The packing materials shall be handled in such a manner as to avoid contamination, and shall be dry 
when placed in the joints. All such materials shall be free of oil, tar, or greasy substances, except that treated paper packing 
material, jute, cement, or sulfur compound caulking will not be permitted. 
 
610.4 CONSTRUCTION METHODS: 
 
610.4.1 Trenching/Cover: All water mains in major streets shall have a minimum cover of 48 inches over the top of the pipe. 
Water mains in other locations shall have a minimum cover over the top of the pipe as follows: 
 
(A) 36 inches for mains smaller than 12 inches. 
 
(B) 48 inches for mains 12 inches and larger. 
 
Cover for water mains will be measured from existing or proposed finished grade of pavement or from natural ground, 
whichever is deeper. 
 
Except as otherwise required in this specification, the special provisions, or by the Engineer, trench excavation, backfilling and 
compaction shall be in accordance with the requirements of Section 601. Backfilling may be accomplished as soon as the pipe 
line has been installed to the satisfaction of the Engineer, subject to the requirements for testing per Section 611. 
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610.4.2 Laying Pipe:  No water main shall be deflected, either vertically or horizontally, in excess of that recommended by 
the manufacturer of the pipe or coupling. 
 
If adjustment of the position of a length of pipe is required after it has been laid, it shall be removed and rejoined as for a new 
pipe. 
 
Curb stops with flushing pipes or fire hydrants shall be installed at the ends of dead-end mains according to standard details. 
 
Thrust blocks shall be installed in accordance with this specification. 
 
Valve boxes and covers shall be according to standard details. 
 
Ductile iron pipe shall be installed in accordance with this specification and pipe and fittings shall be in accordance with 
Section 750. 
 
PVC C-900 pipe shall be installed in accordance with AWWA C900 and Section 601. 
 
610.4.3 Blocking and Restraints:  All pipe lines, valves and fittings 16 inches and smaller in diameter shall be blocked with 
concrete thrust blocks in accordance with standard details. Thrust block areas for pipe, valves and fittings larger than 16 inches 
in diameter shall be installed per details shown on the plans.  The areas stipulated in the standard details are minimums and 
shall not be decreased. 
 
If irregular soil or pressure conditions are encountered, a thrust block design revision or an alternate joint restraint system may 
be required by the Engineer. 
 
When restrained/welded joints are specified to resist thrust forces, blocking is not required. 
 
With the Engineers approval, restrained/welded joints may be used in lieu of thrust blocks. 
 
Where restrained joints are specified on mains sixteen (16) inches in diameter and smaller, ductile iron pipe shall be used with 
an approved joint restraint method. 
 
On mains sixteen (16) inches in diameter and larger where plans specify welding joints and where ductile iron pipe is furnished, 
joints shall be restrained by an approved joint restraint method for the distance specified. 
 
610.4.4 Maintain Pipe Cleanliness / Pipe Cleaning:  The interior of all pipe and fittings shall be kept as free as possible of all 
dirt and foreign material at all times, until the pipe is placed in the new line. 
 
Every precaution shall be taken to prevent foreign material from entering the pipe. When on the project site, the ends of the pipe 
section shall be plugged, wrapped or tarped at all times when pipe laying is not in progress, which includes storage and staging 
at the site.  The pipe shall be stored on a pallet, blocking or other means to prevent foreign materials from entering the pipe. 
The pipe line shall be protected by a water-tight plug or other means approved by the Engineer when the pipe is in the trench if 
pipe laying is not in progress. 
 
If in the opinion of the Engineer, the pipe contains dirt that will not be removed during the flushing operation; the interior of the 
pipe shall be cleaned and swabbed, as necessary, with a .005 to .010 percent chlorine solution. 
 
If the Contractor or pipe-laying crew cannot install the pipe in the trench without getting earth into it, the Engineer may require 
that, before lowering the pipe into the trench, a heavy, tightly woven canvas bag of suitable size be placed over each end of the 
pipe and left there until the connection is to be made to the adjacent pipe. 
 
At the close of each day's work, and at times when pipe laying is not in progress, the open ends of the pipe shall be closed by a 
watertight plug or other means approved by the Engineer.  Joints of all pipe in the trench shall be completed before the work is 
stopped. If water is in the trench, the seal shall remain in place until the trench is pumped dry.  
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610.4.5 Testing: Hydrostatic testing shall be in accordance with Section 611. After pressure testing and before placing in 
service, all water lines shall be disinfected. Disinfection shall be accomplished in accordance with Section 611. All corporation 
stops used for testing and chlorination shall be left in the pipe line with the stop closed and all connecting pipe removed. 
 
610.5 SEPARATION: 
 
610.5.1 General:  Water lines and sewer lines shall be separated to protect water lines from contamination by sewer lines.   
 
The angle of a water line and sewer line crossing shall be limited to between (45) forty-five degrees and (90) ninety degrees. 
Intersection angles of less than (45) forty-five degrees shall not be allowed. 
 
Separation distances are measured from the outside diameter of the water or sewer line, or the centerline of a manhole.  
 
When water and sewer lines cannot meet separation requirements, extra protection is required as described in Subsection 
610.5.5 and shown in Standard Details 404-1, 404-2 and 404-3. 
 
Extra protection requirements for line crossings are measured from the closest outside surfaces of the sewer and water line. 
 
Water line service connections to individual building supply and distribution plumbing shall not be placed below sewer lines, 
and shall otherwise comply with the separation requirements of the applicable plumbing code as applied by the Agency 
(Administrative Authority).  Methods described for extra protection do not apply to these service lines. 
 
Water and sewer lines shall not be constructed parallel within a common trench. 
 
610.5.2 Water Line Separation from Gravity Sewer Lines: Water lines shall not be placed within two (2) feet horizontal and 
one (1) foot vertical above and two (2) feet vertical below gravity sewer lines. 
 
Extra protection is required where a water line is placed within six (6) feet horizontal and two (2) feet vertical above a gravity 
sewer line. 
 
Extra protection is required where a water line is placed within six (6) feet horizontal and any distance below a gravity sewer 
line. 
 
610.5.3 Water Line Separation from Pressurized Sewer Lines:  Water lines shall not be placed within six (6) feet 
horizontal and within two (2) feet vertical below or within two (2) vertical above a pressurized sewer line.  
 
Extra protection is required where a water line is placed within six (6) feet horizontal and within six (6) feet vertical above a 
pressurized sewer line.  
 
Extra protection is required where a water line is placed within (6) feet horizontal and any distance below a pressurized sewer 
line. 
 
610.5.4 Water Line Separation from Manholes:  Water lines shall not pass through or come into contact with any part of a 
sewer manhole and shall be separated six (6) feet horizontal from the center of a sewer manhole.  
 
610.5.5 Extra Protection:  New water lines that require extra protection from new sewer lines, shall have extra protection 
provided by using ductile iron pipe for both lines.  Lines of standard pipe length shall be centered at the point of crossing so 
that no joints exist within six (feet) horizontal and only restrained or mechanical joints exist within ten (10) feet horizontal. 
 
New water lines that require extra protection from sewer lines, shall have identification wrap and/or tape installed on the water 
and sewer lines for the length that requires extra protection for each line. 
 
New water lines that require extra protection from existing sewer lines shall be constructed using the extra protection specified 
for new water lines, and the existing sewer line:  
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(1) shall be reconstructed using a standard length of ductile iron pipe centered at the point of crossing so that no joints 
exist within six (6) feet horizontal and only restrained or mechanical joints exist within ten (10) feet horizontal, or 
 

(2) shall be encased in 6 inches of concrete for the horizontal distance of the line that requires extra protection but for a 
distance no less than ten (10) feet horizontal. 
 

Existing water lines that require extra protection from new sewer lines shall provide for extra protection by:  
 

(1) constructing the new sewer line and reconstructing the existing water line using ductile iron pipe for both lines with 
standard pipe lengths centered at the point of crossing so that no joints exist within six (feet) horizontal and restrained 
or mechanical joints exist within ten (10) feet horizontal, or   

 
(2) encasement of both the existing water line and the new sewer line in six (6) inches of concrete for the horizontal 

distance of the lines that require extra protection but for a distance no less than ten (10) feet horizontal. 
 
(3) Extra protection for existing ductile iron water lines can be met by the installation of restrained or mechanical joints on 

the existing water line within ten (10) feet horizontal of the crossing and either  
 

(a) construction of new sewer line using a standard pipe length of ductile iron pipe centered at the point of crossing so 
that no joints exist within six (6) feet horizontal and restrained or mechanical joints exist within ten (10) feet 
horizontal, or  

 
(b) encasement of the new sewer line in 6 inches of concrete for the horizontal distance of the line that requires extra 
protection but for a distance no less than ten (10) feet horizontal. 
 

610.6 POLYETHYLENE CORROSION PROTECTION: 
 
610.6.1  General:  Where called for in the plans and specifications or directed by the Engineer, pipe, valves and fittings shall 
be protected from corrosion by encasement in a polyethylene protective wrapping referred to hereafter as polywrap. Although 
not intended to be a completely air and water tight enclosure the polywrap shall provide a continuous barrier between the pipe 
and surrounding bedding and backfill. 
 
610.6.2  Materials:  The polywrap shall be of virgin polyethylene, not less than 8 mils in thickness, formed into tubes or 
sheets as may be required. Naturally pigmented material may be used where exposure to ultraviolet light will be less than 48 
hours.  
 
Otherwise the material shall be pigmented with 2 to 2 1/2 percent of well dispersed carbon black with stabilizers. 
 
The polywrap shall be secured as specified below with 2-inch wide pressure sensitive tape not less than 10 mils thick.  This 
flexible tape shall consist of a polyethylene or polyvinyl chloride backing with a synthetic elastomeric adhesive film comprised 
of butyl rubber. Tape shall remain flexible over a wide range of temperatures, with tensile strength and elongation properties in 
conformance with ASTM D1000.   
 
The minimum tube size for each pipe diameter shall be per Table 610-1. 
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TABLE 610-1 (from AWWA C105-05) 
POLYWRAP FLAT TUBE WIDTHS 

Nominal Pipe Diameter (Inches) Cast Iron Or Ductile Iron With 
Push-On Joints (inches) 

Cast Iron or Ductile Iron With 
Mechanical Joints (inches) 

 
4 
6 
8 

10 
12 
14 
16 
18 
20 
24 
30 
36 
42 
48 
54 
60 
64 

 
14 
16 
20 
24 
27 
30 
34 
37 
41 
54 
67 
81 
81 
95 

108 
108 
121 

 
16 
20 
24 
27 
30 
34 
37 
41 
45 
53 
. 
. 
. 
. 
. 
. 
. 

 
610.6.3 Installation:  The polyethylene tubing shall be cut into lengths approximately 2 feet longer than the pipe sections. 
With the pipe suspended from the center the tube shall be slipped over the spigot end and bunched up between the point of 
support and the spigot end. After the pipe is installed into the bell of the adjacent pipe the pipe shall be lowered to the trench 
bottom and the supporting sling removed from the center of the pipe. The pipe shall then be raised at the bell end enough to 
allow the tube to be slipped along the full length of the barrel with enough left at each end to overlap the adjoining pipe about 1 
foot. A shallow bell hole must be made at each joint to facilitate installation of the polywrap. 
 
Pull the bunched-up polywrap from the preceding length of pipe, slip it over the end of the new length of pipe, and secure in 
place with one circumferential turn of tape plus enough overlap to assure firm adhesion. Then slip the end of the polywrap from 
the new pipe section over the end of the first wrap until it overlaps the joint at the end of the preceding length of pipe. Tape it in 
place. 
 
The loose wrapping on the barrel of the pipe shall be pulled snugly around the barrel of the pipe, and excess material folded over 
the top of the pipe and the folds held in place by means of short strips of adhesive tape, at about 3 foot intervals along the pipe. 
 
Repair any rips, punctures or other damage to the tube with the adhesive tape or pieces of tube material secured with tape. 
 
Bends and reducers in the line shall be covered with polyethylene in the same manner as pipe. 
 
Valves, tees, crosses and outlets shall be wrapped with flat sheets of the same material. The sheets shall be passed under valves 
and brought up around the body to the stem. Edges shall be brought together, folded twice and secured with the adhesive tape. 
 
610.6.4 Payment for Polywrap:  Payment for this item shall be per the provisions of Subsections 109.4 and 109.5 of the 
specifications unless this item is specifically called for on the plans or in the supplemental specifications or special provisions 
as a specific component and pay item for a given project. 
 
610.7 VALVES: 
 
Valves shall be installed in accordance with AWWA C-600 or AWWA C-603 modified as follows: 
 
All tapping sleeves, gate valves, butterfly valves, air release and vacuum valves and corporation stops shall be in accordance 
with Section 630. 
 
Just before installation in the trench, valves shall be fully opened and closed to check the action, and a record made of the 
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number of turns required to fully open or close the valve. For valves 16 inches and larger, a member of the water utility shall be 
present to check the action and record the number of turns. The inside of all valves shall then be thoroughly cleaned and the 
valve installed. 
 
Valves 12 inches and smaller in size shall be supported by concrete blocks, in accordance with the standard details. 
 
Valves 16 inches and larger in size along with their bypass valves, shall be supported on concrete slabs, and/or concrete piers, as 
indicated on the plans. 
 
Concrete supports shall be provided under valves in vaults and manholes, and shall be constructed an inch low, then grouted 
with non-shrink grout. Adjustable pipe supports shall be as indicated on the plans. Buried valves shall be supported on concrete 
blocks as detailed on the plans. 
 
Valve boxes shall be installed over all buried valves in accordance with standard details. 
 
Standard couplings or matching joints shall be used when more than one length of pipe is required, or when two or more pieces 
are joined, to form the valve box riser. Install extension stems on all valves where the operating nut is 5 feet or more below 
grade. 
 
610.8 MANHOLES AND VAULTS: 
 
Construction shall consist of furnishing all materials and constructing manholes or vaults complete in place, as detailed, 
including foundation walls, cast iron steps, frames, covers, and any incidentals thereto, at location shown on the plans. 
 
Manholes shall be constructed to conform with the requirements of Section 625 and standard details, except the inside diameter 
shall be 60 inches. 
 
Vaults shall be constructed of reinforced concrete conforming to Section 725 and of concrete pipe conforming to ASTM C76 
Wall A or B. Vaults shall be kept moist for 7 days before backfilling. 
 
610.9 FIRE HYDRANTS: 
 
The Contractor shall furnish all labor, materials, and equipment necessary to install fire hydrants complete in place at locations 
shown on the plans in accordance with the standard details and special provisions. Fire hydrants furnished by the Contractor 
shall conform to the requirements of Section 756. 
 
If paint is chipped, scuffed, or otherwise damaged during handling and installation, the Contractor shall touch up such spots as 
may be designated by the Engineer. 
 
All hydrants must be flushed and left in good working condition with the control valve open. 
 
610.10 COUPLINGS, JOINTS, GASKETS AND FLANGES: 
 
(A) Couplings: The couplings used to join the pipe to flanged valve adapters shall have a minimum working pressure of 150 
psi, and shall have a fusion-bonded epoxy finish. The coupling sleeves shall be carbon steel with a minimum yield of 30,000 
psi. The flanges shall have a minimum yield of 30,000 psi and be ductile iron or carbon steel for sizes up to 12”, or 
high-strength, low-alloy steel for sizes 14” and larger. 
 
(B) Joints: The joints and fitting shall conform to Sections 750 and 752. 
 

Bolts and Nuts: 
 

(1) Bolts, studs, and nuts used in underground field flanged connections or for connecting fittings shall be carbon steel 
compliant with ASTM A307, Grade A unless Grade B is specified.  Bolts, studs, and nuts shall be in accordance with 
AWWA C111.  Bolts and studs shall have Class 2A thread tolerance with the corresponding nuts having Class 2B
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tolerance.  Bolts, studs and nuts shall have a hot-dipped zinc coating in accordance with ASTM F2329.  All bolt 
diameters shall normally be 1/8 inch smaller than the bolt hole diameter.  If specified, allowable exceptions to zinc 
coating shall be bolts, studs, and nuts made from 316 stainless steel per ASTM F593 or cadmium plated per ASTM 
B766.  All bolts shall be hexagonal heads. 

(2) The minimum requirement for underground mechanical joint connections using T-head bolts shall meet the 
requirements of AWWA C111 using a high strength low alloy steel manufactured for atmospheric corrosion resistance 
per ASTM A242. 

 
These bolted joints shall be protected as follows: Following installation and before backfilling, all couplings, steel flanges, 
bolts, nuts, anchor bolts and rods, bolting of all flanged valves, and all exposed steel shall be protected from corrosion by 
either of the two methods outlined below at the Contractor's option. 

 
(A)  Below ground installations shall be coated with NO-OX-ID “A” with a film of not less than 1/32 inch thick and then coated 
with cement mortar not less than 1 inch thickness before backfilling. Cement mortar shall be composed of 1 part cement, ASTM 
C150, Type II, low alkali, to 3 parts sand. Before application of the cement mortar coating the area to be protected shall be 
covered with a layer of 2 x 2 inch No. 14 gage welded wire fabric, firmly wired in place. 

 
(B) Below ground installations shall be protected by the application of hot coal-tar enamel. The coal-tar enamel shall be in 
accordance with AWWA C-203 and shall be applied to the top part of the pipe or fittings by daubers for at least 2 coats for a 
total minimum thickness of 1/16 inch. The coal-tar for under side of the pipe flanges or fittings shall be applied by the pan or 
cocoon method as described below and in AWWA Manual M-11, Steel Pipe. 

 
Pan Method: The coating pan is securely anchored in place on the underside of the pipe and straddling the connection to be 
coated. The pan shall be wide enough so that the entire connection will be coated. 

 
Hot coal-tar enamel is poured into the pan, from one side only, until the pan is completely filled. The drain plug or valve, is then 
opened and the excess coal-tar drained out. The pan can then be removed. Details of the coating pan and corresponding 
dimensions are given in AWWA Manual M-11. 

 
The upper portion of the connection, and all remaining exposed steel pipe, will then be coated by the use of a dauber. The 
coal-tar coating shall be applied in at least 2 coats for a minimum thickness of 1/16 inch. The daubers and method of application 
shall conform to AWWA C-203. No thinning will be allowed. 
 
(C) Cocoon Method: The cocoon is formed by placing glass fiber cloth or roofing paper, of the proper width, around the 
underside of the connection and adjacent exposed steel pipe. The edges of the cocoon shall be securely fastened to the pipe. 
Backfill is lightly placed to the spring line, and the top of the cocoon is opened and layed back on the filled area and hot coal-tar 
enamel poured, from one side only, until the cocoon is completely filled. The loose backfill prevents rupture of the cocoon. The 
upper portion of the connection and remaining exposed steel pipe shall be coated as above. 
 
(D) Gaskets: Except as otherwise provided, all gaskets for pipe lines shall be one piece full faced gaskets from one-ply cloth 
inserted SBR rubber material. Gaskets for flanges 20 inches and smaller shall be from 1/16 inch thick material. Gaskets for 
flanges 24 inches and larger shall be from 1/8 inch thick material. Gasket material shall be J-M 109 as manufactured by 
Johns-Manville Corporation or an approved equal. Physical characteristics of the rubber compound shall meet ASTM D2000, 
Class 4AA805A13. 
 
(E)  Flanges: Cast iron flanges shall conform to AWWA C-110 as to material, diameter, thickness, drilling, etc. Steel flanges 
shall be ring or hub type, and shall conform to AWWA C-207, Class D. All flanges shall be drilled and have flange diameters 
and bolt circles conforming to AWWA C-110, except bolt holes will be 1/8 inch larger than the bolts given for the various sizes. 
All bolts shall be as specified above and all flanges shall have a flat facing. 
 
610.11 CONNECTION TO EXISTING MAINS: 
 
Existing pipe to which connections are to be made shall be exposed by the Contractor as directed by the Engineer, to permit 
field changes in line, grade or fittings, if necessary.
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All connections to existing mains shall be constructed according to the plans. 
 
Valves connecting new work to the existing system shall be kept closed at all times.  
 
Only Agency personnel shall operate existing valves.  The Contractor shall not operate valves in the existing system. 
 
After disinfected samples have been taken and the new work passes the bacteriological tests, the new line shall then be turned 
over to the Contracting Agency with all branch lines and tie-in valves closed. 
 
When shutdown of an existing water main is necessary in order to connect to the new lines, the Contractor shall make 
application and pay the required charges to the Contracting Agency. A conference between the Contractor's representative, 
Engineering Inspection, and Water Distribution personnel shall establish the time and procedures to insure that the shutdown 
will be for the shortest possible time. If necessary to minimize inconvenience to customers, shutdowns may be scheduled 
during other than normal working hours. The water supply to some customers, such as hospitals, cannot be shut off at any time. 
Provisions to furnish a continuous supply of water to such establishments will be required. After the procedures and time for a 
shutdown are agreed upon, it shall be the Contractor's responsibility to notify all customers in advance that the water will be 
turned off. When possible, customers shall be notified 24 hours in advance and in no case, except in emergency, shall 
notification be less than 30 minutes. Notification shall be in writing, giving the reason for the shutdown and the time and 
duration the water service will be shut off. 
 
The Contracting Agency will close existing valves, but will not guarantee a 100% complete shutdown. 
 
610.12 FIRE LINE SERVICE CONNECTIONS: 
 
Fire line service connections shall be installed in accordance with standard details. 
 
The fire line from the control valves at the main to the detector check valve shall be constructed of ductile iron pipe per Section 
750.  
 
610.13 METER SERVICE CONNECTIONS: 
 
All new meters must be installed by the Contracting Agency after the proper application as required by Code with fees paid at 
prevailing rates. 
 
When plans call for connections from a new water main to an existing water meter, the work shall include new copper pipe and 
fittings except as follows: 
 
(A) Wrapped galvanized pipe shall be used to connect or extend existing galvanized service pipe. Type K soft copper pipe or 
tubing shall be used to connect or extend existing copper service pipe except when otherwise called for in the plans. 

 
(B) When the existing main is not abandoned, and the existing meter is to be connected to the new line, the corporation stop at 
the old main shall be closed and the abandoned service line cut 6 inches from the old main. 
 
(C) Taps and service connections to the new main shall be made prior to testing and disinfection of the new line. 
 
(D) Meter service piping may be installed by drilling in place of open cut construction when approved by the Engineer. 
 
When called for on the plans, the meter and box shall be relocated by the Contractor as directed by the Engineer. Existing 
meters which are shown on the plans to be relocated shall be located and installed in accordance with standard details. 
 
Water meter boxes which are broken during construction shall be replaced by the Contractor at no additional cost to the 
Contracting Agency. Existing meter boxes which are already broken prior to start of construction shall be replaced by the 
Contractor with boxes furnished by the Contracting Agency. Boxes may be picked up by the Contractor after written 
authorization is received from the Engineer. The written authorization shall include the street address of each broken meter box 
and the size of meter box required. All water meter boxes shall conform to the standard details. 
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610.14 CLEANUP: 
 
When testing, chlorination, compaction, and cleanup do not follow pipe laying in an orderly manner, the Engineer reserves the 
right to close down trenching and pipe laying until these operations are adequately advanced.  
 
610.15 PAVEMENT AND SURFACING REPLACEMENT: 
 
Pavement and surfacing replacement shall be in accordance with the requirements of Section 336. 
 
610.16 MEASUREMENT AND PAYMENT: 
 
(A) Pipe: 
 

(1) Measurement of all pipe shall be of the linear feet of pipe installed, measured along the centerline of the pipe, through 
all valves and fittings, from the centerline of the fittings or centerline of valves on ends of pipe to the centerline of 
fittings, centerline of valves on ends of pipe or to the end of pipe, as the case may be, for all through runs of pipe.  
Measurement of lateral line pipes shall start at the centerline of valve at connection to the main.  Measurement of 
service lines shall be from the centerline of the new main to the connection at the meter.  Measurement shall be to the 
nearest foot. 
 

(2) Payment will be made at the contract unit price per linear foot of each type and size of pipe.  Such payment shall be 
compensation in full for furnishing and installing the pipe and fittings, specials, adapters, etc., complete in place, as 
called for on the plans and/or on the standard details, and shall include all costs of excavation, removal of obstructions, 
shoring and bracing, bedding, backfilling, compaction, maintenance of traffic, testing, disinfecting, connections to 
existing lines or works, and all work not specifically covered in other pay items. 

 
(B) Service Line Connections:  Measurement shall be of the number of unit connections made for water services, if called 
for in the bid.  Each bid item unit shall consist of the connection to the water main and to the meter, as may be required in the 
plan details.  Payment will be made at the contract unit price for each water service connection and shall be compensation in 
full for labor materials (other than pipe) equipment, tapping, and all necessary incidentals.  Payment for new service pipe 
required to make the connection will be made separately, as stipulated above.  If no contract bid item exists for connections, 
then the cost for connections to meters and main lines shall be included in the corresponding pipe bid item unit price.   
 
(C) Relocation of Existing Meters and Boxes:  Measurement shall be of the number of meters and boxes moved and 
reinstalled. Payment will be made at the contract unit price for each meter and box relocated and installed. 

 
(D) Permanent Pipe Supports and Encasement of Existing Pipes:  Measurement shall be of each unit included in the bid, 
and payment shall be compensation in full for supporting or encasing existing pipe, as required on the plans, including 
excavation, form work, reinforcing, concrete, handling and controlling flows in the existing pipe, removing and replacing 
existing pipe where necessary, supporting, backfilling and compaction, and pavement and/or surfacing replacement required in 
excess of pay width(s) allowed in Section 336. 

 
(E) Concrete Thrust Blocks:  Concrete thrust blocks and anchors for all pipe 16 inches and larger shall be measured by the 
cubic yard(s) of concrete placed, as required on the plans and/or as directed by the Engineer. Payment will be made at the 
contract unit price per cubic yard, and shall be compensation in full for excavation, formwork, placing and finishing concrete, 
reinforcing, backfilling and compaction, and pavement and/or surfacing replacement required in excess of pay width(s) allowed 
in Section 336. All thrust blocks and anchors for 12 inches and smaller pipe shall be included in the linear foot cost of the pipe. 

 
(F) Valves:  Measurement of and payment for valves, tapping sleeves and valves, and valve boxes shall be for each item 
furnished and installed, as designated in Section 630. 

 
(G) Fire Hydrants:  Measurement shall be the number of fire hydrants installed. Payment will be at the contract unit price for 
the installation of each fire hydrant complete in place and in operating condition. The 6 inch ductile iron pipe and fittings, 
required for making the connection from the main to the hydrant, shall be a separate pay item in the proposal as described 
above. 
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(H) Pavement and/or Surfacing Replacement:  Payment for pavement and/or surfacing replacement will be made as 
stipulated in Section 336, except as otherwise established in this specification. The cost of pavement and/or surface 
replacement required for service line installations shall be included in the contract unit price for service line pipe. 
 

- End of Section - 
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WATER, SEWER AND STORM DRAIN TESTING 
 

611.1  HYDROSTATIC TESTING:  
 
Water lines, including all fittings and connections to the water mains shall be tested for water-tightness by subjecting each 
section to hydrostatic testing in accordance with applicable provisions of AWWA C-600, except as modified below, and shall 
consist of pressure testing and allowance testing.  
 
The test section shall be slowly filled with potable water and all air shall be vented from the line. The rate of filling shall be as 
determined by the Superintendent of Water Distribution, with at least 24 hour notice required before tests are scheduled.  
 
The Contractor shall provide all vents, piping, plugs, bulkheads, valves, bracing, blocking, pumps, and measuring devices and 
all other equipment necessary for making the tests, including pressure gages, and shall pay the Contracting Agency for water 
used in the tests. 
 
Hydrostatic Testing: Pressure testing may be made before or after backfilling, but backfilling must be completed before 
allowance testing. If the pipe is center-loaded, a visual inspection for leaks may be made along the pipe line while the test 
section is under test pressure, and all visible leaks repaired. However, if mechanical compaction is to be used in the backfilling 
operations as spelled out in AWWA C-600, the tests shall not be made until the backfilling is completed and compacted. 
Backfill and compaction for the full distance encompassed by restrained/welded joints shall be completed prior to testing. All 
connections, blowoffs, hydrants and valves shall be tested with the main as far as is practicable. Hydrostatic testing shall not 
begin until the pipe has been filled with water for at least 24 hours to allow for air venting. 
 
(A) Pressure Testing: Unless otherwise noted in the contract documents, the minimum prescribed test pressure shall be at 

least 200 psi for lines smaller than 16 inches and 150 psi for lines 16 inches or larger, not to exceed 5 psi over the minimum 
prescribed test pressure, as measured at the lowest end of the section under test. The duration of each pressure test shall be 
at least 2 hours, during which time the test section shall not drop below the minimum prescribed test pressure. If the 
pressure in the pipe test section has not stabilized by the end of the testing period, a hydrostatic retest will be required.  

 
Each section of a new line between sectionalizing valves or between the last sectionalizing valve and the end of the project 
shall be tested separately as required in AWWA C-600, and/or as modified in these specifications, except that any such 
section less than 500 feet in length may be tested with the adjacent section, if both sections of line have the same pipe class 
rating. No section greater than 1/2 mile in total pipe length shall be tested without special written permission of the 
Engineer.  

 
(B) Testing Allowance/Makeup Water: Makeup water volume shall be determined after the pressure test has been 

satisfactorily completed and all backfilling and compaction has been completed to top of trench. Testing allowance shall be 
defined as the maximum quantity of makeup water necessary to be supplied into the pipe line section under test to restore 
the ending test pressure to the beginning test pressure, after the pipe line has been filled with water and all air expelled. The 
Contractor shall furnish the necessary apparatus and assistance to conduct the test.  

 
The duration of each makeup water test shall be at least 2 hours. To pass the allowance testing, the quantity of makeup water 
from the pipe line shall not exceed the makeup water quantity allowed by the following formula, from AWWA C-600: 
 

M =  SD √ P 
148,000 

in which 
 
 M = testing Allowance (makeup water), in gallons per hour. 
 

S = length of pipe tested, in feet  
 
 D = nominal diameter of pipe, in inches. 
 
 P = test pressure of the pipe being tested, per 610.15 (A)  

Revised 2015 

611-1 



SECTION 611 
 

Should the test on any section of the pipe line require more makeup water than allowed by the above formula, the Contractor 
shall locate and repair the defective pipe, fittings, or joint until the makeup water volume is within the specified allowance.  All 
repairs and retests, if required, shall be made at the Contractor's expense. 
 
Connections to the existing pipelines or existing valves shall not be made until after that section of new construction has 
satisfactorily passed the hydrostatic tests. 
 
Ductile iron pipe used in conjunction with ACP will be tested to the ACP standards, unless otherwise directed by the Engineer. 
High pressure systems of all ductile iron pipe will be tested in accordance with AWWA C-600, Section 4.1. 
 
611.2 DISINFECTING WATER MAINS 
 
611.2.1 Flushing Completed Pipe Lines: 
 
(A) Preliminary Flushing: All mains 12 inches and smaller shall be flushed, prior to chlorination, as thoroughly as possible 

with the water pressure and outlets available. Flushing shall be done after the pressure test has been made. It must be 
understood that flushing removes only the lighter solids and cannot be relied upon to remove heavy material allowed to get 
into the main during laying. It is difficult to flush mains over 12 inches in diameter, so in such instances the requirements 
above, must be rigidly adhered to. 

 
 Heavy duty, factory bushed, tapped couplings, with corporation stops shall be located at all high points in the lines to allow 

the air to be removed prior to testing the water lines and at disinfection points as may be required. Field taps will not be 
permitted. 

 
 The couplings, at high points and disinfection points, shall be left exposed during backfilling until the testing is complete. 

Couplings and corporation stops shall be left on the mains upon completion of water mains. 
 
(B) Valve Damage by Foreign Material: Unless proper care and thorough inspection are practiced during the laying of water 

mains, small stones, pieces of concrete, particles of metal, or other foreign material may gain access to mains newly laid or 
repaired. If it is believed that such foreign material(s) may be in the main, all hydrants on the line shall be thoroughly 
flushed and carefully inspected after flushing to see that the entire valve operating mechanism of each hydrant is in good 
condition. 

 
611.2.2 Chlorine Residual: Before being placed in service, all new mains and repaired portions of, or extensions to existing 
mains shall be chlorinated so that a chlorine residual of not less than 10 ppm remains in the water after 24 hours standing in the 
pipe. 
 
611.2.3 Methods of Applying Chlorine: Any of the following methods of application of chlorine (arranged in order of 
preference) may be used, subject to the approval of the Engineer. 

• Liquid chlorine gas-water mixture. 
• Direct chlorine feed. 
• Calcium or sodium hypochlorite and water mixture. 

611.2.4 Application of Liquid Chlorine: A chlorine gas-water mixture shall be applied by means of a solution-feed 
chlorinating device or, if approved by the Engineer, the dry gas may be fed directly through proper devices for regulating the 
rate of flow and providing effective diffusion of the gas into the water within the pipe being treated. Chlorinating devices for 
feeding solutions of the chlorine gas or of the gas itself must provide means for preventing the backflow of water into the 
cylinder. 
 
611.2.5 Chlorine-Bearing Compounds in Water: On approval of the Engineer, a mixture of water and a chlorine-bearing 
compound of known chlorine content may be substituted for liquid chlorine. 
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(A) Compounds to be used: The chlorine-bearing compounds that may be used are: calcium hypochlorite*, and sodium 
hypochlorite**. 
 
(B) Preparation of mixture: High-test calcium hypochlorite must be prepared as a water mixture for introduction into the water 
mains. The powder should first be made into a paste and then thinned to approximately a 1 percent chlorine solution (10,000 
ppm). The preparation of a 1 percent chlorine solution requires the following proportions of powder to water: 
 

Product    Amount of   Quantity of 
Compound  Water (Gallons) 
 

High-test calcium hypochlorite (65—70% Cl)  1 lb.   7.50 
Liquid laundry bleach (5.25% Cl)    1—2 pts.  12.6 

 
611.2.6 Point of Application: The preferred point of application of the chlorinating agent is at the beginning of the pipe line 
extension or any valved section of it and through a corporation stop inserted in the top of the newly laid pipe. The water injector 
for delivering the chlorine-bearing water into the pipe should be supplied from a tap on the pressure side of the gate valve 
controlling the flow into the pipe line extension. 
  
611.2.7 Rate of Application: Water from the existing distribution system or other source of supply shall be controlled so the 
rate of flow shall not exceed 500 gpm, unless approved by the Superintendent of Water Distribution, through a suitable 
measuring device into the newly laid pipe line during the application of chlorine. The rate of chlorine solution flow shall be in 
such proportion to the rate of water entering the pipe that the chlorine dose applied to the water entering the newly laid pipe 
shall produce at least 10 ppm of residual chlorine after 24 hours standing in the pipe. This may be expected with an application 
of 50 ppm, although some conditions may require more  
 
On lines 12 inches in diameter or less, determination of the rate of flow of water into the line to be treated may be made by 
starting with the line full of water and measuring the rate of discharge at a hydrant located at the end of the pipe farthest away 
from the point of chlorine application. 
 
For lines larger than 12 inches in diameter, the disinfection operation is generally started with the line empty. 
 
Measurement of the flow of water into and out of all lines shall be made by means of a pitot gage, current type meter, or other 
approved device. 
 
611.2.8 Preventing Reverse Flow: Valves shall be manipulated so that the strong chlorine solution in the line being treated 
will not flow back into the line supplying the water. Check valves shall be used to accomplish this. 
 
611.2.9 Retention Period: Treated water shall be retained in the pipe long enough to destroy all nonspore-forming bacteria. 
This period should be at least 24 hours and should produce no less than 10 ppm residual chlorine at the extreme end of the line 
at the end of the retention period. 
 
NOTE: If the circumstances are such that less than a 24 hour retention period must be used, the chlorine concentration shall be 
increased to 100 ppm. Under these conditions, special care should be taken to avoid attack on pipes, valves, hydrants and other 
appurtenances. 
 
611.2.10 Chlorinating Valves and Hydrants: In the process of chlorinating newly laid pipe, all valves or other appurtenances 
shall be operated while the pipeline is filled with the chlorinating agent. All valves in lines being disinfected shall be opened 
and closed several times during the 24 hour period of disinfection. 
 
611.2.11 Final Flushing, Sampling and Testing: Following chlorination, all treated water in the newly laid pipeline shall be 
thoroughly flushed until the replacement water throughout the new pipeline can be proved, by laboratory testing, comparable in 
quality to the water served to the public from the existing water system.  Prior to sampling for laboratory testing, the residual 
chlorine throughout the length of the pipeline shall be reduced to 1.0 ppm or less.  Once the required residual chlorine level in 
the pipeline is achieved, samples shall be taken as outlined below. 
 
________________________ 

*Comparable to commercial products known as HTH, Perchloron, and Pittchlor. 
** Known commercially as liguid laundry bleach. 
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The Contracting Agency or its authorized representative will collect all samples for testing of the new water mains.  To initiate 
the sampling and testing, the Contractor will present to the Contracting Agency a written request for such work no later than 24 
hours prior to the time when samples are to be taken. 
 
Samples shall be taken from a tap and riser located and installed in such a way as to prevent outside contamination.  Samples 
shall never be taken from an unsterilized hose or fire hydrant, because such samples will seldom meet bacteriological standards.  
The number of sampling locations shall be as follows:  Waterlines up to but less than 150 feet in length require one sampling 
riser installed as near the end as possible; lines 150 feet to 300 feet in length, two sampling risers, one near each end of the line; 
lines 300 to 3,000 feet in length, a minimum of three sampling risers.  In addition, dead ends on main lines should be 
represented with a sampling riser. 
 
The number of samples taken at each sampling location shall be determined by the Contracting Agency based on one of the 
following methods. 
 
(A) One sample from each sampling location which is examined and analyzed in the laboratory over a three day (72 hour) 

period. 
 
(B) Two samples taken on separate days from each sampling location.  Satisfactory water quality of the new main shall 

continue for a period of at least two days (48 hours) as demonstrated by laboratory examination of these samples. 
 
Upon completion of laboratory testing, results of all tests shall be sent by the laboratory to the Contracting Agency.  Results of 
laboratory analysis will be interpreted by the Contracting Agency, and reported to the Contractor.  Under no circumstance 
shall the Contractor contact the laboratory.  If there is need for test results before written reports are submitted, such 
information shall be obtained only from the Contracting Agency or its authorized representative. 
 
611.2.12 Repetition of Chlorination Procedure: Should the initial treatment fail to result in the conditions specified above, 
the original chlorination procedure shall be repeated until satisfactory results are obtained. 
 
611.3 SEWER LINE TESTING:  
 
Pressure testing of force mains shall be done in accordance with Section 611.1  
 
Sewers and pipe lines shall be subject to acceptance testing after backfilling has been completed but prior to the placement of 
the finished surface material. 
 
The Contracting Agency reserves the right to require testing of the entire installation. Cost of repairs or corrections necessary to 
conform to the following testing requirements will be borne by the Contractor at no additional cost to the Contracting Agency. 
 
(A) Low Pressure Air Test: 

 
Testing will be accomplished by the means of “Low Pressure Air Testing.”  Tests may be conducted by the Contractor or an 
independent testing firm. However, acceptance tests shall be made only in the presence of the Engineer. 
 
Test Procedure: 
 

(1) Before testing, the pipe shall be thoroughly cleaned. 
(2) The Contractor shall seal off the section of pipe to be tested at each manhole connection. Test plugs must be securely 

braced within the manholes. 
(3) A minimum of two connecting hoses to link the air inlet test plug with an above ground test monitoring panel must be 

provided. 
 (a) One hose is to induce air through the test plug and into the test chamber. 
 (b) The second hose is for the purpose of monitoring the test pressure from within the enclosed pipe. 
(4) UNDER NO CIRCUMSTANCES ARE WORKERS TO BE ALLOWED IN THE CONNECTING MANHOLES 

WHILE A PRESSURE TEST IS BEING CONDUCTED. 
.
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(5) Add air slowly into the test section. After an internal pressure of 4.0 psi is obtained, allow internal air temperature to 
stabilize. 

(6) After stabilization period, adjust the internal air pressure to 3.5 psi, disconnect the air supply and begin timing the test. 
(7) Refer to Table 611-1 to determine the length of time (minutes) the section under test must sustain while not losing in 

excess of 1 psi as monitored by the test gauge.  If the section of line to be tested includes more than one pipe size, 
calculate the test time for each size and add the test times to arrive at the total test time for the section. 

(8) Sections so determined to have lost 1 psi or less during the test period will have passed the leakage test. Those sections 
losing in excess of 1 psi during the test period will have failed the leakage test. 

(9) Appropriate repairs must then be completed and the line retested for acceptance. 
 

TABLE 611-1 
SANITARY SEWER AIR TEST 

Minimum Test Time for Various Pipe Sizes* 
Nominal Pipe Size, in. T (time), min/100 ft Nominal Pipe Size, in. T (time), min/100 ft. 

3 0.2 21 3.0 
4 0.3 24 3.6 
6 0.7 27 4.2 
8 1.2 30 4.8 

10 1.5 33 5.4 
12 1.8 36 6.0 
15 2.1 39 6.6 
18 2.4 42 7.3 

* The time has been established using the formulas contained in ASTM C828, Appendix. 
 
(B) Hydrostatic Test: 
 
Exfiltration Testing (water): 
 
Sanitary sewer testing by means of exfiltration should only be considered when low pressure air testing cannot be used and only 
with the approval of the Engineer. 
 
Testing Procedure: 

(1) The Contractor shall furnish all equipment for testing.  
(2) Seal off the downstream end of the line and fill with water to a minimum head of 4 feet in a stand pipe at the high end. 
(3) A period of at least one hour will be allowed for absorption time before making the test. 
(4) A suitable meter or method of measuring the quantity of water used is necessary. 
(5) The allowable water loss for sanitary sewers shall not exceed 0.158 gallons per hour per 100 feet of pipe per inch of 

diameter of pipe under a minimum test head of 4 feet above the top of the pipe at the upper end. 
 
(C) Deflection Test for HDPE and PVC Pipe: 
 
In addition to the tests prescribed above, the Contractor shall perform a deflection test on the system as directed by the 
Engineer. Any part of the installation which shows deflection in excess of 5% of the nominal inside diameter per Section 738 
for HDPE pipe or in excess of 5% of the average inside diameter per ASTM D3034 for PVC pipe, shall be evaluated and 
appropriate remedy, if any, shall be performed. 
 
After acceptance but prior to the termination of the warranty period, the Contracting Agency may test the long term deflection 
of the sewer. If the Contracting Agency determines that the deflection has exceeded 7 ½% of the average inside diameter, that 
portion of the installation shall be corrected by the Contractor at no cost to the Contracting Agency. 
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(D)  Closed Circuit T.V. Inspection: 
 
The Contracting Agency reserves the right to visually inspect the interior of the sewer line using a television camera. Any 
defects in the pipe or construction methods revealed shall be corrected by the Contractor at no additional cost to the 
Contracting Agency. 
 
611.4 POST INSTALLATION INSPECTION OF NEW MAINLINE STORM DRAINS:  
 
(A) Video Inspection: 
 
The Contractor shall provide the Engineer with an annotated video inspection record (either VHS or DVD format) of the new 
mainline storm drain pipeline. The video shall clearly show all joints, seals, connecting pipes, and manholes.  This video shall 
be provided to the Engineer, and reviewed and approved by the Engineer prior to the Contractor being allowed to place the 
final pavement over the storm drain line.  
 
(B) Deflection Test for HDPE and PVC Pipe:  
 
In addition to the tests prescribed above, the Contractor shall perform a deflection test on the system as directed by the 
Engineer. Any part of the installation which shows deflection in excess of 5% of the nominal inside diameter per Section 738 
for HDPE pipe or in excess of 5% of the average inside diameter per ASTM D3034 for PVC pipe, shall be evaluated and 
appropriate remedy, if any, shall be performed. 
 
After acceptance but prior to the termination of the warranty period, the Contracting Agency may test the long term deflection 
of the storm drain. If the Contracting Agency determines that the deflection has exceeded 7 ½% of the average inside diameter, 
that portion of the installation shall be corrected by the Contractor at no cost to the Contracting Agency. 
 
611.5 PAYMENT:   
 
No separate pay item shall be contained in the proposal for disinfecting water mains. This operation shall be included in the 
price bid for the water mains, installed complete in place, as specified in the proposal   
 
The Contracting Agency will pay for the initial Sewer C.C.T.V. inspection. Any additional inspection(s) required, due to the 
failure of the initial inspection, shall be paid for by the Contractor. 
 
No separate payment will be made for this Storm Drain Video or Deflection Testing; the cost of the video and deflection 
testing shall be included in the cost of the pipe. 
 
 
 

- End of Section - 
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SECTION 615 
 

SANITARY SEWER LINE CONSTRUCTION 
 
615.1 DESCRIPTION: 
 
The construction or extension of sanitary sewer lines shall conform to the applicable standard specifications and details, 
except as otherwise required on the plans or as modified in the special provisions. 
 
615.2 MATERIALS: 
 
Pipe used for sewer line construction, including specials, joints, and gaskets, shall be according to the following Sections, or as 
modified by the special provisions. 
 

• Reinforced Concrete Pipe (RCP), see Section 735 
• High Density Polyethylene (HDPE) Pipe, see Section 738 
• Steel Reinforced Polyethylene (SRPE) Pipe, see Section 739 
• Polypropylene Pipe (PP), see Section 740 
• Vitrified Clay Pipe (VCP), see Section 743 
• Polyvinylchloride Pipe (PVC), see Section 745 
• Ductile Iron Pipe (DIP), see Section 750 

 
615.3 TRENCHING: 
 
Trench excavation shall be accomplished in accordance with Section 601, except as specified below, or as modified by special 
provisions. 
  
The Engineer shall furnish the Contractor alignment and elevation stakes at agreed-upon intervals and offset together with cut 
sheets showing the difference in elevation from the top of the stakes to the flow line of the pipe. 
 
The trench shall be dry when the fine grading of the trench bedding is accomplished. Before placement of pipe the fine grade 
shall be carefully checked by use of a string line, laser beam, or other means so that when in final position the pipe will be true 
to line and grade, ±0.05 feet for 12 inch and smaller diameter pipe and ±0.10 feet for 15 inch and larger diameter pipe. 
 
615.4 SEPARATION: 
 
To protect water lines from contamination by sewer lines, separation and extra protection shall be in accordance with Section 
610. 
 
Sewer lines that are constructed of ductile iron pipe for extra protection shall be internally lined for sewer service. 
 
615.5 PIPE INSTALLATION: 
 
Pipe shall be of the type, class, and size called for on the plans. All pipe shall be protected during handling against impact 
shocks and free falls. No damaged or defective pipe shall be installed in the work. Pipe shall be kept clean at all times, and as 
the work progresses, the interior of the pipe shall be cleared of all dirt and superfluous materials of every description. 
 
The laying of the pipe shall be in trenches free from water or debris, and shall commence at the lowest point, with the spigot 
ends pointing in the direction of the flow. Each pipe shall be laid firmly and true to line and grade, in such manner as to form 
a closed concentric joint with the adjoining pipe and to prevent sudden offsets of the flowline. Any adjustment to line and 
grade shall be made by scraping away or filling in under the body of the pipe, never by wedging or blocking under the pipe 
ends. 
 
The alignment and grade of each length of pipe shall be checked after setting by measurement from the string line, laser beam 
target or other means approved by the Engineer.  
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At all times when work is not in progress, open ends of the pipe and fittings shall be securely closed to the satisfaction of the 
Engineer, so that no water, earth or other substance will enter the pipe or fittings. 
 
615.6 FITTINGS: 
 
All fittings shall conform to the requirements of the pipe specifications and shall be located as shown on the plans, or as directed 
by the Engineer, in accordance with the standard details. 
 
615.7 JOINTING: 
 
615.7.1 Gasket Joints:  Prior to joining pipes, all surfaces of the portions of the pipes to be joined shall be cleaned, dried, and 
prepared in accordance with the manufacturer's recommendations. The joints shall then be carefully centered and completed. 
 
Trenches shall be kept water-free during the installation of joints and couplings. 
 
The joint and coupling materials shall be as specified in the appropriate pipe sections and shall be installed in accordance with 
the manufacturer's recommendations. Cement mortar joints will NOT be permitted in sanitary sewer construction. 
 
615.7.2 Water Stops:  Water stops will be required when connecting pipes other than VCP or RCP to concrete structures, 
manholes, etc.  The water stop shall comply with Section 738 and shall be installed per manufacturer recommendations. 
 
615.8 SANITARY SEWER SERVICE TAPS: 
 
Sanitary sewer service taps shall be constructed in accordance with standard details. 
 
To maintain structural integrity of the pipe, service tap connections into an existing flexible pipe shall be made in accordance 
with the pipe manufacturer's recommendations.   
 
When any damage occurs to the pipe, the Contractor shall perform repairs, as recommended by the manufacturer at no cost to 
the Contracting Agency. Damage to the pipe will include but not be limited to gouging, marring, and scratching forming a clear 
depression in the pipe. 
 
The locations of the service tap for each property shall be in the downstream ⅓ of the lot, or as requested by the property owner. 
Sewer service taps shall not be covered until they have been plugged and marked in accordance with standard details and their 
location has been recorded by the Engineer. Electronic markers shall be placed at no greater depth than electronic locating 
devices can locate them (typically 2'-4').  
 
615.9 SANITARY SEWER CLEANOUTS: 
 
Cleanouts shall be constructed at locations shown on the plans, in accordance with the standard details. 
 
615.10 MANHOLES:  
 
Manholes shall be constructed to conform with the requirements of Section 625 and standard details. 
 
615.11 BACKFILLING: 
 
Backfilling and compaction shall be accomplished in accordance with Section 601 except as modified by special provisions.  
 
615.12 TRENCHLESS INSTALLATIONS:   
 
Trenchless installation of pipe shall be in accordance with Section 602 or Section 607. 
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615.13 INSPECTION AND TESTING 
 
Testing and inspection shall be in accordance with Section 611. 
 
615.14 PAVEMENT AND SURFACING REPLACEMENT: 
 
Pavement and surfacing replacement shall be in accordance with Section 336. 
 
615.15 CLEANUP: 
 
The Engineer has the right to close down forward trenching and pipe laying where testing, backfill, compaction and cleanup 
does not follow in an orderly manner. 
 
615.16 MEASUREMENT AND PAYMENT: 
 
(A) Sanitary Sewer Pipe and Fittings:  
 
Measurement will be made horizontally through manholes and fittings and from centerline to centerline of structures, for the 
various types and sizes of pipe called for on the plans and in the proposal. 
 
Payment for the various sizes and types of pipe will be made at the contract unit price per linear foot, and shall be compensation 
in full for furnishing and installing the pipe and fittings complete in place, as specified, including excavation, removal of 
obstructions, backfilling, compaction, sheeting and bracing, testing, and all incidental work not specifically covered in other 
pay items. 
 
(B) Sanitary Sewer Service Lines and Taps: 
 
Measurement of the number of taps installed will only be made when pay items for sanitary sewer taps are contained in the 
contract. 
 
When pay items for sanitary sewer taps are contained in the contract, payment for sanitary sewer service taps will be made at 
the contract unit price and shall be compensation in full for furnishing and installing pipe and fittings needed to connect to the 
main, complete in place, as specified and called for on the plans and standard details, including all cost for furnishing and 
installing electronic markers, and all cost of excavation, removal of obstructions, shoring and bracing, backfilling, compaction, 
pavement replacement, maintenance of traffic, and all work incidental thereto.   
 
The length of pipe required for the service lines shall be measured and payment made as Sanitary Sewer Pipe and Fittings.  If 
no pay item is provided for the sanitary sewer taps, the connection cost including all costs for furnishing and installing 
electronic markers shall be included in the unit cost of the sanitary sewer pipe. 
 
(C) Sanitary Sewer Cleanouts: 
 
Measurement will be the number and type of cleanout installed. 
 
Payment will be made at the contract unit price and shall be compensation in full for furnishing and installing pipe, fittings, and 
frame and cover as called for on the plans and in accordance with the standard details.  
 
 

- End of Section -
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SECTION 616 
 

RECLAIMED WATER LINE CONSTRUCTION 
 
616.1 GENERAL: 
 
This specification prescribes standards for utility water mains for the purpose of conveying, under pressure, reclaimed water for 
permitted reuse.  Installation of reclaimed water mains shall be constructed in accordance with these specifications for 
materials, installation, and identification. 
 
616.2 MATERIALS: 
 
Pipe materials shall be in accordance with Section 610. 
 
Valves shall be in accordance with Sections 610 and 630. 
 
Valve boxes shall be in accordance with Section 345, this Section and Detail 391-1 and 391-2.  Manholes shall be in 
accordance with Section 625, 787 and this Section, and applicable Details. 
 
616.3 INSTALLATION: 
 
Pipe shall be installed in accordance with Sections 601, 610, and this Section. 
 
Valves and risers shall be installed in accordance with this section. 
 
Valve box debris caps shall be installed in accordance with this Section and Detail 392. 
 
When a reclaimed water main is adjacent to or crosses a potable water main, the reclaimed water main shall be considered a 
pressure or force sanitary sewer and comply with Details 404-1, 404-2 and 404-3 for separation and/or protection.  When 
reclaimed water main is adjacent to or crosses a gravity, pressure or force sanitary sewer, the reclaimed water main shall be 
considered a potable water main and comply to Detail 404-1, 404-2 and 404-3 for separation and/or protection. 
 
616.4 IDENTIFICATION: 
 
The color purple shall be used for identifying all pipes, valves, and other equipment used for conveying reclaimed water. 
 
Reclaimed water identification tape shall be an inert polyethylene plastic impervious to all known alkalis, acids, chemical 
reagents and solvents likely to be encountered in the soil.  The tape shall be a minimum of 4.0 mils thick and no less than 3 
inches wide.  The tape shall be purple and shall have the words, “CAUTION: RECLAIMED WATER LINE” or similar 
wording printed in black lettering continuously along the entire length.  Lettering shall be a minimum 1 ½ inches high.  
Spacing between the individual words of the message shall not exceed three inches. 
 
Reclaimed water identification sleeving (pipe socks) shall be an inert polyethylene plastic that is impervious to all known 
alkalis, acids, chemical reagents and solvents likely to be encountered in the soil.  The sleeving shall be a minimum of 4.0 mils 
thick.  The sleeving shall be purple and shall have the words, “CAUTION: RECLAIMED WATER LINE” or similar wording 
printed in black lettering continuously along the entire length.  Lettering shall be a minimum 1 ½ inches high.  Spacing 
between the individual words of the message shall not exceed three inches. 
 
Reclaimed water identification decals shall be made of inert material resistant to cracking, peeling, and fading due to sunlight 
and heat.  Decals shall have an aggressive adhesive to ensure permanent bonding to the surface that is being identified.  The 
decals shall have the words, “CAUTION: RECLAIMED WATER - DO NOT DRINK” or similar wording printed in black 
lettering on a purple background.  Lettering shall be a minimum 1 inch high.  Spacing between the individual words of the 
message shall not exceed three inches. 
 
Reclaimed water pipe identified by stenciling shall use paint or ink resistive to all known alkalis, acids, chemical reagents and 
solvents likely to be encountered in the soil.  Stenciled pipe shall have the words, “CAUTION: RECLAIMED WATER - DO 
NOT DRINK” or similar wording printed in black or white lettering on a purple background continuously along the entire 
length.
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SECTION 618 
 

STORM DRAIN CONSTRUCTION 
 
618.1 DESCRIPTION: 
 
This section covers pipe line construction used for the conveyance of irrigation water and storm drainage in streets, easements, 
and alley right of ways, under low hydrostatic heads. 
 
Installation of pipe in laterals of Salt River Valley Water Users' Association or other irrigation districts shall conform to the 
specifications and permit of the respective irrigation district. 
 
Installation of pipe in State Highways shall conform to the specifications and permit of the Arizona Department of 
Transportation. 
 
Installation of pipe under railways shall conform to the specifications and permit of the respective railway agency.   
 
618.2 MATERIALS: 
 
Pipe used for storm drain construction, including specials, joints, and gaskets, shall be according to the following Sections, or as 
modified by special provisions. 
 

• Cast-in-Place Concrete Pipe (CIPP), see Section 620. 
• Reinforced Concrete Pipe (RCP), see Section 735. For permitted construction reinforced concrete pipe strength shall 

be equal to or higher than Class III, A-III, HE-III, or VE-III. 
• Non-Reinforced Concrete Pipe, see Section 736. 
• High Density Polyethylene (HDPE), see Section 738. 
• Steel Reinforced Polyethylene (SRPE) Pipe, see Section 739. 
• Polypropylene Pipe, see Section 740. 
• Corrugated Metal Pipe, see Section 760. 

 
The size, type, and minimum strength of pipe shall be as shown on the plans, or as specified.  Pipe stronger than that specified 
may be furnished at the Contractor's option and at no additional cost to the Contracting Agency. 
 
When specified in the special provisions pipe line layout drawings shall be furnished to the Engineer prior to the manufacture of 
the concrete pipe. Catch basin connector pipe need not be included in the pipe line layout; however, special prefabricated pipe 
connections to the main line shall be included. In lieu of including catch basin connector pipe in the pipe layout, a list of catch 
basin connector pipes shall accompany the layout. The connector pipe list shall contain the following information. 
 
(A) Size and Class of pipe. 
 
(B) Station at which pipe joins main line. 
 
(C) Number of section of pipe, length of section, type of sections (straight, horizontal bevel, vertical bevel, etc.). 
 
The pipe layouts will be used by the Contracting Agency for reference only, but their use shall in no way relieve the Contractor 
of the responsibility for the correctness of the layout. 
 
618.3 CONSTRUCTION METHODS: 
 
Trench excavation, backfilling, and compaction shall be accomplished in accordance with Section 601, except as specified 
below, or as modified by special provisions. 
 
The laying of the pipe shall be in finished trenches free from water or debris, and shall be commenced at the lowest point, with 
the spigot ends pointing in the direction of the flow. Each pipe shall be laid firmly and true to line and grade, in such manner as 
to form a close concentric joint with the adjoining pipe and to prevent sudden off-sets of the flow line.  Any adjustment to line 
and grade shall be made by scraping away or filling in under the body of the pipe, never by wedging or blocking under the pipe 
ends. 
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SECTION 618 
 
Trenchless installation of pipe shall be in accordance with Section 602 or Section 607. 
 
Variation from prescribed alignment and grade shall not exceed 0.10 foot and the rate of departure from or return to established 
grade or alignment shall be no more than 1 inch in 10 feet of pipe line unless otherwise approved by the Engineer. For closures 
and deflection angles greater than 10 degrees, joints shall be made by use of a bend, specially manufactured fitting, or by a 
concrete collar, per standard details. 
 
618.4 POST INSTILLATION INSPECTION AND TESTING:  
 
Post instillation inspection and testing shall be in accordance with Section 611.4. 
 
618.5 MEASUREMENT: 
 
(A) Main Line Pipe: Shall be the number of linear feet of pipe laid as measured along the pipe axis. 
 
Unless hereinafter modified, measurement shall extend through manholes when no change in pipe size occurs. When a change 
in pipe size occurs within a manhole, unless hereinafter modified, measurement for each size will be taken to the centerline of 
the manhole. 
 
(B) Connecting Pipe: Shall be the number of linear feet of pipe installed, as measured along the pipe axis from a main line pipe, 
or a manhole, or a catch basin to a catch basin, or a plugged end, and shall include the portions of the connecting pipe embedded 
in the above structures. 
 
618.6 PAYMENT: 
 
(A) Main Line Pipe: Will be paid at the contract unit price per linear foot, to the nearest foot, for each size and type of pipe and 
shall be compensation in full for furnishing and installing the type of pipe as specified and as shown on the plans including 
removal of obstructions, excavation, bedding, backfilling, compacting, testing, joint materials, joining, collars, and field 
closures. 
 
(B) Connecting Pipe: Will be paid at the contract unit price per linear foot, to the nearest foot for each type and size of pipe and 
shall be compensation in full for furnishing and installing complete in place as shown on the plans and as specified, the 
connecting pipe and specials including spur connections, removal of obstructions, excavation, bedding, backfilling, 
compacting, joint materials, joining, collars, field closures, and testing. 
 
 

End of Section 
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SECTION 625 
 

MANHOLE CONSTRUCTION AND DROP SEWER CONNECTIONS 
 
625.1 DESCRIPTION: 
 
625.1.1 Manholes: Construction shall consist of furnishing all materials and constructing manholes complete in place, as 
detailed, including foundation walls, manhole frames, covers, and any incidentals thereto, at locations shown on the plans. 
 
625.1.2 Sanitary Drop Sewer Connections:  Construction shall consist of furnishing all materials and constructing drop 
sewer connections complete in place as detailed, including foundation materials, pipe, and any incidentals thereto, at locations 
shown on the plans. 
 
625.2 MATERIALS: 
 
Unless otherwise shown on the plans or specified in the special provisions, materials to be used shall conform with the 
following: 
 
If allowed by the contracting agency, brick may be used for maintenance and adjustment of the existing sanitary sewer manhole 
or ring and cover. For the use of bricks in manholes see Section 775. 
 
Cement mortar for manholes Class D, per Section 776. 
 
Concrete for cast in place sanitary sewer manhole bases shall be Class A, for drop sewer connection shall be Class C, per 
Section 725. 
 
Pipe used in sanitary sewer manholes or drop sewer connections shall comply with pipe requirements of Section 615. 
 
Manhole frame and cover per Section 787 and cast in accordance with standard details. 
 
Manhole steps shall not be used. 
 
625.3 CONSTRUCTION METHODS: 
 
625.3.1 Manholes:  Manholes shall be constructed of precast concrete sections, or cast in place concrete. The invert channels 
shall be smooth and semi-circular in shape, conforming to the inside of the adjacent sewer sections. Changes in direction of 
flow shall be made with a smooth curve, having a consistent radius as large as the manhole will permit with no angle points. 
Changes in size and grade of the channels shall be made gradually, evenly, and uniformly throughout the manhole base. 
 
Invert channels may be formed of concrete, half tile laid in concrete, or be constructed by laying full section of sewer pipe 
through the manhole and breaking out the top half after the surrounding concrete has hardened. The bench of the manhole 
outside the channels shall be smoothed and shall slope towards the channels. 
 
The excavation shall be in such a manor, access is maintained around the manhole base before, during, and after placement of 
the manhole.  
 
For cast-in-place manhole bases, a foundation of Class A concrete shall be constructed in accordance with the standard details 
and Section 505. 
 
No brickwork shall be laid in water, nor, except as prescribed for curing, shall water be allowed to stand or run on any 
brickwork until the mortar has thoroughly set. Where new work is joined to existing unfinished work, the contact surfaces of the 
latter shall be thoroughly cleaned and moistened.  
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Bricks shall be thoroughly moistened prior to placing, and shall be laid in full cement mortar beds. Every course may be a 
header course, but at least every fourth course shall be a header course. The horizontal cross-section of the manhole shall be 
circular unless otherwise called for on the plans or standard details. An oval or egg-shaped section will not be permitted. The 
brick manholes shall be mortared outside with ½ inch of cement mortar as shown. Inside of the brick wall shall be neatly 
pointed. The mortar coat shall be cured with a liquid membrane-forming compound conforming with Section 726 immediately 
after mortar has been placed and finished. 
 
All machined surfaces on the frame and cover shall be such that the cover will lie flat in any position in the frame and have a 
uniform bearing through its entire circumference.  Any frame and cover which creates any noise when passed over by 
automobiles shall be replaced. Frames shall be set firmly in a bed of mortar true to line and grade, all as shown on the plans and 
as called for in these specifications. 
 
Backfilling shall be done in accordance with the requirements for trench backfilling as stated in Section 601. 
 
625.3.2 Sanitary Sewer Drop Connections:  Drop sewer connections shall be constructed in conformance with standard 
details. 
 
Backfilling shall be done in accordance with the requirements for trench backfilling as stated in Section 601. 
 
625.4 MEASUREMENT: 
 
Each type of manhole installed, shall be measured as a complete unit, no distinction shall be made based on manhole depth. 
 
625.5 PAYMENT: 
 
Payment will be made at the contract unit price for each accepted manhole, and shall be compensation in full for furnishing and 
installing the manhole, complete in place, with formed or pre-cast inverts, concrete foundation, sanitary sewer drop connections 
sheeting and bracing, removal of obstructions cast iron frame and cover, excavation and backfill, paving cut replacement in 
excess of the applicable pay widths authorized in Section 336, and any incidentals thereto, in conformance with the plans and 
specifications. 
 
 
 

- End of Section -
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SECTION 710 
 

710.3 MIX DESIGN REQUIREMENTS: 
 
710.3.1 General: The mix design for asphalt concrete shall be prepared by a laboratory that is accredited through the AASHTO 
Accreditation Program (AAP) in Hot Mix Asphalt Aggregates and Hot Mix Asphalt. The laboratory shall be under the direct 
supervision of a Civil Engineer, registered by the State of Arizona, and who is listed by ADOT as a “Qualified Asphaltic 
Concrete Mix Design Engineer” within ADOT’s latest list of approved laboratories. The latest list of approved laboratories is 
available on ADOT’s web page www.azdot.gov.  The date of the design shall not be older than one year from the date of 
submittal, unless supportive documentation is provided and approved by the Engineer. 
 
The mix design report shall include the following elements as a minimum. 

 
(1) The name and address of the testing organization and the person responsible for the mix design report. 

 
(2) The mix plant identification and/or location, as well as the supplier or producer name. 

 
(3) A description of all products that are incorporated in the asphalt concrete along with the sources of all products, 
including admixtures and asphalt binder, and their method of introduction. 

 
(4) The supplier and grade of asphalt binder, the source and type of mineral aggregate, and the percentage of asphalt 
binder and mineral admixture used. 
 
(5)  The percentage of RAP and RAP Binder being contributed to the total mix shall be included in the mix design report. 

 
(6) The mix design report whether Gyratory or Marshall shall state the traffic condition (low or high traffic) and size 
designation.   

 
(7) The results of all testing, determinations, etc., such as: specific gravity and gradation of each component, water 
absorption, sand equivalent, loss on abrasion, fractured coarse aggregate particles, Tensile Strength Ratio (ASTM D 4867), 
Marshall stability and flow, asphalt absorption, percent air voids, voids in mineral aggregate, and bulk density. Historical 
abrasion values may be supplied on existing sources. The submittal should include a plot of the gradation on the Federal 
Highway Administration’s 0.45 Power Gradation Chart, plots of the compaction curves and the results of moisture 
sensitivity testing. 

 
(8) The laboratory mixing and compaction temperature ranges for the supplier and grade of asphalt binder used within the 
mix design. 

 
(9) A specific recommendation for design asphalt binder content and any limiting conditions that may be associated with 
the use of the design, such as minimum percentages of crushed or washed fine aggregate. 

 
(10) The supplier’s product code, the laboratory Engineer’s seal (signed and dated), and the date the design was performed. 
 
(11) If a Warm Mix Technology or additive is used; the following shall be included: 

• Technology type and supporting manufacturer information; including instructions pertaining to laboratory 
mixture temperatures and curing. 

• Amount (%) of additive (technology) used in the mixture. 
• Attached copy of the ADOT approved product list, showing additive/technology 
• Minimum plant production temperature shall not fall below manufacturer’s recommendation. 
• Minimum field compaction temperature shall be identified. 
• Identify any special mixing or compaction temperatures or special methods to be used when conducting OA 

or OC testing of field collected samples.  Example: if the field collected samples of warm mix asphalt can be 
treated as conventional hot asphalt mix, provide the equivalent conventional hot asphalt mix compaction 
temperature.  
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SECTION 717 
 

ASPHALT-RUBBER ASPHALT CONCRETE 
 
717.1 DESCRIPTION: 
 
The work under this section shall consist of furnishing, proportioning and mixing all the ingredients necessary to produce an 
asphalt-rubber Asphalt Concrete (ARAC) material. ARAC mixes may be used for low or high traffic conditions, as determined 
by the agency. Low traffic conditions are conditions where the asphalt mix will be subject to low volume and low weight 
vehicle usage.  Examples of this condition are residential streets, most parking lots and residential minor collector streets.  
High traffic conditions are conditions where the asphalt mix will be subject to high volume and/or heavy weight vehicle usage 
as found on major collector, arterial and commercial streets.  Street classifications (i.e. minor collector and major collector) 
shall be determined by the specifying agency. 
 
717.2 MATERIALS: 
 
717.2.1 Asphalt-Rubber Binder (ARB): The blended ARB shall meet the criteria list below.  The ARB may be blended in a 
dedicated blending and storage unit connected to the hot plant or at the asphalt binder supplier’s facility. 
 
717.2.1.1 Asphalt Cement:  Asphalt cement shall conform to the requirements of Section 711. 
 
717.2.1.2 Crumb Rubber: Crumb Rubber shall meet the gradation requirements as shown in Table 717-1 below when tested 
in accordance with Arizona Test Method 714.   
 

TABLE 717-1 
GRADATION REQUIREMENTS OF CRUMB RUBBER 

Sieve Percent Passing 
Size Type B 

2.36 mm (#8)  
2.00 mm (#10) 100 
1.18 mm (#16) 65 - 100 
600 µm (#30) 20 - 100 
300 µm (#50) 0 - 45 
75 µm (#200) 0 - 5 

 
The crumb rubber shall have a specific gravity of 1.15 ± 0.05 and shall be free of wire or other contaminating materials, and 
shall contain not more than 0.5 percent fabric.  Calcium carbonate, up to four percent by weight of the crumb rubber, may be 
added to prevent the particles from sticking together. 
 
Certificates of Compliance conforming to Arizona State Department of Transportation Standard Specifications for Road and 
Bridge Construction Section 106.05 shall be submitted.  In addition, the Certificates shall confirm that the rubber is a crumb 
rubber, derived from processing at ambient temperature, whole scrap tires or shredded tire materials; and the tires from which 
the crumb rubber is produced is taken from automobiles, trucks, or other equipment owned and operated in the United States.  
The Certificates shall also verify that the processing does not produce, as a waste product, casings or other round tire material 
that can hold water when stored or disposed of above the ground. The crumb rubber to be used in ARB shall be the type 
produced through a process of mechanical grinding at ambient temperature.  Use of crumb rubber granules produced from a 
cryogenic process is prohibited. 
 
717.2.1.3 ARB Proportions and Properties:  Ground crumb rubber in ARB shall be a minimum of 18 percent by weight of 
total binder,    
  
ARB shall be Type 1 unless otherwise specified and conform to the requirements of Table 717-2 below:
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TABLE 717-2 
PHYSICAL PROPERTIES OF ARB 

Property 
Requirement 

Type I Type 2 Type 3 
Grade of base asphalt cement PG 64-16 PG 58-22 PG 52-28 

Rotational Viscosity*; 350° F, Pascal seconds 1.5-4.0 
 

1.5-4.0 
 

1.5-4.0 
 

Penetration; 39° F (4° C), 200g, 60 sec. 
(ASTM D5); dmm, min 

10 
 

15 
 

25 
 

Softening Point; (ASTM D36); °F, min. 135 130 125 
Resilience; 77°F 

(ASTM D3407); %,min 25 20 15 

* The Viscometer used must be a hand held rotational viscometer, such as a Rion (formerly Haake) Model VT – 04, or an 
equivalent, using Rotor No. 1. The rotor, while in the off position, shall be completely immersed in the binder at a 
temperature from 350° to 355° F for a minimum heat equilibrium period of 60 seconds, and an average viscosity 
determined from three separate constant readings (± 0.5 pascal-seconds) taken within a 30 second time frame with the 
viscotester level during testing and turned off between readings. Continuous rotation of the rotor may cause thinning of 
the material immediately in contact with the rotor, resulting in erroneous results. 

 
717.2.1.4 ARB Design:  At least two weeks prior to paving, the Contractor shall submit an ARB design prepared by an ADOT 
approved laboratory.  Such design shall meet the requirements specified herein.  The design shall show the values obtained 
from the required tests, along with the following information: percent, grade and source of the asphalt cement used; and 
percent, gradation and source(s) of the crumb rubber used, as well as the ARB blending location: on-site or at the asphalt binder 
supplier’s facility. 
 
717.2.2 Aggregate: Coarse and fine aggregates shall conform to the applicable requirements of Tables 717-3 and 717-4 below. 
Coarse mineral aggregate shall consist of crushed gravel, crushed rock, or other approved inert material with similar 
characteristics, or a combination thereof, conforming to the requirements of these specifications. 
 
Coarse aggregate is material retained above the Number 8 sieve and fine aggregate is material passing the Number 8 sieve. 
Aggregates shall be free of deleterious materials, clay balls, and adhering films or other material that prevent thorough coating 
with the asphalt cement. Mineral aggregate shall conform to the following requirements when tested in accordance with the 
applicable test methods. 
 

TABLE 717-3 
MIX DESIGN GRADATION REQUIREMENTS 

Overlay Thickness 1” & 1- ½” 2” 
Sieve Size Percent Passing Percent Passing 
1” (25 mm) 100 100 
¾” (19 mm) 100 95-100 

½” (12.5 mm) 95-100 78-92 
⅜” (9.5 mm) 78-92 61-75 

No. 4 (4.75 mm) 28-45 30-40 
No. 8 (2.36 mm) 15-25 15-25 
No. 30 (600 µm) 5-15 5-15 
No. 200 (75 µm) 3.0-7.0 2.0-6.0 

 
The combined aggregate properties shall conform to the requirements of Table 717-4 below. 
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TABLE 717-4 
COARSE/FINE AGGREGATE REQUIREMENTS 

Characteristics Test Method Requirements 

Fractured Faces, % (Plus No. 8) ARIZ-212 85, 1 fracture 
80, 2 or more 

Uncompacted Voids, % ARIZ-247 45.0 (High Traffic Volume) 
42.0 (Low Traffic Volume) 

Sand Equivalent (Minus No. 4) AASHTO T-176 65 minimum 
Plasticity Index AASHTO T-89 & T-90 Non Plastic 

L.A. Abrasion, % Loss AASHTO T-96 9 max. @ 100 Rev. 
40 max. @ 500 Rev. 

Combined Bulk Specific Gravity AI MS-2 2.35-2.85 
Combined Water Absorption, % AI MS-2 0-2.5 

 
717.2.3 Mineral Admixture: Mineral admixture used in ARAC shall be dry hydrated lime conforming to the requirements of 
ASTM C1097 or Portland cement conforming to ASTM C150 for Type II, or ASTM C595 for Type IP. The minimum mineral 
admixture content will be 1.0percent, by weight of total aggregate. 
 
717.3 MIX DESIGN REQUIREMENT: 
 
717.3.1 General: The mix design for ARAC shall be prepared by a laboratory that is accredited through the AASHTO 
Accreditation Program (AAP) in Hot Mix Asphalt Aggregates and Hot Mix Asphalt. The laboratory shall be under the direct 
supervision of a Civil Engineer, registered by the State of Arizona, and who is listed by ADOT as a “Qualified Asphalt 
Concrete Mix Design Engineer” within ADOT’s latest list of approved laboratories. The latest list of approved laboratories is 
available on ADOT’s web page: http://www.azdot.gov/highways/materials/quality_assurance.asp.  
 
The date of the design shall not be older than two years from the date of submittal, unless supportive documentation is provided 
and approved by the Engineer. 
 
The mix design method used shall be in accordance with the Marshall Mix procedure, 75 blows, as described in Arizona Test 
Method 832 “Marshall Mix Design Method for Asphaltic Concrete (Asphalt Rubber) [AR-AC]”.  Mix designs are subject to 
approval by the Engineer. 
 
717.3.2 Mix Design Criteria: The mix shall comply with the criteria in Table 717-5 below. 
 

TABLE 717-5 
MARSHALL MIX DESIGN CRITERIA 

Criteria Low Volume Traffic High Volume Traffic 
ARB Content 

1” and 1-1/2” Overlay Thickness 
2” Overlay Thickness 

 
8.4% minimum 

N/A 

 
8.0% minimum 
7.0% minimum 

Mixture Air Voids, % 3.5-4.5 4.5-5.5 
Voids in Mineral Aggregate, % 19.0 min 19.0 min 

Tensile Strength Ratio, AASHTO T-283 65% minimum 65% minimum 
Marshall Stability, pounds minimum 800 800 
Marshall Flow, 0.01 inch minimum 16 16 

 
The mix design report shall include the following elements as a minimum. 
 

(1) The name and address of the testing organization and the person responsible for the mix design report. 
 

(2) The mix plant identification and/or location, as well as the supplier or producer name.  
 

(3) The traffic condition (low or high traffic) and lift thickness.   
 

(4) A description of all products that are incorporated in the ARAC along with the sources of all products, including the 
base asphalt cement, crumb rubber, mineral aggregate, and admixtures. 
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(5) The results of all testing, determinations, etc., such as: specific gravity and gradation, water absorption, sand 
equivalent, loss on abrasion, fractured coarse aggregate particles, Tensile Strength Ratio (AASHTO T-283), Marshall bulk 
density, stability and flow, asphalt absorption, percent air voids, voids in mineral aggregate. Historical abrasion values may 
be supplied on existing sources. The submittal should include a plot of the gradation on the Federal Highway 
Administration’s 0.45 Power Gradation Chart and plots of the compaction curves. 

 
(6) The laboratory mixing and compaction temperature ranges for the ARB used within the mix design. 

 
(7) A specific recommendation for design ARB content and any limiting conditions that may be associated with the use of 
the design, such as minimum percentages of crushed or washed fine aggregate. 

 
(8) The supplier’s product code, the laboratory Engineer’s seal (signed and dated), and the date the design was completed. 

 
(9) The ARB design.  

 
The mix design shall be submitted to the Agency or Engineer by the Contractor/Supplier for which it was developed as part of 
his project submittals.  Once the mix design has been approved by the agency or Engineer, the Contractor and/or his supplier 
shall not change plants nor utilize additional mixing plants without prior approval of the Engineer.  Any changes in the plant 
operation, the producer’s pit, the ARB, or any other item that will cause an adjustment in the mix, shall be justification for a new 
mix design to be submitted.  
 

- End of Section -
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CONCRETE CURING MATERIALS 
 

726.1 GENERAL: 
 
Curing materials shall consist of waterproof paper, polyethylene film or liquid membrane-forming compounds which, when 
applied to fresh concrete, will inhibit moisture loss and reduce temperature rise during the curing period. All curing materials 
and methods shall be approved by the Engineer prior to use. Wet coverings such as burlap, cotton mats, or other 
moisture-retaining fabrics also may be used, or may be required by special provisions. 
 
726.2 MATERIALS: 
 
(A) Waterproof paper, or polyethylene film, shall conform ASTM C171. 
 
(B) Liquid membrane-forming compounds shall conform ASTM C309. Type 1 compound with either a Class A or Class B 
vehicle shall be used for concrete structures, except bridge decks, approach slabs, and portland cement concrete pavement. 
Type 2 white pigmented compound, with either a Class A or Class B vehicle shall be used for portland cement concrete 
pavement, bridge decks and approach slabs. 
 
(C) Burlap cloth made from jute or kenaf shall conform to AASHTO M-182. 
 

- End of Section -
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REINFORCED CONCRETE PIPE 
 
735.1 GENERAL: 
 
These specifications cover reinforced concrete pipe and related structures intended to be used for conveyance of sewage, 
industrial waste, and storm and irrigation water. 
 
Except as modified herein reinforced concrete pipe shall be manufactured and tested in conformance with the requirements of 
ASTM C76 for circular pipe, ASTM C506 for elliptical pipe. 
 
Whatever struts or other protective methods proved necessary to furnish and install the pipe to meet the limitation of cracks as 
specified herein, shall be provided and maintained throughout pipe handling and transportation. 
 
735.2 JOINTS:  
 
Bell Reinforcement: All reinforced concrete pipes less than 36 inch inside diameter and the same approximate equivalent size 
shall include an area of reinforcing steel in the bell not less than the area required for the circumferential reinforcement in the 
wall of the pipe. 
 
Rubber gaskets shall be in accordance with ASTM C443. 
 
Cement Mortar Joints for RCP will be in accordance with Subsection 736.3 
 
735.3 FABRICATED SPECIALS – WYES, TEES, CURVES, BENDS AND CLOSURES : 
 
Fabricated pipe specials shall be made equal in strength, diameter, and other physical characteristics to the standard straight 
pipe lengths by the use of extra concrete, extra reinforcing or steel items. 
 
Horizontal and vertical long-radius curves shall be formed by bevel adapters or by beveling the straight pipe joint. The bevel of 
the pipe shall not exceed 5 degrees and the total angular deflection, for beveled pipe, shall not exceed 10 degrees. Small angular 
changes may be made with straight pipe provided that the joint opening does not exceed 3/4 inch. Short radius curves and 
closures shall be formed with fabricated specials; however, the angular deflection of any segment of the fabricated section shall 
not exceed 10 degrees. 
 
735.4 MATERIALS: 
 
Except when otherwise permitted by the Engineer, no materials other than water, Portland cement, Pozzolanic materials, 
mineral aggregates and steel shall be used in the manufacturing of the pipe, with the following exceptions: 
 
(A) Portland Cement: Portland cement shall comply with ASTM C150, Type II, and low alkali. The pipe manufacturer shall 
supply a cement mill certificate in triplicate for each load of cement delivered, showing the specification, type, chemical 
analysis, and quantity. In lieu of the above, on stockpiled pipe the manufacturer shall certify that the type of cement used meets 
this specification. The pipe manufacturer shall also certify in writing that the cement content of the concrete complies with the 
specifications as to yield per cubic yard of concrete poured. 
 
(B) Concrete Admixtures: The pipe manufacturer shall certify in writing that no calcium chloride or admixture containing 
calcium chloride has been used in the manufacture of the pipe. Other admixtures may be used if approved by the Engineer. The 
pipe manufacturer shall certify to the brand and chemical content of such admixtures used. 
 
(C) Steel Reinforcement: The pipe manufacturer shall supply three copies of mill certificates showing heat numbers, chemical 
analysis, and physical tests on reinforcing steel. In lieu of the above, on stockpiled pipe the manufacturer shall certify that the 
type of steel used meets this specification.  
 
735.5 MANUFACTURER'S QUALIFICATIONS AND EQUIPMENT REQUIREMENTS: 
 
The manufacturer shall be competent to manufacture the type, size and quality of pipe; in addition, the manufacturer shall have 
satisfactory curing and storage facilities, and satisfactory financial resources. 
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Calibration of Cement and Aggregate Scales: The pipe manufacturer shall make whatever alterations are necessary to his 
equipment to enable the Contracting Agency's Sealer or State Inspector of Weights and Measures to check, calibrate, and seal 
the aggregate and cement scales used in the pipe production. 
 
735.6 CURING OF PIPE: 
 
(A) Steam Curing: The manufacturer shall provide adequate steam plant, piping, enclosures, and other facilities for curing the 
pipe. The enclosures shall be such that the temperature is maintained continuously between 110 and 150°F. 
 
(B) Curing of the pipe shall not commence until the concrete has attained its initial set, but in any event not sooner than 1 hour 
and no later than 8 hours after placing of the concrete. Rate of rise of temperature shall not exceed 30°F per hour. 
 
(C) Water Curing: The pipe shall be kept moist during daylight hours. The pipe, including the ends, shall be covered with 
burlap for the first 3 days, except that, if the pipe is kept constantly and completely wet with fog sprays during the daylight 
hours, the burlap covering may be omitted. If the manufacturer fails to proceed immediately with the required water curing the 
surfaces of the concrete, except joint surfaces that are to be grouted shall be sealed with an approved white pigmented sealing 
compound in accordance with Section 726. 
 
735.7 TESTS AND ACCEPTANCE: 
 
(A) Basis of Acceptance: The basis of acceptance for the reinforced concrete pipe shall be in accordance with ASTM C76, 
ASTM C506, or ASTM C507, as applicable, including the method stated in the special provision and as amended herein. 
However, the purchaser may, at his option, make concrete cylinder tests for the purpose of determining release dates for 
shipment of the pipe and for his information in regard to general quality of the concrete. 
 
(B) Segregation of Material: The slump of the concrete mix shall not exceed 4 inches so as to preclude excessive segregation of 
the materials used and shall be proportioned so that the result shall be a homogeneous concrete mixture of such quality that the 
pipe will conform to the tests and design requirements of these specifications. 
 
(C) A pipe has failed the D-load test when the opening crack exceeds .01 inch for a distance of 1 foot when measured at close 
intervals. These measurements are taken within the 1 foot measured span only when the crack line is more or less parallel to the 
axis of the pipe, as it is obvious that where the crack deviates substantially from parallel, and approaches a direction normal to 
the axis, that the edges of the crack tend to slip past each other, instead of opening up under load. The intent of the test is to 
measure the crack opening under stress. 
 
(D) Porous or honeycomb concrete areas 6 inches or less in diameter may be removed and repaired. Pipe having defects or 
repairs greater than 6 inches in diameter will not be accepted. 
 
(E) Any crack exceeding 1 foot in length that goes completely through the pipe, is not considered acceptable whether repaired 
or not, except that a single end crack that does not exceed the depth of the joint as measured from the end to the inside shoulder 
is acceptable. 
 
(F) Any crack that is .01 inch in width for one-sixteenth inch in depth or deeper, for a length of 1 foot or more and continues as 
a hairline crack down to the reinforcing steel for over 1/2 the length of the pipe is not considered acceptable whether repaired or 
not. 
 
(G) A single continuous hairline crack which does not extend to the reinforcing steel and not in excess of .01 inch in width for 
a distance of 1 foot is acceptable without repair. This type of crack, longer than 1 foot shall be repaired. 
 
(H) Repairs shall be made by filling the defect with epoxy under pressure or by chipping out a V-Section to the full depth of the 
defect and repairing with an approved patching compound. The composition of the patching compound shall be furnished to the 
Engineer for approval. 
 
(I) The words regarding acceptability and repair ability in the above paragraphs shall also apply when the crack occurs after 
loading of the pipe in the trench with backfill. Cracks wider than .01 inch shall be assumed to indicate overstress of the steel. In 
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such case, the defective portion of the installation shall be replaced or repaired in a manner acceptable to the Engineer. After 
structural repairs are completed, the remaining cracks shall be filled as required above. All corrective measures shall be at the 
expense of the Contractor. 
 
(J) Blisters: All pipe joints having blisters involving less than 1/4 the interior surface area shall be repaired by removing all 
loose material and exposing all hollow area and replacing with fresh concrete properly bonded, with an acceptable bonding 
agent, and curing the repair with membrane coating. Blisters with larger areas are not considered to be repairable or acceptable. 
 
(K) Painting of pipe, or portion of pipe, with grout to cover defects, minor or major, will not be permitted until approved by the 
Engineer. 
 
(L) Where the modified or special design method, under the ASTM Standard is elected, acceptance on the basis of material 
tests and inspection of manufactured pipe for defects and imperfections shall be as stated in the ASTM Standard, and as 
amended herein. However, one joint of each size and D-load shall be selected by the Engineer for test purposes, and shall be 
tested for strength by the 3 edge bearing method, ASTM C497, with the results being used for confirmation of the submitted 
design for this D-load. If the pipe section tested fails in compression or shear before reaching the D-load specified, the test shall 
be considered a failure. Additional sections of the same diameter size and class shall be tested as specified above until the load 
requirements are met for the D-load strength. This test procedure shall be accomplished only once per manufacture regardless 
of the number of contractors he supplies. Placing of reinforcing steel in the test section of pipe to control shear cracks will not 
be permitted. 
 
Requirements regarding defects shall be the same as stated above for standard pipe.   
 
Concrete test requirements specified under compression tests of the ASTM Standard shall be amended in part to read as 
follows: “The average of any 5 consecutive strength tests of the laboratory-cured specimens shall be equal to or greater than the 
specified strength set forth in the design strength requirements table for the type and class of pipe being produced, and not more 
than 20 percent of the strength tests shall have values less than the specified strength. If more than 20 percent have values less 
than the specified strength, the lot represented shall be considered to be defective and not acceptable. In no case shall any 
cylinder tested fall below 80 percent of the specified design strength. If anyone cylinder falls below 80 percent of the specified 
design strength, then the entire production represented by that cylinder will not be accepted for purchase by the Contracting 
Agency unless the Contractor can demonstrate by coring to the satisfaction of the Engineer, that the cylinder in question is not 
representative of the entire production, or is representative of only a portion of the entire production.” 
 
During the fabrication of the pipe, concrete cylinders shall be made from a representative sample of the concrete. Concrete 
cylinders and slump tests shall be made by the Engineer or under his direct supervision. A set of cylinders shall consist of five. 
A minimum of one set shall be made for each day's production. 
 
In vibrated and spun pipe, where the slump of the concrete approaches 0, the cylinders shall be made as follows: 
 
Fill the cylinder can in 3 equal layers. Each layer shall be vibrated and assisted by rodding or other mechanical contrivance 
simultaneously until the moisture comes to the surface. Care shall be taken that the material is not over-vibrated which will 
cause segregation. When the moisture rises to the surface of the third layer, it is struck off and leveled. The cap is put on the 
cylinder and it is marked for identification. It shall then be steam cured in the same manner as the pipe, at the conclusion of 
which, the cylinders shall be brought into the laboratory for standard moist curing until the prescribed time for the compressive 
test. 
 
The cylinders shall be made according to ASTM C31 where the pipe is manufactured with concrete that has enough slump for 
the material to be hand rodded. For reinforced concrete pipe made by the centrifugal method, the manufacturer may substitute 
centrifugally cast test cylinders for standard test cylinders. Centrifugally cast cylinders shall be made in accordance with 
AWWA C302 and cured in the same manner as normal test cylinders, except that the net area of the hollow cylinder will be 
used to determine the compressive strength. 
 
735.8 SANITARY SEWER PIPE: 
 
In addition to the above, sewer pipe shall meet the requirements of ASTM C76, reinforced concrete pipe having O-ring Rubber 
Gasket Joints with an interior lining of plastic liner plate in accordance with Section 741. 
 
(A) Pipe Design: The wall thickness and the amount of circumferential reinforcement shall not be less than that required for the 
D-load indicated on the plans and required by the specifications. The calculations for wall thickness and amount of steel area 
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STEEL REINFORCED POLYETHYLENE PIPE AND FITTINGS FOR  
STORM DRAIN, IRRIGATION AND SANITARY SEWER 

 
739.1 GENERAL:  
 
This specification covers the requirements of Steel Reinforced Polyethylene (SRPE) pipe manufactured per ASTM F2562 for 
storm drains, irrigation and sanitary sewer systems. When noted on the plans or in the special provisions, storm drains, 
irrigation and sanitary sewers may be constructed using SRPE pipe. SRPE pipe shall be designed in accordance with AASHTO 
LRFD Bridge Design. Specifications, Section 12. Trench excavation, backfilling and compaction for this flexible pipe shall be 
in accordance with Section 601. Construction and installation shall be in accordance with Section 618 for storm drain and 
irrigation water or Section 615 for sanitary sewers.  
 
The pipe stiffness class shall be Class 1, per Table 1 of ASTM F2562, unless otherwise specified.  
 
739.2 MATERIALS:  
 
739.2.1 Base Steel Materials: Continuous high strength galvanized ribs shall be cold rolled steel meeting the requirements of 
either ASTM A1008 or ASTM A1011 with minimum yield strength of 80,000 psi. The steel shall have a galvanized coating 
meeting the requirements of ASTM A653 with a G60 minimum coating weight. Steel ribs shall be completely encased within 
the HDPE profile.  
 
739.2.2 HDPE Material Composition: SRPE pipe HDPE material and fittings shall, in accordance with ASTM F2562, be 
made from HDPE plastic compound meeting the minimum requirements of cell classification 335464C or higher cell 
classification, in accordance with ASTM D3350.  
 
739.2.3 Gaskets: Elastomeric gaskets shall comply with the requirements in ASTM F477 and be as recommended by the pipe 
manufacturer.  
 
739.2.4 Water Stops: Elastomeric Water stop gaskets shall conform to the requirements of ASTM C923.  
 
739.2.5 Thermal Welding Material: The material used for thermal welding of the pipe shall be compatible with the pipe’s 
base material.  
 
739.2.6 Lubricant: The lubricant used for assembly shall comply with manufacturer's recommendations and have no 
detrimental effect on the gasket or pipe.  
 
739.3 JOINING SYSTEMS:  
 
739.3.1 Gasket Type: Steel reinforced bell and spigot joints for the piping system and fittings shall consist of an integrally 
formed bell and spigot gasketed joint. The joint shall be designed so that when assembled, the elastomeric gasket located on the 
spigot is compressed radially on the pipe or fitting bell to form a water tight seal. The joint shall be designed so to prevent 
displacement of the gasket from the joint during assembly and when in service. The elastomeric gasket shall meet the provision 
of ASTM F477. Gasketed watertight pipe joints shall meet a minimum laboratory test pressure of 10.8 psi when tested in 
accordance with ASTM D3212.  
 
All pipes shall have a home mark on the spigot end to indicate proper penetration when the joint is made. The bell and spigot 
configurations for fittings shall be compatible to those used for the pipe.  
 
Joints shall provide a seal against exfiltration and infiltration. All surfaces of the joint upon which the gasket may bear, shall be 
smooth and free of any imperfections, which would adversely affect the seal. The assembly of the gasketed joints shall be in 
accordance with the pipe manufacturer's recommendations.  
 
739.3.2 Thermal Weld Type: Thermal weld joints, when specified, shall utilize plain ended pipe welded together by internal 
pressure testable couplers. The internal couplers shall have a minimum wall thickness equal to or greater than the pipe wall 
thickness as defined in ASTM F2562. The assembly of the welded joints shall be in accordance with the manufacturer’s 
recommendations. Thermal welded pipe joints shall meet a minimum laboratory test pressure of 10.8 psi when tested in 
accordance with ASTM D3212.  
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POLYPROPYLENE PIPE AND FITTINGS FOR STORM DRAIN, IRRIGATION AND SANITARY SEWER 
 
740.1 GENERAL: 
 
This specification covers the requirements of profile wall (both dual wall - Type S and triple wall - Type D) polypropylene (PP) 
pipe manufactured per ASTM F2736 and AASHTO M330 for storm drain, or ASTM F2736 or ASTM F2764 for sanitary sewer 
systems. When noted on the plans or in the special provisions, storm drains, irrigation and sanitary sewers may be constructed 
using PP pipe. PP pipe approved sizes are 12 inch diameter through 60 inch diameter.  Trench excavation, backfilling and 
compaction for flexible pipe shall be in accordance with Section 601 and manufacturer’s installation recommendations. 
Construction and installation shall be in accordance with Section 618 for storm drain and irrigation water or Section 615 for 
sanitary sewers. 
 
740.2 MATERIALS: 
 
740.2.1 Base Material Composition: Profile pipe base material and fittings shall meet polypropylene materials requirements 
as stated in Section 4, Table 1 of ASTM F2736, Section 5, Table 1 of ASTM F2764 or Section 6, Table 1 of AASHTO M330. 
 
740.2.2 Gaskets: Elastomeric gaskets shall comply with the requirements in ASTM F477 and be as recommended by the pipe 
manufacturer. 
 
740.2.3 Water Stops: Elastomeric water stop gaskets shall conform to the requirements of ASTM C923.   
 
740.2.4 Lubricant: The lubricant used for assembly shall comply with manufacturer's recommendations and have no 
detrimental effect on the gasket or pipe. 
 
740.3 JOINING SYSTEMS: 
 
740.3.1 Gasket Type: Joints for the piping system and fittings shall consist of an integrally formed bell and spigot gasketed 
joint. The joint shall be designed so that when assembled, the elastomeric gasket located on the spigot is compressed radially on 
the pipe or fitting bell to form a water tight seal. The joint shall be designed so to prevent displacement of the gasket from the 
joint during assembly and when in service.  The elastomeric gasket shall meet the provision of ASTM F477.  Gasketed 
watertight joints shall meet laboratory test pressure of 10.8 psi when tested in accordance with ASTM D3212. 
 
All pipes shall have a home mark on the spigot end to indicate proper penetration when the joint is made.   
 
The bell and spigot configurations for fittings shall be compatible to those used for the pipe. 
 
Joints shall provide a seal against exfiltration and infiltration. All surfaces of the joint upon which the gasket may bear, shall be 
smooth and free of any imperfections, which would adversely affect the seal. The assembly of the gasketed joints shall be in 
accordance with the pipe manufacturer's recommendations. 
 
740.3.2 Pipe to Concrete Structure Connections: An approved flexible connection, mechanical seal, or water stop shall be 
provided at manhole entry or concrete structure connections to reduce infiltration and exfiltration. When grouting is necessary 
at a water stop connection, non-shrink grout shall be used. 
 
740.4 FITTINGS: 
 
Fittings for PP pipe may include tees, elbows, manhole adapter rings, plugs, caps, adapters and increasers. Fittings shall be 
joined by gasket type joints in accordance with Subsection 740.3. 
 
The material used for thermally welding the fitting shall be compatible with the base pipe material. 
 
740.5 CERTIFICATION: 
 
The manufacturer shall furnish a certification that all delivered materials comply with the requirements of ASTM F2736, 
ASTM F2764, or AASHTO M330. 
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PRECAST MANHOLE 
 

742.1 GENERAL: 
 

This specification covers requirements for precast manhole sections. All precast manhole manufacturers shall be NPCA 
(National Precast Association) certified and shall provide all NPCA certifications upon request. Loading criteria for the 
precast manholes shall meet or exceed the AASHTO H20 loading requirements. All precast manhole risers shall be 
monolithically cast to ensure water tightness and have a certified structural design and the manhole shall be cast in a fashion 
to achieve water tightness. This shall include a monolithic cast manhole or a multi section cast manhole which also shall 
have a certified structural design. 
 
742.2 MATERIALS: 
 
742.2.1 Concrete Materials: Concrete materials shall conform to the requirements of Section 725 and Table 725-1 for 
Class AA.  
 
742.2.2 Precast Sections:  Precast sections shall conform to ASTM C478, AASHTO M199. The design shall be in 
accordance with ACI 318 and ASTM C890 using traffic load A-16 (HS20-44). 
 
742.2.3 Joints and Connections: Details of proposed joints and connections shall be submitted to the engineer for approval and 
shall conform to ASTM C990, C993, or C425 as applicable. 
 
742.3 MANHOLE PENETRATIONS:  
 
The location of penetrations shall be determined by the plans and specifications. Manhole penetrations may be formed or cut 
out. Cut outs of the precast base shall be done using a mechanical hole saw. After the core is removed from the casting, the 
precaster shall coat all exposed reinforcing with a corrosion inhibiting epoxy suitable for end use application. The thickness of 
the epoxy shall be per the epoxy manufacturer’s recommendation. Knock outs shall be formed in the location noted on the 
plans or specifications. 
 
742.4 REINFORCING: 
 
Reinforcing steel shall meet the following specifications: 

• Bars ASTM A615 or A706 
• Wire and wire fabric ASTM A1064 

Design of the reinforcing shall be in accordance with ACI 318 and ASTM C890 
 
742.5 GASKETS: 
 
A flexible pipe to manhole connector shall be used whenever a pipe penetrates into a precast concrete manhole or structure. 
The design of the connector shall provide a flexible, watertight seal between the pipe and the concrete. The connector shall 
assure that a seal is made between the structure wall and the pipe by:  

• Casting the connector integrally with the structure wall during the manufacturing process in a manner that will 
not pull out during pipe coupling. 

• compressing the connector against the inside circumference of the structure by means of wedge or toggle style 
connection, expansion ring or other means approved by the engineer.  

The connector shall be made from materials that conform to the physical and chemical requirements in ASTM C923 or C425 
as applicable. The connector shall be sized specifically for the type of pipe being used and shall be installed in accordance 
with the recommendations of the manufacturer. 
 
The connection hardware shall be constructed of type 316 stainless steel meeting ASTM A480. The hardware shall ensure a 
water tight connection between the concrete and the pipe material and shall provide an adequate seal enough to withstand the 
negative air pressure test per ASTM C-1244.  
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SECTION 742 
 

742.6 LIFTING POINTS:  
 
Lifting points shall be designed and evaluated by a registered professional engineer and have a minimum safety factor of four. 
There shall be a minimum of two lifting points on every precast manhole base. After base installation, the lifting holes shall be 
thoroughly packed with a pre-packaged non-shrink grout. Bent reinforcing steel bars shall not be used as lifting devices. 
Through lifting holes will not be allowed.  
 
742.7 IMPERFECTIONS: 
 
Any imperfections which in the opinion of the engineer may adversely affect the performance of the precast section shall be 
cause for rejection. 
 
 

– End of Section – 
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SECTION 750 
 

IRON WATER PIPE AND FITTINGS 
 
750.1 CAST IRON WATER PIPE: 
 
All cast iron water pipe shall be designed in accordance with AWWA C-101. 
 
Cast iron water pipe may be designed for either 18/40 or 21/45 physicals and shall conform to AWWA C-106 or AWWA 
C-108. 
 
Except as otherwise provided cast iron or water pipe shall be designed to meet internal pressure of 150 psi, external cover of 5 
feet, and standard Laying Condition B. 
 
Cast iron pipe shall be nominal 18 foot lengths. 
 
Pipe shall be cement mortar lined and seal coated in accordance with AWWA C-104. 
 
750.2 DUCTILE IRON WATER PIPE: 
 
All ductile iron water pipe shall be designed in accordance with AWWA C-150 and shall be manufactured in accordance with 
AWWA C-151. The class shall be as designated in the plans or special provisions. 
 
Pipe shall be cement mortar lined and seal coated in accordance with AWWA C-104. 
 
750.3 JOINT REQUIREMENTS: 
 
Push-on joints for cast iron or ductile iron water pipe shall conform to AWWA C-111 and shall include synthetic rubber gaskets 
and lubricant. 
 
Mechanical joints for cast iron or ductile iron water pipe shall conform to AWWA C-111 and shall include cast iron glands, 
synthetic rubber gaskets, and T-head bolts and nuts. 
 
Flanged joints for cast iron or ductile iron water pipe shall be as detailed on the plans or as designated in the special provisions. 
 
Restrained Joints: 
 
When noted on plans or approved by the Engineer, joints for push-on or mechanical jointed ductile pipe may be modified to 
provide a fully restrained joint.  These modifications to push-on and mechanical joints, including but not limited to segmented 
or special glands and split sleeves, shall conform to AWWA C-111.  The Engineer shall review and/or approve each 
manufacturer’s modifications to the joint.  Upon request of the Engineer, the manufacturer of the modified joint shall provide 
test data showing compliance with AWWA C-111. 
 
750.4 FITTINGS: 
 
Iron fittings shall be either Gray-Iron or Ductile Iron conforming to AWWA C-110 or AWWA C-153 with a minimum pressure 
rating of 250 psi. Flanged ends shall conform to AWWA C-110. Push-on and mechanical joints ends shall conform to AWWA 
C-111. 
 
Fittings shall be cement mortar lined and coal-tar coated in accordance with AWWA C-104.  
 

- End of Section -
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SECTION 775 
 

BRICK AND CONCRETE MASONRY UNITS (BLOCKS) 
 
775.1 BRICK: 
 
Brick shall be whole, sound, and hard burned and shall give a clear ringing sound when struck together. They shall be uniform 
in quality and shall be culled or sorted before delivery to the work. 
 
775.1.1 Manhole Brick:  Agency approval is required prior to using brick within manholes.  When approved, brick may be 
used for maintenance and adjustment of the existing manholes or rings and covers. 
 
Manhole brick shall conform to Table 775-1. 
 

TABLE 775-1 
MANHOLE BRICK DIMENSIONS 

Brick Inches Depth Inches Width Inches Length 
Standard Size 
Allowable Variations 

2 1/4 
±1/8 

3 1/2 
±1/8 

7 1/2 
±1/4 

 
The following paragraphs shall be added to the section on visual inspection: 
 
No individual brick shall be rejected unless it shows visual evidence of major cracking. A major crack is defined as one that has 
at least one complete separation, for a distance of 1 3/4 inches, through the brick in any direction, including any cored area. 
Such a crack shall be regarded as affecting the serviceability of the brick and shall be rejected and not used in the structure. 
 
Fifty bricks may be sampled at random intervals from any cube for visual inspection. Of the 50 samples, 45 must pass visual 
inspection for major cracks. Should less than 45 pass, the cube of brick shall be rejected and the brick must not be used in the 
structure. 
 
775.1.2 Building Brick:  Building brick shall conform to the requirements of ASTM C62, grade MW. 
 
775.1.3 Facing Brick:  Facing brick shall conform to the requirements of ASTM C216, Grade MW, Type FBS. The size, 
color, and texture shall be as specified on the plans or as approved by the Engineer. 
 
775.2 CONCRETE MASONRY UNITS: 
 
Unless otherwise noted on the plans or special provisions, concrete masonry units shall conform to ASTM C90, Normal 
Weight, Type I with a minimum compressive strength of 1900 psi. 
 
The units shall be fully cured and shall have been made not less than 28 days prior to delivery. 
 
The moisture content at the time of delivery shall not exceed 30 percent of the minimum absorption value of the units.  The 
Contractor shall provide any protection he deems necessary to maintain the units in this condition until time of use. 
 
The linear change from saturated to cool oven dry shall not exceed 0.0054 inches per linear foot or 0.045 of 1 percent conducted 
in accordance with test method in ASTM C426. 
 
The units shall be made with normal weight aggregate conforming to ASTM C33. 
 
The nominal size of the units shall be as indicated on the plans.  The overall dimensions for width, height and length shall 
differ by not more than ±1/8 inch from the specified standard dimensions.  Standard dimensions of units are the manufacturer’s 
designated dimensions.  Nominal dimensions of units are equal to the standard dimensions plus the thickness of one mortar 
joint. 
 
No less than 5 samples of the units shall be submitted to the Engineer for approval and to show the full variance of texture and 
full range of color.  Units used in the work shall match the approved samples.  These samples may be tested for strength.
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