
MAG Asphalt-Materials Working Group 

Meeting Notes 
Thursday, May 28, 2015, 12:00 pm at the ARPA Offices 

Present: 

See attached attendance sheet. 

Discussion: 

1) Case 14-06 Revision to section 718 for preservative seal (Sam H.) 
Sam was not present so there was no update. 

2) Case 14-12 (MCDOT) pavement surface replacement ( Bob Herz) 
Bob handed out the 5/18/15 revision of Section 336 with the modified roadmap and 
revisions to Detail 200-1 and 200-2.  He will bring this to the Standards Committee at the 
next meeting. 

3) Case 14-17 stamped asphalt (decorative) placement (Greg G.) 
Greg provided a copy of Bob Herz’s comments on the 4/30/15 revised document and 
discussed the potential changes regarding removal of specific items that are present in 
other MAG Sections and therefore redundant in 322.  A revised copy will be developed 
for further review. 

4) Case 15-03 Backfill lift thickness. ( Bob Herz) 
Bob handed out the 5/24/15 revision with specific language changes regarding the 
compaction wheel and process in 601.4.5. 

5) Case 15-08 Clarification to section 710 tables (Bob Herz) 
There have not been any changes to the 3-26-15 revision so there was no discussion.  
This case is scheduled for a vote at the next Standards Committee meeting. 

6) Case 15-09 Section 321 Density-temperature issue (Don C.) 
Don provided a 5/28/15 roadmap and revision.  The group discussed the minimum 
temperature requirement resulting in the elimination of Table 321-2 and the 
measurement procedure.  It was decided that a reference would be made to the table’s 
origination document for user information – but not as a required part of the Section.  
The procedure for additional cores was discussed and agreed to be modified to require 
the Engineer’s approval prior to any optional coring by the Contractor.  The appropriate 
revisions will be made and submitted for continued review. 

7) Section 321 Compaction over poor base (Brian G.) 
Brian provided additional language to be inserted at 321.10.5.3 regarding the level of 
required air voids in rehabilitation work.  The Group discussed the requirements and 
potential location within 321 for this revised language - that would only be used for 
specific conditions.  Brian will submit this to the Standards Committee at the next 
meeting as a new case. 

8) Section 717 (Asphalt Rubber) Modification on incorporation of mineral admixture 
Greg handed out the last revision with clarification language in 717.3.1 regarding 
incorporation of mineral admixture with no changes.  No real discussion over this item. 

9) Lime Treated ABC (Dave Beckel) 
Dave was not present so there was no real discussion of this item. 

 
Date for Next Meeting: 

The next meeting is scheduled for June 25, 2015 @ 1@:00 pm in the ARPA offices. 
Any and all participants are welcome and encouraged to be involved. 
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